
An air-assisted alkaline cell having a seal assembly including a seal
member which is so configured to retain a multi-layer plastics film is
provided. The multi-layer plastics film is air-permeable and impermeable to
electrolyte and is designed to be rupturable when the internal pressure of
the cell exceeds a predetermined value.    


