
A plasticizer ester prepared from the catalytic reaction of (1) at least
one branched C[err]-C[err]  oxo alcohol prepared from C[err]-C[err] olefins
via hydroformylation and having at least 50 % methyl branching at the beta
carbon, and (2) at least one acid or anhydride.    


