
A transparent sheet is provided on both sides with a lenticular array (4).
The embossments (7) of at least one of the arrays (6) has a cross section
showing at least two bends (11-14), thereby improving the visibility of the
Moire pattern formed by the two arrays. The sheet may be used as an
anti-counterfeit mark.    


