
ABSTRACT OF THE DISCLOSURE TOP COAT FOR LITHOGRAPHY PROCESSES  The present
invention provides a top coat composition comprising a silicon- containing
polymer prepared by hydrolysis and condensation of at least one silica
source; a solvent; optionally a catalyst; and optionally water, wherein the
silicon- containing polymer depolymerizes upon exposure to an aqueous
base-containing  solution.  


