
A method is disclosed for recycling fused vinyl plastisols. The vinyl
plastisols are comminuted and dissolved in a solvent, such as
cyclohexanone, dichloromethane, hexane, chloroform, methyl ethyl ketone or
ethyl acetate, A plasticizer is added to the solvent mixture after the
vinyl plastisol has dissolved, and the solvent is removed from the mixture
under vacuum.    


