
A process for applying a chemical additive, such as a softener, to a
fibrous web comprises the steps of: providing a fibrous web having a first
side and a second side opposite to the first side; providing a chemical
additive; depositing the chemical additive only to the first side of the
fibrous web; causing the first side of the fibrous web to contact the
second side of the fibrous web thereby partially transferring the chemical
additive from the first side to the second side of the fibrous web such
that both the first side and the second side of the fibrous web comprise
the chemical additive in a functionally sufficient amount. Preferably, the
step of causing the two sides of the web to contact comprises winding the
web into a roll.    


