
A TS-1 catalyst suitable for the production of oxirane
compounds is prepared by subjecting conventionally
formed TS-1 to a size reduction treatment such as
milling such that the average particle size weighted
by volume of the TS-1 is reduced to less than 10
microns in diameter and the size reduced TS-1 is spray
dried. 


