
A disposable absorbent core comprises first and second
absorbent layers each comprising an absorbent
particulate polymer material such that the absorbent
particulate polymer material is substantially
continuously distributed across 



an absorbent particulate polymer material area. A
disposable absorbent article and method for making the
absorbent core are also disclosed. 


