FLEXI BLE RESI N COVPCSI TI ON AND USES THERECF ABSTRACT A pol ypropyl ene
resin-containing flexible resin conposition can provi de nol ded products
wel | - bal anced anong flexibility, heat resistance and conpression set and
H@ving i mproved scratch resistance and transparency and which exhibits such
Igh flowability as to cause excellent, noldability, and a nolded product
thereof. The flexible resin conposition of the invention i@ Drdbe2()§? the
presence of a netall ocene catal yst and conprises an ethyl ene/a-olefin
random copol ymer (A) and a pol ypropylene resin (B) in a specific ratio. The

flexible resin conpasisxmLEhagEsiC oMt ITebiaRiND b¥EsSeuERALFi t can be
favorably used as a resin conposition for injection nolding, extrusion

nol di ng and conpression nolding. The flexible resin nol ded product produced
fromthe flexible resin conpositigasirgapgl | bal anced anong flexibility,
heat resistance and conpressi on set—andtras excell ent scratch resistance

and transparency. (No suitable figure)
A polypropylene resin-containing flexible resin

composition can provide molded products well—balancea among
flexibility, heat resistance and compression set and having

S improved scratch resistance and transparency and which
exhibits such high flowability as to cause excellent
moldability, and a molded product thereof. The flexible
resin composition of the invention is pre;ﬁared in the presence
of a metallocene catalyst and comprises an ethylene/a-olefin

10 random copolymer (A) and a polypropylene resin (B) in a
specific ratio. The flexible resin composition has excellent
moldability, so that it can be favorably used as a resin
composition for injection molding, extrusion molding and
compression molding. The flexible resin molded product

15 produced from the flexible resin composition is well balanced
among flexibility, heat resistance and compression set and

has excellent scratch resistance and transparency.

(No suitable figure)
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