
(57) Abstract        A method is provided to manufacture a palladium-gold
catalyst by separately impregnating and fixing the palladium and gold and
reducing the fixed solids to free metal on a suitable support useful for
vinyl acetate manufacture from ethylene and acetic acid.    


