
Ag-BASE INTERCONNECTING FILM FOR FLAT PANEL DISPLAY, Ag-BASE  SPUTTERING
TARGET AND FLAT PANEL DISPLAY  ABSTRACT  An active matrix flat panel
display includes pixels, TFTs for  driving the pixels, and
interconnecting lines connected to the TFTs.  The interconnecting lines
are formed by processing an interconnecting  film of an Ag-base alloy
containing 0.1 to 4.0 at% Nd and/or 0.01 to  1.5 at% Bi, and Ag as the
remainder or an Ag-base alloy containing,  in addition to Nd and/or Bi,
one or some of elements including Cu, Au  and Pd in a content in the
range of 0.01 to 1.5 at%.  Figure 3 


