
A powder coating composition is disclosed which includes a particulate
material containing an epoxy resin and a curing agent, and fine powder of a
charge controlling agent such as an acrylic resin, silica or a mixture
thereof. The charge controlling agent is deposited on surfaces of the
particles of the particulate material.    


