
A film structure which including at least one layer of an olefin homo-, co-
or ter-polymer having a surface- treated external surface which is
printable, sealable and machinable, the layer containng, as combined slip
agent and antiblock, a particulate cross-linked hydrocarbyl-substituted.
polysiloxane,    preferably    a   cross-linked polymonoalkylsiloxate,
and/or liquid polydimethyl siloxane. A  method  of producing  a  heat
sealable  multilayer  film structure of improved machinability is also
provided.    


