
A system and method for recovering high value gas from a process stream,
material or environment containing same, e.g., xenon by contacting gas from
the process stream, material or environment with a carbon adsorbent
effective to sorptively capture same, free of or with reduced concentration
of fluid species present with the high value gas in the high value
gas-containing gas in the process stream, material or environment. Other
aspects of the disclosure include a radon detection method and product. 




