
The present invention relates to polymer particles in which the ratio of
volume to surface area is <0.5 mm and the length of which is between 1.5 mm
and 3 mm. The present invention furthermore relates to a process for the
production of the polymer particles according to the invention and to the
use thereof for the production of moulding compositions.    


