
The composition according to the invention includes:        A - 100 parts
by weight of an ABS polymerizate which has a rubber content of between 5
and 30 parts by weight and which may contain up to 60 per cent by weight of
alpha-methylstyrene; and        B - 0.1 to 12 parts by weight of at least
one polyester corresponding to the formula:  [err]      in which:
R[err] and R[err], which are identical or different, denote a hydrogen atom
or a C[err]-C[err] alkyl radical;        R[err] and R[err], which are
identical or different, denote a hydrogen atom or a C[err]-C[err] alkyl
radical;        R5 and R6 denote a C[err]-C[err] alkylene radical;        x
is an integer from 1 to 4; and        n has a value such that the
number-average molecular mass of the polyester is between 800 and 7000.
Application: in moulding.    


