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A process is provided for the alkylation, transalkylation, or isomerization
of aromatic hydrocarbons. The process comprises contacting  aromatic
hydrocarbons under conversion conditions with a zeolite bound zeolite
catalyst. The zeolite bound zeolite catalyst comprises first  crystals of a
first large pore zeolite which are bound together by second crystals of a
second zeolite.    


