
A single pane glazing unit includes a first glass
substrate having a first inner surface and a first
outer surface, a second glass substrate having a
second inner surface and a second outer surface, and a
pyrolytic Low-e coating disposed on the second outer
surface, and a multilayer polymeric infrared light
reflecting film laminated between the first inner
surface and the second inner surface, forming a single
pane glazing unit. Methods of forming the same are
also disclosed. 


