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ABSTRACT 

 A workpiece-securing sheet with an attached resin layer is provided, including a 

pressure sensitive adhesive layer provided on a base material film and a curable resin 

layer provided on the pressure sensitive adhesive layer, in which the pressure sensitive 5

adhesive layer contains a (meth)acrylic acid alkyl ester polymer obtained by 

polymerizing a monomer containing a (meth)acrylic acid alkyl ester with an alkyl group 

having 10 to 18 carbon atoms, the curable resin layer contains a polymer component (a) 

and a curable component (b), and the total content of the polymer component (a) and the 

curable component (b) in the curable resin layer is 95% by mass or more with respect to 10

the total amount of the curable resin layer. 


