
An epoxy resin composition having a lower  hygroscopicity and a good
balance between the heat-  resistance, curability and adhesiveness and a
resin-  encapsulated semiconductor device produced by using the same
composition, which epoxy resin composition comprises an  epoxy resin having
at least two epoxy groups in a molecule  and a polyhydric phenol
represented by the following general    


