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100

Heat a mixture of at least one of polyurea, polyurethane,
silicon elastomer, and combination thereof 1n a

predefined ratio to obtain the polymer composition 1n a
molten state

102
Coat the EPS by spraying the melted polymer
composition on surface of the EPS
104
Dry the uniform coating on the surface of the EPS
106

FIG.1



