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BACKGROUND OF THE INVENTION 

5 1. Field of the Invention 

The present invention relates to a fie]d emission electron source for 

emitting electrons from a surface of a material by ·applying an electric field of an 

intensity higher than the work function of the material to the surface of the 

material and, more particularly, to the field emission electron source comprising 

10 electrodes and a semiconductor sandwiched between the two electrodes for 

emitting the electrons by applying a voltage between the electrodes. The 

present invention also relates to a method of producing the same, and the use 

of the same. 

15 2. D~scription of the Related Art 

As field emission electron sources, those using the so-called Spindt type 

electrode such as disclosed in, for example, U.S. Patent No.3665241 are well 

known. The Spindt type electrode comprises a substrate having a multitude of 

minute emitter chips of a triangular pyramid shape disposed thereon and gate 

20 layers that have emission holes through which tips of the emitter chips are 

exposed and are insulated from the emitter chips. In this structure, a high 

voltage is applied in a vacuum atmosphere to the emitter chips as negative 

electrode with respect to the gate layer, electron beams can be emitted from 

the tips of the emitter chips through the emission boles. 

25 However, the production process of the Spindt type electrode is 

complicated and it is difficult to make a multitude of emitter chips of a 

triangular pyramid shape with high accuracy and, hence difficult to make a 

device of large emission area when applying this technology to, for example, a 

planar light emitting apparatus or a display apparatus. Also with the Spindt 

30 type electrode, since the electric field is concentrated on the tip of the emitter 
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chip, emitted electrons ionize various residual gases into positive ions where the 

degree of vacuum .is low and the residual gas exists in the vicinity of the tips of 

the emitter chips. Therefore> the positive ions impinge on the tips of the 

emitter chips and eventually damage the tips of the emitter chips, resu]ting in 

5 such problems tbat the current density and efficiency of the emitted electrons 

become unstable and the service life of the emitter chips decreases. Thus, the 

Spindt type electrode has such a drawback that the atmosphere in which it is 

used must be pumped to a high degree of vacuum (10-5 Pa to 10.6 Pa) in order to 

avoid the problems described above, resulting in higher cost and difficult 

10 handling. 

In order to overcome the drawback described above, field emission 

electron sources of MIM (Metal Insulator Metal) type and MOS (Metal Oxide 

Semiconductor) type have been proposed. The former is a field emission 

electron source of a planar configuration having a laminated structure of metal-

15 insulation film-metal and the latter is one of a metal-oxide film-semiconductor 

structure. However, it is necessary to reduce the thickness of the insulation 

film or the oxide film in order to improve the electron emitting efficiency to 

thereby increase the number of electrons emitted with these types of field 

emission electron sources, wbiJe making the insulation film or the oxide film too 

20 thin may lead to dielectric breakdown when a voltage is applied between the 

upper and lower electrodes of the laminated structure descnoed above. Thus 

there bas been such a problem that, in order to avoid the dielectric breakdown of 

the insulator film, the electron emitting efficiency (pullout efficiency) cannot be 

made too high because there is a limitation on the reduction of the thickness of 

25 the insulation film or the oxide film. 

A different field emission electron source has recently been proposed in 

Japanese Patent Koka.i Publication No. 8-250766. According to this 

publication) the field emission electron source is made by using a single-crystal 

semiconductor substrate such as a silicon substrate, fonning a porous 

30 semiconductor layer (a porous silicon layer, for example) by anodization of one 
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surface of the semiconductor substrate, and forming a thin metal film on the 

porous semiconductor layer. A voltage is adapted to be applied between the 

semiconductor substrate and the thin metal film to cause the field emission 

electron source to emit electrons. 

5 Also a display apparatus having the field emission electron source 

described above is disclosed in Japanese Patent Kokai Publication No. 9-259795. 

In this case, when the siJicon layer is made up of single-crystal, it is desirable 

that (100) direction is at right angle to a surface to enhance the efficiency· of 

electron emission, because it is supposed that (100) porous silicon layer has 

10 boles of a diameter in the order of nano-meter and silicon crystal, which are 

arranged at right angle to the surface. 

However, in the structure disclosed in Japanese Patent Kokai 

Publication No. 8-250766, since the substrate used therein uses a semiconductor 

substrate, it is difficult to produce the device with a Jarge area and to reduce the 

15 cost thereof. 

In any event, both of the structure disclosed in Japanese Patent Kokai 

Publication No. 8~250766 and the structure disclosed in Japanese Patent Kokai 

Publication No. 9-259795, involve the so-called popping phenomenon during 

electron emission that leads to unevenness in the amount of electrons emitted, 

20 and therefore causes unevenness in the light emission when the field emission 

electron sources are applied to a planar light emitting apparatus or a display 

apparatus. 

SUMMARY OF THE INVENTION 

Under these circumstances, the present invention has been 

25 accomplished. That is, a first object of the present invention is to provide a 

field emission electron source capable of achieving a stable emission of 

electrons with high efficiency by suppressing the popping phenomenon. 

A second object of the present invention is to provide the use of the 

field emission electron source in, for example, a planar light emitting apparatus, 

30 a display apparatus and a solid vacuum device, all being of a kind capable of 
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emitting light uniformly. In order to achieve the above objects, the 

inventors studied whole-heartedly the field emission electron source and found 

out that tbennal insulating characteristics is high because the silicon layer is 

made up of single-crysta1 and whole semiconductor substrate is made porous, in 

5 the structures disclosed in Japanese Patent Kokai Publications No. 8-250766 and 

No. 9-259795. The inventors also found out that the temperature of the 

semiconductor substrate rises when voltage is applied between the 

semiconductor substrate and the thin metal film. Further the inventors found 

out that electrons are thermally excited and electrical resistivity of the 

10 semiconductor substrate decreases when the temperature of the semiconductor 

substrate is increased, accompanied by increase of the amount of electrons 

emitted. Therefore, these structures are susceptible to the popping 

phenomenon during electron emission leading to unevenness in amount of 

electrons emitted, 

15 Based on above findings, according to one aspect of the present 

invention there is provided a field emission e]ectron source comprising an 

electricaUy conductive substrate, an oxidized or nitrided porous polysilicon 

layer formed on the surface of said electrically conductive substrate on one side 

thereof and having nano-structures and a thin metal film formed on the oxidized 

20 or nitrided porous polysilicon layer, wherein a voltage is applied to the thin 

metal film used as a positive electrode with respect to the electrically conductive 

substrate thereby to emit electron beam through the thin metal film. 

In the present invention, the electrically conductive substrate forms ~ 

negative electrode of the field emission electron source and has strength enough 

to support porous polysilicon layer in vacuum. When voltage is applied to the 

electrically conductive substrate, the electrons are injected to the porous 

polysilicon layer. The electrically conductive substrate may be metal substrate 

such as chrome substrate or semiconductor substrate such as single crystal 

silicon substrate as far as the e]ectrically conductive substrate can form the 

30 negative electrode. Also the electricaHy conductive substrate may be a 
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combination of a substrate such as glass substrate and an electrically conductive 

thin film formed on the surface of the substrate. In this case, this structure 

makes it possible to produce the field emission electron source having a larger 

emission area at a lower cost than that in the case where semiconductor 

5 substrates such as single crystal silicon substrate are used for the electrically 

conductive substrate. 

In the present invention the electrons is injected into the porous 

polysilicon layer when voltage is applied between the conductive substrate and 

the thin metal film. The porous polysilicon layer is polycrystal having grains. 

IO There are nano-structures having oxidized or nitrided coating thereon on the 

surface of the grains. The size of the nano-structures is smaller than 

approximately 50 nm, which is in the same order of the mean free path of 

electrons in the single crystal silicon, so that the electrons injected to the porous 

polysilicon layer reach the surface of the porous polysilicon layer with 

15 suspected ballistic effect and less scattering of electrons. The suspected ballistic 

effect is the effect that electrons skip the nano~structures without collisions. 

Concretely, the size of the nano-structures need to be smaller than 10 nm, and 

preferably smaller than 5 nm. 

It is preferred_ that the porous polysilicon layer is a polysilicon layer that 

20 makes the field emission electron source have substantially no popping 

phenomenon when voltage is app1ied to the thin metal film used as a positive 

electrode with respect to the electrically conductive substrate thereby to emit 

electron beam through the thin metal film. The porous polysilicon layer may 

be made by alternately laminating a polysilicon layer having high porosity and a 

25 polysilicon layer having a low porosity. 

Also the porous polysilicon layer may be a layer whose porosity 

changes continuously in the direction of thickness. In this case, the porous 

polysilicon layer may be a layer whose porosity changes continuously in a 

direction of thickness so that said porosity is higher on a side of the electrically 

:30 conductive substrate than on a front surface side. 
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It is also preferred that the polysilicon layer is an undoped polysilicon 

layer. In this case, an effjciency of electron emission is higher and a productivity 

of the poJysilicon layer is higher than case of the doped polysilicon layer. 

The thin metal film forms a positive electrode of the field emission 

5 electron source, and is for applying voltage to the porous polysilicon layer. 

Electrons reaching the surface of the porous polysilicon layer emit from a 

surface of the thin metal film due to quantum tunneling effect by applying the 

electric field. The smaller the work function of the thin metal film is, the more 

preferable it is, since ideal energy of the emitted electron is equivalent to the 

10 work function of the thin metal film less the electron energy produced by 

applying DC voltage between the conductive substrate and the thin metal film. 

In the present invention described above, when the field emission 

electron source is housed in a vacuum chamber and a collector electrode is 

disposed at a position so as to confront the thin metal film1 and a DC voltage is 

15 applied with the thin metal film at a positive polarity with respect to the 

conductive substrate1 and a DC voltage is applied with the collector electrode at 

a positive poJarity with respect to the thin metal film, electrons emit from a 

surface of the thin metal film. And it is made possible to achieve stable 

electron emission with high efficiency. 

20 In another aspect of the present invention, there is provided a method of 

producing the field emission electron source which comprises forming a 

polysilicon layer on an electricaJly conductive substrate, making the polysilicon 

layer porous, oxidizing or nitriding the porous polysilicon layer and forming an 

electrode made of a thin metal film on the oxidjzed or nitrided porous 

25 polysilicon layer. 

Where the conductive substrate is a semiconductor substrate, the 

polysilicon layer is formed on the conductive substrate by the use of LPCVD 

(Low Pressure Chemical Vapor Deposition) process, sputtering process or so on. 

Also the polysilicon layer may be formed by annealing an amorphous silicon 

80 layer formed on a conductive substrate by plasma-CVD process. Preferably, 



7 

the po1ysilicon ]ayer is formed by the use of LPCVD process. Conditions of the 

LPCVD process include, for example, a vacuum of 20 Pa, a temperature of 

640°C, and a silane gas floating at 600 seem. 

\Vhere the conductive substrate is the combination of the glass substrate 

5 and the conductive thin film, polysilicon layer is formed on the conductive thin 

film ·by annealing with an excimer laser to an amorphous silicon layer formed 

on the conductive thin film by CVD process. It is not limited to these 

processes, the polysilicon layer may be formed by CGS (Continuous Grain 

Silicon) process, catalytic CVD process, or so on. 

10 The porous polysilicon layer is fonned by a process that forms nano-

structures, such as anodization. Th,e porous po1ysilicon layer is oxidized or 

nitrided by the use of rapid thermal oxidation, chemical oxidation, oxygen 

plasma oxidation, nitrogen plasma nitriding, thermal nitriding, or so on. 

The metal thin film is formed on the porous polysilicon layer by the use 

15 of evaporation, sputtering process, or so on. 

In this case, the porous polysilicon layer may be fonned by making the 

polysilicon layer porous so that a polysilicon layer having a high porosity and a 

po1ysi1icon layer having a low porosity are laminated alternately. Also, the 

porous polysilicon layer may be formed by making the polysilicon layer porous 

20 so as to have a porosity higher on the side of the electrically conductive 

substrate than on the front surface side with the porosity changing continuously 

in the direction of thickness. In a further aspect of the present invention, 

there is provided a planar light emitting apparatus which comprises a field 

emission electron source comprising an electrically conductive substrate, an 

25- oxidized or nitrided porous polysiJicon layer formed on the surface of said 

electrically conductive substrate on one side thereof and having nano-structures 

and a thin metal film formed on the oxidized or nitrided porous polysilicon layer 

and a transparent electrode disposed to oppose said thin metal film. The 

transparent electrode bas a fluorescent substance which emits visible light \vhen 

30 irradiated with electron beam being provided thereon. The directions of 
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electron emission from the field emission electron source are aligned 

substantially at right angles to the surface of the thin metal film, thus making it 

possible to produce a thin planar light emitting apparatus of a simpler structure 

without need to use a convergence e]ectrode. 

5 In a further aspect of the present invention, there is provided a display 

apparatus which comprises a field emission electron source comprising an 

electrically conductive substrate, an oxidized or nitrided porous polysilicon 

layer formed on the surface of the electrically conductive substrate on one side 

thereof and having nano-structures and a thin metal film formed on the oxidized 

10 or nitrided porous po1ysilicon layer. The field emission electron source is 

formed in matrix configuratfon. A controller for controlling voltages applied 

to said field emission electron sources and a transparent electrode disposed to 

oppose said thin metal film are also employed. The transparent electrode has a 

fluorescent substance which emits visible light when irradiated with electron 

15 beam being provided thereon. Thus the directions of electron emission from 

the field emission electron source are aligned substantially at right angles to the 

surface of the thin metal film, and therefore it is possible to achieve a display 

apparatus of high definition without need to use a complicated shadow mask 

and an electron convergence lens. 

20 In a further aspect of the present invention, there is provided a solid 

vacuum device which comprises a field emission electron source comprising an 

electrically conductive substrate, an oxidized or nitrided porous polysilicon 

layer formed on the surface of the electrically conductive substrate on one side 

thereof and ha'Ving nano-structures and a thin metal film formed on the oxidized 

25 or nitrided porous polysilicon layer, a positive electrode and a vacuum chamber. 

Both of the field emission electron source and said positive electrode are 

disposed in said vacuum chamber. Since the field emission electron source 

constitutes a cold cathode, it is not necessary to install a heating means unlike a 

solid vacuum d~vice of the prior art having a hot cathode which utilizes 

30 thennionic electron emission, thus making it possible to make the apparatus 
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smaller and also to suppress the evaporation and degradation of cathode material, 

thereby achieving a solid vacuum device of longer service life. 

BRIEF DESCRIPTION OF TIIB DRAWINGS 

These and other objects and features of the present invention will 

5 become clear from the following description taken in conjunction with the 

preferred embodiments thereof and the accompanying drawings throughout 

which 1ike parts are designated by like reference numerals, and in which: 

10 

Fig. 1 is a cross sectional view showing a field emission electron source 

of a first embodiment; 

Figs. 2A to 2D are cross sectional views showing major steps for 

explaining the production process of the field emission electron source; 

Fig. 3 is a schematic diagram for explaining the measuring principle of 

emitted electrons of the field emission electron source; 

Fig. 4 is a graph showing a voltage-current characteristic of the field 

15 emission electron source; 

Fig. 5 is a graph of Fowler-Nordheim plot of the data of Fig. 4; 

Fig. 6A is an energy band diagram showing the above electron emitting 

mechanism, and Fig. 6A shows energy band before applying DC voltage Vps; 

Fig. 6B is an energy band diagram showing the above electron emitting 

20 mechanism, and Fig. 6B shows energy band after applying DC voltage Vps; 

25 

Fig. 7 is a schematic diagram for explaining the energy distribution of 

the above emitted electrons; 

Fig. 8 is a graph showing a change in current with time; 

Fig. 9 is a graph showing dependency of the current on the degree of vacuum; 

Figs. lOA to lOC are cross sectional views showing major steps for 

explaining the produc;tion process of a second embodiment; 

Figs. 11A to UC are cross sectional views showing major steps for 

explaining the production process of the second embodiment; 

Fig. 12 shO\.vs a voltage-current characteristic of the second 

30 embodiment; 
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Fig. 13 is a graph of Fowler-Nordheim plot of the data of the second 

embodiment; 

Fig. 14 is a graph showing a change in current with time of the second 

embodiment; 

5 Fig. 15 shows an anodization process for anoth~r example of the second 

embodiment; 

Figs. 16A to 16C are cross sectional views showing major steps for 

explaining the production process of a third embodiment; 

Fig. 17 is a schematic diagram showing a configuration of a planar light 

10 emitting apparatus in a fourth embodiment; 

Fig. 18 is a schematic diagram showing a configuration a display 

apparatus in a fifth embodiment; and 

Fig. 19 is a schematic diagram showing a configuration of a solid 

vacuum device in a sixth embodiment. 

15 DETAILED DESCRIPTION OF TIIE PREFERRED EMBODIMENTS 

20 

This application is based on patent applications No. HEI-9-297108 and 

HEI-10-065592 filed in Japan1 the contents of which are incorporated herein by 

reference. 

(First Embodiment) 

Fig. 1 is a schematic diagram showing the configuration of a field 

emission electron source 10 according to this embodiment, and Figs. 2A to 2D 

are cross sectional views of major steps of producing the field emission electron 

source 10. In this embodiment, an n-type silicon substrate 1 ((100)-substrate 

having a resistivity of about 0.1 Q cm) is used for .an electrically conductive 

25 substrate. 

30 

As shown in Fig. 1, the field emission electron source 10 according to 

this embodiment includes an n-type silicon substrate 1, an ohmic electrode 2, a 

polysilicon layer 5, a porous poJysHicon layer 6 oxidized by the rapid thennal 

oxidation technique and a thin gold film 7 as a thin metal film. 

The n-type silicon substrate 1 and the ohmic electrode 2 form the 
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conductive substrate. The polysilicon layer 5 is fonned on then-type silicon 

substrate 1, and the porous polysilicon layer 6 is fonned on the polysilicon layer 

5. Incidentally, oxidation employed to fonn the layers 5 and 6 is not limited to 

rapid thermal oxidation, and chemical oxidation or nitriding can be used. 

5 The porous polysilicon layer 6 oxidized by the rapid thermal oxidation 

has many grains having nano-structures. The nano-structures have a size 

smalJer than approximately 50 nm, which is in the same order of the mean free 

path of electron in the single crystal silicon. Specifically, the size of the nano­

structures need to be smaller than 10 run, and preferably smaller than 5 nm. 

10 The gold thin film 7 is formed on the porous polysilicon layer 6, and the 

gold thin film 7 is a thin film made of gold whose work function is small. 

Incidenta11y, the thin metal film is not limited to the gold thin film 7, and may be 

prepared from any suitable material as far as the work function of such suitable 

material is small. Aluminum, chrome, tungsten, nickel, pJatinurn can be used 

15 therefor. The work function of aluminum is 4.28 e V, that of chrome is 4.50 e V, 

that of tungsten is 4.55 eV, that of nickel is 5.15 eV, that of platinum is 5.65 eV, 

and that of gold is 5.10 eV, according to "Journal of Applied physics, vol. 48 

(1977) p 4729 - (H.B. Michaelson)°. 

A method of making the field emission source 10 of the structure 

20 described above will be described below with reference to Figs. 2A to 2D. 

First the ohmic electrode 2 is formed on a back surface of the n-type 

silicon substrate 1, and then an undoped polysilicon layer 3 of about 1.5 /,lrn in 

thickness is formed on a front surface of the n-type silicon substrate 1 opposite 

to the back surface, thereby to obtain a structure as shown in Fig. 2A. The 

2.5 polysilicon layer 3 is formed by the use of LPCVD process, using a vacuum of 

20 Pa, a temperature of 640~C, and a floating silane gas at 600 seem. Then, 

the polysilicon layer 3 is subjected to anodization or anodization with a constant 

current while being irradiated with light. During this anodization1 a liquid 

electrolyte made by mixing a 55 wt % aqueous solution of hydrogen fluoride 

30 and ethanol in a proportion of about 1:1 is used and a platinum electrode (not 
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shown) is used as negative electrode and the n-type silicon substrate 1 (ohmic 

electrode 2) is used as positive electrode. By this anodization, a porous 

polysilicon layer 4 (hereinafter referred to as PPS layer 4) can be obtained as 

shown in Fig. 2B. In this embodiment, the anodization process was conducted 

5 under conditions of a constant current density of 10 rnNcm2 and duration of 

anodization being 30 seconds, while irradiating the surface of the polysilicon 

layer 3 with light by means of a 500 W tungsten lamp during the process of 

anodization. As a result, the porous polysilicon Jayer 4 of about 1 µ. m in 

thickness was formed in this embodiment. While a part of the polysilicon 

10 layer 3 is made porous in this embodiment, the entire polysilicon layer 3 may be 

made porous. 

Then, by subjecting the structure of Fig. 2B, i.e., by effecting the rapid 

thermal oxidization (RTO) to the PPS layer 4, a structure shown in Fig. 2C is 

obtained. Reference numeral 5 in Fig. 2C denotes a part of the polysilicon 

15 layer and reference numeral 6 denotes a part of the PPS _layer processed by the 

rapid thermal oxidation (hereinafter referred to as RTO-PPS layer 6). The 

rapid thermal oxidation process was conducted at an oxidation temperature of 

900°C for the oxidation period of one hour. In this embodiment, since the PPS 

layer 4 are oxidized by the rapid thermal oxidation, the layers can be heated up 

20 to the oxidation temperature in several seconds, thus making it possible to 

suppress entrainment oxidation taking place when charging into a furnace in 

case the conventional oxidation apparatus of furnace tube type is used. 

Then the thin gold film 7 is formed on the RTO-PPS layer 6 by, for 

example, evaporation, thereby to obtain the field emission electron source 10 

25 having a structure shown in Figs. 1 and 2D. While the thickness of the thin 

gold film 7 is about 10 nm in this embodiment, the thickness is not limited to a 

particular value. The field emission electron source 10 fonns a diode with the 

thin gold film 7 serving as a positive electrode (anode) and the ohmic electrode 

2 serving as a negative electrode (cathode). 

30 Now characteristics of the field emission electron source 10 of this 
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embodiment will be described below. 

The field emission electron source 10 is housed in a vacuum chamber 

(not shown) and a collector electrode 21 (collector for emitted electrons) is 

disposed at a position so as to confront the thin gold film 7 as shown in Fig. 3. 

5 Inside of the vacuum chamber is evacuated to a degree of about 5 X 10-5 Pa. 

A DC voltage Vps is applied with the thin goJd film 7 at a positive polarity with 

respect to the ohmic electrode 2 (i.e. n-type silicon substrate 1), and a DC 

voltage V c is applied with the collector electrode 21 at a positive polarity with 

respect to the thin gold film 7. Measurements of the diode current Ips flowing 

10 between the thin gold film 7 and the ohmic electrode 2, and the electron 

emission current le flowing between the coJlector electrode 21 and the thin gold 

film 7 due to the emission of electrons e· from the field emission electron source 

10 through the thin gold film 7 (alternate dash and dot line in Fig. 3 represents 

the emitted electron current) are shown in Fig. 4. 

15 In Fig. 4, the DC voltage Vps is plotted along the horizontal axis and 

the current density is plotted along the vertical axis. Curve a in the drawing 

represents the diode current lps and curve b represents the electron emission 

current Ie. The DC voltage Ve is set constant at 100 V. 

As wi11 be seen from Fig. 4, the electron emission current le was 

20 observed only when the DC voltage Vps was positive, while both the diode 

current lps and the electron emission current Ie were increased as the DC 

voJtage Vps was increased. Specifically, when the DC voltage Vps was 15 V, 

current density of the diode current Ips was about 100 rnNcm2 and the current 

density of the electron emission current le was about 10 µA/crn.2. This value 

25 of the electron emission current le is greater than that obtained with an field 

emission electron source prepared by making the surlace of a single crystal 

silicon substrate porous, described previously in conjunction with the prior art 

such as, for example, disclosed in JP Unexamined Publication No. 8-250766. 

According to the "Electronic Information & Telecommunications Association 

30 ED96-141, pp41-4611, they described about 40 m/\/cm2 for the current density of 
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the diode current Ips and 1 µNcm2 for the current density of the electron 

emission current le when the DC voltage Vps was 15 V. Thus, this 

embodiment of the present invention is effective to provide the field emission 

electron source exhibiting a high efficiency of electron emission. 

5 Fig. 5 shows Fowler-Nordheim plots of the electron emission current 

versus DC voltage Vps. The fact that the plots lie on a straight line indicates 

that the electron emission current le caused by the emission of electrons is due 

to the well-known quantum tunneling effect. Mechanism of the electron 

emission will be described below with reference to an energy band diagram of 

10 Figs. 6A and 6B. In Figs. 6A and 6B, reference character n+·Si represents the 

n-type silicon substrate 1, reference character RTO-PPS represents the RTO-PPS 

layer 6, reference character SiOx represents a thin oxidized silicon film formed 

on the top surface of the RTO-PPS layer 6, reference character Au represents the 

thin gold film 7, reference character EF represents the Fermi level and reference 

15 character Ev.o\c represents the vacuum level. Fig. 6A shows the state before the 

DC voltage Vps is appHed and Fig. 6B shows the state with the DC voltage Vps 

being applied. When the DC voltage Vps, applied to the thin gold film 7 

which is of a positive polarity with respect to the n-type silicon substrate 1, 

reaches a predetermined threshold value, electrons e- are injected from the n~ 

20 type silicon substrate 1 into the RTO-PPS layer 6 by thermal excitation as 

shown in Fig. 6B. At this time, since most of the DC voltage Vps is applied 

across the semi-insulating RTO-PPS layer 6, the injected electrons e- are caused 

to drift due to a strong electric field of, for example, about lOS V/<.,m in average 

field intensity generated in the RTO-PPS layer 6, and migrate toward the surface 

25 while losing kinetic energy due to scattering by irregular potential and lattice 

(Electron multiplication due to impact ionization may take place in this process). 

The electrons e· which have reached the surface of the RTO-PPS layer 6 are 

supposed to be so-called hot electrons having hjgher kinetic energy than that in 

the state of thermal equilibrium, and are supposed to easily penetrate the thin 

30 gold film 7 through the sub-band of SiOx at the top surface of the RTO-PPS 
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layer 6 due to tunneling by the electric field effect, thereby to be emitted to the 

outside. 

In order to verify this hypothesis, distribution of energy N(E) of 

electrons emitted from the field emission electron source of this embodiment 

5 was measured, and the result is shown in Fig. 7. In Fig. 71 curve a shows the 

distribution when the DC voltage Vps is 12 V, curve b shows the distribution 

\vhen the DC voltage Vps is 15 V and curve c shows the distribution when the 

DC voltage Vps is 18 V. From Fig. 7, it is found that the distribution of energy 

N(E) of electrons is relatively broad and, moreover, includes high-energy 

10 components of several electron volts, while the peak energy shifts toward higher 

energy as the DC voltage Vps applied increases. Therefore it is supposed that 

there occurs less scattering of electrons in the RTO-PPS layer 6, and that the 

electrons e· which have reached the surface of the RTO-PPS layer 6 are hot 

electrons having sufficient energy. The graph shown in the chain-lined circle 

15 A in Fig. 6B shows the qualitative relationship between the energy distribution 

n(E) of electrons immediately before emission and the probability of tunne1ing 

emission T(E), wherein a profile of the energy distribution N(E) of the emitted 

electrons is detennined by the product of n(E) and T(E) (N(E) = n(E) T(E)). 

\Vhen the DC voltage Vps increases, for example, n(E) changes so that the 

20 components in the high-energy tail increase and, as a result, N(E) shifts toward 

higher energy as a whole. 

The fact that the electrons are not subject to such a strong scattering that 

causes relaxation to thennal equilibrium means less energy loss, i.e. thennal loss, 

in the RTO-PSS layer 6 so that a high efficiency of electron emission current le 

25 and stable emission of electrons are achieved. Fig. 8 is a graph sho\ving the 

diode current Ips and the electron emission current le of the field emission 

electron source 10 of this embodiment with change in time. Time is plotted 

along the horizontal axis and the current density is plotted along the vertical axis, 

while curve a shows the diode current Ips and curve b shows the electron 

30 emission current le. Shown in Fig. 8 is the result obtained by setting the DC 
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voltage Vps constant at 15 V and the DC voltage Ve constant at 100 V. As will 

be seen from Fig. 8, any popping phenomenon is not observed in both the diode 

current Ips and the electron emission current le with the field emission electron 

source 10 of this embodiment, so that the diode current lps and the electron 

5 emission current le can be maintained substantially constant with time. 

Because it is supposed that the surface of the grains is made porous but the core 

of the grains retains a crystal state, it is also supposed that beat generated by 

applying voltage transmits along the crystal and radiates to the outside. 

Therefore temperature rise of the RTO-PPS layer 6 is smaller than that of single 

l 0 crystal silicon layer. Such a characteristic of sta~le electron emission current 

le with less chronic change achieved by employing the configuration of the 

present invention cannot be achieved with the conventional field emission 

electron source based on the MIM system or single-crystal silicon substrate of 

which surface is made porous. 

15 No\v the dependency on the degree of vacuum of the electron emission 

current le of the field emission electron source 10 of this embodiment will be 

described below. Fig. 9 shows the diode current Ips and the electron emission 

current le changing as a function of the degree of vacuum of the argon 

atmosphere which surrounds the field emission electron source 10 of this 

20 embodiment. In Fig. 9, the degree of vacuum is plotted along the horizontal 

axis and the current density is plotted along the vertical axis. Curve a in the 

drawing represents the diode current Ips and curve b represents the electron 

emission current le. Fig. 9 shows that a substantially constant electron 

emission current le can be obtained in a range of degrees of vacuum from 10-5 

25 Pa to ah out 1 Pa, indicating an insignificant dependence of the electron emission 

current le on tbe degree of vacuum. Thus, because of the low dependency on 

the degree of vacuum of the electron emission current le of the field emission 

electron source 10 of this embodiment, stable emission of electrons of high 

efficiency can be maintained even when the degree of vacuum changes to some 

30 e:x1ent. Thus, because the satisfactory electron emission characteristic can be 
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achieved even with a low degree of vacuum, it is not necessary to use the fie]d 

emission electron source under a high d~gree of vacuum, and it is made possible 

to produce an apparatus which uses the field emission electron source 10 at a 

lower cost with handling thereof made easier. 

5 \Vhile the n-type silicon substrate 1 ((100) substrate having a resistivity 

of about 0.1 Q cm) is used for the electrically conductive substrate in this 

embodiment, the electrically conductive substrate is not limited to the n-type 

silicon substrate and, for example, a metal substrate or a glass substrate with a 

conductive thin film such as an electrically conductive transparent thin film of, 

10 for example, indium tin oxide (ITO), platinum or chromium formed thereon 

may be used, in which case it is made possible to achieve larger emission area 

and lower production cost than in the case of using a semiconductor substrate 

such as n-type silicon substrate. 

(Second Embodiment) 

15 The basic configuration of the field emission electron source 10 of the 

second embodiment is substantialJy similar to that of the first embodiment 

shown in Fig. 1, and therefore, only the production method will be described 

below with reference to Figs. lOA to lOC and Figs. llA to 11C. In descnoing 

the production method, only the difference from the first embodiment are only 

20 described for the sake of brevity. WhHe the porous polysilicon Jayer is a single 

layer in the first embodiment, tbe porous polysiJicon layer 6 in this second 

embodiment is made by alternately laminating a polysilicon layer having a high 

porosity and a polysilicon layer having a low porosity. This embodiment also 

uses the n-type silicon substrate 1 ((100) substrate having a resistivity of about 

25 0.1 Q cm) for the electrically conductive substrate as is the case with that in the 

first embodiment. 

First the ohmic electrode 2 is fonned on the back surface of the n-type 

silicon substrate 1, and then the undoped polysilicon layer 3 of about 1.5 µm 

in thickness is formed on the front surface of the n-type silicon substrate 1, 

30 thereby to obtain the structure as shown in Fig. lOA. 
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Then, the polysilicon layer 3 is subjected to anodization with a constant 

current while being irradiated with light, by using a liquid electrolyte made by 

mixing a 55 \Vt % aqueous solution of hydrogen fluoride and ethanol with a 

proportion of about 1:1, a platinum electrode (not shown) as the negative 

5 electrode and the n-type silicon substrate 1 (ohmic electrode 2) as the positive 

electrode. 

The anodization process was conducted in the following conditions: 

with constant current density of 2.5 mlVcm2 and duration of anodization of 4 

seconds being set for first condition, and constant current density of 20 rnA/cm2 

10 and duration of anodization of 5 seconds being set for second condition, 

anodization under the first condition and anodization under the second condition 

were repeated alternately, three times each. The surface was irradiated with 

light by means of a 500 W tungsten lamp during the process of anodization. 

At the time when anodization under the first condition was completed, a porous 

15 polysilicon layer 4a (hereinafter referred to as PPS layer 4a) having a low 

porosity was formed on the surface of the polysiJicon layer 3, resulting in such a 

structure as shown in Fig. lOB. 

Then at the time when anodization under the second condition was 

completed, a porous polysilicon layer 4b (hereinafter referred to as PPS layer 

20 4b) having a higher porosity than that of the PPS layer 4a was formed on one 

side of the polysilicon layer 4a adjacent the n-type silicon substrate l, resuJting 

in such a structure as shown in Fig. lOC. When anodization under the first 

condition and anodization under the second condition, each performed three 

times, completed, such a structure as shown in Fig. 11A wherein the PPS layer 

25 4a and the PPS layer 4b are laminated alternately is obtained. 

30 

In this embodiment, the porous polysilicon layer of the laminated 

structure of the PPS layer 4a and the PPS layer 4b has a thickness of about 1µ 

m. While a part of the polysilicon layer 3 is made porous in this embodiment, 

alternatively the entire polysilicon layer 3 may be made porous. 

111en, through rapid thermal oxidation of all the PPS byers 4a, 4b and 
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the polysi1icon layer 3, a structure shown in Fig. llB is obtained. Reference 

numeral 5 in Fig. 11 B denotes the polysilicon layer processed by the rapid 

thermal oxidation. Ref ere nee numeral 6a and 6b denote the porous polysilicon 

layers processed by the rapid thermal oxidation (hereinafter referred to as RT0-

5 PPS layers 6a and 6b ). The rapid thermal oxidation process was conducted at 

an oxidation temperature of 900°C for an oxidation period of one hour. In this 

embodiment, since the PPS layers 4a and 4b and the polysilicon layer 3 are 

oxidized by rapid thermal oxidation, the layers can be heated up to the oxidation 

temperature in several seconds, thus making it possible to suppress entrainment 

10 oxidation taking place when charging into a furnace in case the conventional 

oxidation apparatus of furnace tube type is used. 

Then, a thin gold film 7 is formed on the RTO-PPS layers 6a and 6b by, 

for example, vapor deposition, thereby to obtain the field emission electron 

source 10 having a structure shown in Fig. llC. While thickness of the thin 

15 gold film 7 is about 10 nm in this embodiment, the thickness is not limited to a 

particular value. The field emission electron source 10 forms a diode with the 

thin metal film 7 serving as a positive electrode (anode) and the ohmic electrode 

2 serving as a negative electrode (cathode). 

Now characteristics of the field emission electron source 10 of this 

20 embodiment will be described below. 

The field emission electron source 10 is housed in a vacuum cba~ber 

(not shown) and a collector electrode 21 (collector for emitted electrons) is 

disposed at a position so as to confront the thin gold film 7 as shown in Fig. 3. 

Inside of the vacuum chamber is evacuated to a degree of about 5X10·5 Pa. A 

25 DC voltage Vps is applied to the thin gold film 7 at the positive polarity with 

respect to the ohmic electrode 2 (i.e. the n-type silicon substrate 1), and a DC 

voltage Ve is applied to the collector electrode 21 at the positive polarity with 

respect to the thin gold film 7. 

Measurements of diode current Ips flowing ~etween the thin gold film 

30 7 and the ehmic electrode 2, and electron emission current le flo\ving between 
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the collector electrode 21 and the thin gold film 7 due to the emission of 

electrons e· from the field emission electron source 10 through the thin gold film 

7 are shown in Fig. 12. 

In Fig. 12, the DC voltage Vps is p1otted along the horizontal axis and 

5 the current density is plotted along the vertical axis. Curve a in the drawing 

represents the diode current Ips and curve b represents the electron emission 

current le. The DC voltage Ve is set constant at 100 V. 

As will be seen from Fig. 12, the e]ectron emission current le was 

observed only wbeo the DC voltage Yps \Vas positive also in this embodiment 

10 similarly to the first embodiment, while both the diode current Ips and the 

electron emission current le were increased as the DC voltage Vps is increased. 

Specifically, when the DC voltage Vps was 15 V, the current density of the 

diode current lps was about 1 mNcml and the current density of the electron 

emission current le was about 4 JJ.Ncm2• This value of the electron emission 

15 current le is much greater than that obtained with the _pre1'iously described 

conventional field emission electron source, indicating a high efficiency of 

electron emission exhibited by the field emission electron source of this 

embodiment. 

Fig. 13 shows Fowler-Nordheim plots of the electron emission current 

20 le versus the DC voltage Vps. The fact that the plots lie on a straight line in 

Fig. 13 indicates that the electron emission current Ie caused by the emission of 

electrons is due to the well-known quantum tunneJing effect1 as is the case witb 

the first embodiment. 

Fig. 14 is a graph showing the diode current Ips and the electron 

25 emission current le of the field emission electron source 10 of this embodiment 

with change in time. Time is plotted along the horizontal axis and the current 

density is plotted along the vertical axis1 while curve a in the dra\\1ng shows the 

diode current Ips and curve b shows the electron emission current Ie. 

Shown in Fig. 14 is the result obtained by setting the DC voltage Vps 

30 constant at 21 V and the DC voltage Ve constant at 100 V. A.s will be seen 
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from Fig. 14, the popping phenomenon is not observed in both the diode current 

Ips and the electron emission current le in the case of the field emission electron 

source 10 of this embodiment, similarly to the first embodiment, so that the 

diode current Ips and the electron emission current le can be maintained 

5 substantia]]y constant with time. Such a characteristic of stable electron 

emission current le with Jess chronic change achieved by employing the 

configuration of the present invention cannot be achieved with the conventional 

field emission electron source based on the MIM system or single-crystal siHcon 

substrate of which surface is made porous. 

10 The anodization process may also be carried out as follows. As shown 

in Fig. 15, after starting the anodization process with the <..."Urrent density set to 0 

mNcm2, the current density is increased from 0 rnNcm2 to 20 m.Ncm2 in 20 

seconds, during which current density is kept at 2.5 rnNcm2 for two seconds 

three times. As a matter of course, the surface is irradiated with light by means 

15 of a 500 \V tungsten lamp during the anodization process. In this case, the 

porous polysilicon layer 4a having low porosity is formed in the period when 

tbe current density is set to 2.5 rnNcm2
• 

(Third Embodiment) 

The basic configuration of the field emission electron source 10 of the 

20 third embodiment is substantially similar to that of the first embodiment shown 

in Fig. 1, and therefore, only the production method will be descnoed below 

with reference to Figs. 16A to 16C. In describing the production method, only 

the difference from the first embodiment are described for the sake of brevity. 

\Vhile the porous polysilicon layer is a single layer having a uniform porosity in 

25 the first embodiment, the porous polysilicon layer 6 in the third embodiment is a 

layer whose porosity changes continuously in the direction of thickness so that 

the porosity is higher on the side of the electrica1ly conductive substrate than on 

the front surface side thereof. This embodiment also uses the n·type silicon 

substrate 1 ((100) substrate ha'lring a resistivity of about 0.1 Q cm) for the 

30 electrically conductive substrate as is the case with that in the first embodiment.. 
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First, the ohmic electrode 2 is formed on the back surface of the n-type 

silicon substrate l, and then the undoped polysilicon layer 3 of about 1.5 µ. m 

in thickness is formed on the front surface of the n-type silicon substrate 1, 

tht!reby to obtain the structurt: as shown in Fig. 16A. 

Then the polysilicon Jayer 3 is subjected to anodization with a constant 

current while being irradiated with light, by using a liquid electrolyte made by 

mixing a 55 wt % aqueous solution of hydrogen fluoride and ethano] with a 

proportion of about 1:1, a pJatinum electrode (not shown) as the negative 

electrode and the n-type silicon substrate 1 (ohmic electrode 2) as the positive 

10 electrode. The anodization process was conducted in the following conditions: 

the anodization was started with a constant current density of 0 m.Ncm2, then 

the current density was increased from 0 mNcm2 continuously (gradualJy) to 20 

rnNcm2
• The surface was irradiated with light by means of a 500 \V tungsten 

lamp during the anotlization process. At the time when the anodization is 

15 completed, a porous polysilicon layer 4c having the porosity increasing 

continuously from the front surface toward the n-type silicon substrate 1 

(hereinafter referred to as PPS ]ayer 4c) is formed, resulting in such a structure 

as shown in Fig. 16B. In this embodiment, the PPS layer 4c has a thickness of 

about l,llm. \Vhile a part of the polysilicon layer 3 is made porous in this 

20 embodiment, alternatively the entire polysilicog layer 3 may be made porous. 

Then through rapid therrna] oxidation of the PPS layer 4c and the 

polysilicon layer 3 (under conditions of an oxidation temperature of 900°C and 

an oxidation period of one hour) and fonnation of the thin gold film 7. the field 

emission electron source 10 of the structure shown in Fig. 16C is obtained. 

25 While the thickness of the tbin gold film 7 is about 10 nm in this embodiment, 

the thickness is not limited to such particular value. The field emission 

electron source 10 fonns a diode with the thin metal film 7 serving as a positive 

electrode (anode) and the ohmic electrode 2 serving as a negative electrode 

(cathode). Reference numeral 5 in Fig. 16C denotes the polysilicon layer 

30 which has been subjected to rapid tberma] oxidation and Reference numeral 6 
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denotes the PPS layer 4c (RTO-PPS layer 6) which has been subjected to rapid 

thermal oxidation. 

While the porosity is changed by gradually increasing the current 

density during the anodization process in this embodiment, the porosity may 

5 also be changed by gradually decreasing the current density, in which case the 

porosity becomes lower near the n-type silicon substrate 1 and higher near the 

front surface. 

(Fourth Embodiment) 

Fig. 17 is a schematic diagram showing the configuration of a planar 

10 light emitting apparatus using the field emission electron source 10 of any one 

of the first to third embodiments. Components similar to those of the first 

embodiment (or the third embodiment) will be denoted with the same reference 

numerals and the description thereof will be omitted. 

The planar light emitting apparatus of this embodiment has the field 

15 emission electron source 10 and a transparent electrode 31 disposed so as to 

confront the thin gold film 7 of the field emission electron source 10, with the 

transparent electrode 31 being coated with a fluorescent substance 32 which 

emits visible light when irradiated with electron beam emitted by the field 

emission electron source 10. The transparent electrode 31 is formed by coating 

20 on a transparent plate 33 such as a glass substrate. The Jransparent plate 33 

having the· transparent electrode 31 and the fluorescent substance 32 both 

formed thereon is held together with the field emission electron source 10 via a 

30 

. . 
spacer 34 into an integral structure, with the inner space surrounded by· the 

transparent plate 33, the spacer 34 and the field emission electron source 10 is 

evacuated to a predetermined degree of vacuum. Therefore, the fluorescent 

substance can emH Jight when irradiated with electrons emitted by the fie]d 

emission e]ectron source 10, and the light so emitted by the fluorescent 

substance 32 is transmitted to the outside through the transparent electrode 31 

and the transparent plate 33. 

In the planar light emitting apparatus of this embodiment, when a DC 
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voltage Ve of 1 kV was applied between the transparent electrode 31 and the 

thin metal film 7 with the transparent electrode 31 at the positive polarity with 

respect to the thin metal film 7, and the DC voltage Vps of about 15 V was 

applied between the thin gold film 7 of the field emission electron source 10 and 

5 the ohmic electrode 2 to em.it electrons, then a fluorescence pattern 

corresponding to the area (size) of the thin gold film 7 was obtained. This 

means that the electron emission current density generated by the field emission 

electron source 10 is substantially uniform within the surface of the thin gold 

film 7, and that electrons e· are emitted at right angles to the thin gold film 7, 

10 indicating that the electrons e· follow substantially parallel trajectories \\ithout 

expansion or contraction of the electron ray. Thus because the electrons e· are 

emitted substantially at right angles to the thin gold film 7 and substantially 

uniform within the surface thereof in this. embodiment, it is not necessary to 

install a convergence electrode used in the conventional planar light emitting 

15 apparatus disclosed in "IEEE TRANSACTIONS ON ELECTRON DEVICES, 

vol. 38, no. 10, OCTOBER 1991 pp 2355-2363", making it possible to simplify 

the construction and reduce the cost. Further, no popping phenomenon occur 

during electron emission from the field emission electron source 10 thereby 

reducing unevenness in the light. 

20 (Fifth Embodiment) 

Fig. 18 is a schematic diagram showing the configuration of the electron 

source when the field emission electron source 10 of any one of the first to third 

embodiments is applied to a display apparatus. In this embodiment, as shown 

in Fig. 18, a plurality of the field emission electron sources 10 are arrayed in a 

25 matrix configuration, with each field emission electron source 10 corresponding 

to a pixel. The DC voltage Vps described in conjunction with the first 

embodiment and applied to the field emission electron source 10 is controlled . 

by an X matrix controller circuit 41 and a Y matrix controller circuit 42. In 

other words, each field emissjon electron source 10 which should have the DC 

30 voltage Vps applied thereto is selected by the X matrix controller circuit 41 and 
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the Y matrix contro11er circuit 42, and electrons are emitted only from the 

selected field emission electron source 10. 

The display apparatus of this embodiment has a transparent electrode 

disposed so as to confront the electron source, that is1 so as to confront the thin 

5 gold film 7 of the field emission electron source 10 in a manner similar to that in 

the fourth embodiment although not shown in the drawing. The transparent 

e1ectrode is coated with a fluorescent substance which emits visible light when 

irradiated with the electron beam emitted by the field emission electron source 

10. The transparent electrode is formed by coating indium tfa oxide (ITO) on a 

10 transparent plate such as glass substrate. 

The electrons emitted by each field emission electron source 10 emerge 

from the thin gold film 7 substantially at right angles to the thin gold film 7 and 

substantially uniform within the surface thereof so that the electron rays are 

substantially parallel. The display apparatus of this embodiment is capable of 

15 causing only a portion of the fluorescent substance which opposes the field 

emission electron source 10 to emit light. Therefore, a high definition display 

apparatus can be made without need to install a complicated shadow mask 

unlike the prior art. 

20 

25 

(Sixth Embodiment) 

Fig. 19 is a schematic diagram showing the configuration of a solid 

vacuum device which uses the field emission electron source 10 of any one of 

the first to third embodiments. Components similar to those of the first or third 

embodiment will be denoted with the same reference numerals and description 

thereof will be omitted. 

The soJid vacuum device of this embodiment is. of a triode type wherein 

the field emission electron source 10 serves as a cathode, an anode 51 (positive 

electrode) is disposed to oppose the thi~ gold film 7 of the field emission 

electron source 10, and a meshed grid 52 is installed between the anode 51 and 

the cathode. The anode 51, the grid 52 and the cathode are sealed in vacuum 

30 atmosphere by means of sealers 53, 54. In this embodiment, the sealers 53, 54 
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and an electrically conductive substrate consisting of the n~type silicon substrate 

1 constitute a vacuum chamber. 

In the solid vacuum device of this embodiment, electrons are enritted 

from the field emission ele<.1ron source, that is, the cathode, when the DC 

5 voltage Vps is applied to the field emission electron source 10, and the electrons 

are accelerated by anode voltage Va applied between the anode 51 and the thin 

gold film 7, so that the anode current Ia flows between the anode 51 and the 

cathode. The magnitude of the anode current Ia can be controlled by adjusting 

the value of DC voltage Vg applied between the grid 52 as a negative electrode 

10 and the ohmic electrode 2. 

WhiJe the vacuum devices of the prior art usually uti1ize a cathode 

based on thennionic electron emission, a solid vacuum device based on cold 

cathode having a l~ng service life can be achieved by using the field emission 

electron source of the present invention. 

15 Although this embodiment is described in connection with the solid 
~ 

vacuum device of triode type, the present invention can also be applied to a 

multielectrode type. 

Although the present invention has been fully described in connection 

with the preferred embodiments thereof and the accompanying drawings, it is to 

20 be noted that various changes and modifications are apparent to those skilled in 

the art. Such changes and modifications are to be understood as included within 

the scope of the present invention as defined by the appended claims unless they 

depart therefrom. 
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\VHAT IS CLAIMED IS: 

1. A field em.lssion electron source comprising: 

an electrically conductive substrate; 

an oxidized or nitrided porous polysilicon layer formed on the surface 

of said electrically conductive substrate on one side thereof and having nano-

structures; and 

a thin metal film formed on said oxidized or nitrided porous polysiJicon 

layer, wherein a voltage is applied to said thin meta] film used as a positive 

10 electrode with respect to said electrically conductive substrate thereby to emit 

electron beam through said thin metal film. 

2. The field emission electron source according to claim l, wherein said 

porous polysilicon layer is a polysilicon layer that makes said field emission 

electron source have substantia])y no popping phenomenon when voltage is 

15 applied to said thin metal film used as a positive electrode with respect to said 

electrically conductive substrate thereby to emit electron beam through said thin 

metal film. 

3. The field emission electron source according to claim 1, wherein said 

porous polysilicon layer is made by alternately laminating a polysilicon layer 

20 having high porosity and a polysilicon layer having low porosity. 

4. The field emission electron source according to claim 1, wherein said 

porous po1ysilicon layer is a layer whose porosity changes continuously in the 

direction of thickness. 

5. The field emission electron source according to claim 1, wherein said 

25 porous polysi1icon layer is a layer whose porosity changes continuously in a 

direction of thickness so that said porosity is higher on a side of the electrically 

conductive substrate than on a front surface side. 

6. The field emission electron source according to claim 1, wherein said 

polysilicon layer is an undoped polysilicon layer. 

30 7. The field emission electron source according to claim 1, wherein said 

\ \11\11\ \\\I\\ Ill\\ \\Ill\\ \\I\ 
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electrically conductive substrate comprises a substrate such as g]ass, and an 

electrically conductive thin film formed on a surface of the transparent 

substrate. 

8. A method of producing the field emission e]ectron source which 

5 comprises the steps of: 

fonnfog a polysiJicon layer on an electrically conductive substrate; 

making said polysilicon layer porous; 

oxidizing or nitriding said porous polysilicon layer; and 

fonning an electrode made of a thin metal film on said oxidized or 

10 nitrided porous polysilicon layer. 

9. The method of producing the field emission electron source according 

to claim 8, wherein said making said polysilicon ]ayer porous is making said 

polysilicon layer porous so that a polysilicon layer having high porosity .. and a . . . 
polysilicon layer having low porosity are laminated alternately. 

15 10. The method of producing the field emission electron source according 

to claim 8, wherein said making said polysilicon layer porous is making said 

polysilicon layer porous so that the porosity is higher on the side of the 

electrically conductive substrate than on the front surface side and porosity 

changes continuously in the direction of thickness. 

20 11. · A planar light emitting apparatus comprising: 

a field emission electron source comprising an electricaUy conductive 

substrate, an oxidized or nitrided porous polysilicon fayer formed on the surface 

of said electrically conductive substrate on one side thereof and having nano­

structures and a thfo metal film formed on said oxidized or nitrided porous 

polysilicon layer; and 

a transparent electrode disposed to oppose said thin metal film, wherein 

said transparent electrode has a fluorescent substance which emits visible light 

when irradiated \vi th electron beam being provided thereon. 

12. A display apparatus comprising: 

field emission electron sources comprising an electrically conductive 

11111111! 1111lr llfil 11111 111111 
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substrate, an oxidized or nitrided porous polysilicon layer formed on the surface 

of said electrically conductive substrate on one side thereof and having nano­

structures and a thin metal film formed on said oxidized or nitrided porous 

polysilicon layer, wherein said field emission electron sources are formed in 

5 matrix configuration; 

a controller for controlling voltages applied to said field emission 

electron sources; and 

a transparent electrode disposed to oppose said thin metal film, wherein 

said transparent electrode has a fluorescent substance which emits visible light 

10 when irradiated with electron beam being provided thereon. 

13. A solid vacuum device comprising: 

a field emission electron source comprising an electrically conductive 

substrate, an oxidized or nitrided porous poJysilicon layer fanned on the surface 

of said electrically conductive substrate on one side thereof and having naao-

15 structures and a thin metal film formed on said oxidized or nitrided porous 

polysilicon layer; 

a positive electrode; and 

a vacuum chamber, wherein both said fie1d emission electron source and 

said positive electrode are disposed in said vacuum chamber. 
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