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TITLE OF THE INVENTION

Method and polymerizer apparatus for producing an aro-

matic polycarbonate

Background of the Invention

Field of the Invention

The present invention relates to a method for pro-
ducing an aromatic polycarbonate. More particularly,
the present invention is concerned with a method for
producing an aromatic polycarbonate, comprising: feed-
ing, into a polymerizer apparatus, at least one polym;
erizable material selected from the group consisting of
a molten monomer mixture of an aromatic dihydroxy com-
pound and a diaryl carbonate, and a molten prepolymer
obtained by a process comprising reacting an aromatic
dihydroxy compound with a diaryl carbonate, the polym-
erizer apparatus including a guide-wetting fall polym-
erization reaction zone which has at least one guide
securely held therein and extending downwardly there-
through, and allowing the polymerizable material to
fall along and in contact with the at least one guide
through the guide-wetting fall polymerization reaction
zone, to effect a guide-wetting fall polymerization of
the polymerizable material, thereby obtaining a polymer,

wherein the guide is a perforated wall-surface guide.



METHOD FOR FI GHTI NG FI RE The present invention relates to a
nmet hod for fighting fire, in which nmethod extinguishing liquid is delivered
to at | east one spray head, preferably a plu- rality of spray heads, by
means of a drive unit conpris- ing at |east one hydraulic accumul ator
contai ning pro- pellent gas chargeable up tgza high initial pressure as
The present invention is also concerned with a polymer-
izer apparatus for practicing the above-mentioned
method.
The method of the present invention for producing
5 an aromatic polycarbonate is free from the problems ac-
companying the conventional method: such as the problem
that phenol cannot be removed efficiently; the problem
that a very large motive power for agitation is needed;
the problem that the molecular chain of a polymer being

10 formed is broken by a large shearing force due to the
very large motive power for agitation, resulting not
only in a reduced rate of increasing molecular weight
but also in a discoloration of the polymer. Also,
there is the problem that the polymer is likely to suf-

15 fer thermal decomposition due to a long-term thermal
history, thereby inevitably causing the polymer being
produced to contain thermal decomposition products, and
there is the problem that the volumetric efficiency of
a polymerizer is extremely low.

20 By the method of the present invention, an aro-
matic polycarbonate having a desired constant molecular
weight can be stably produced at a high polymerization
rate, without discoloration with respect to the polymer
or generation of foreign matter. Therefore, the method

25 of the present invention is advantageous from a commer-



wel | '‘as a | ow pressure water punp. One advant age of using
hydraul i c accumulators in f ire f ighting equipnments is a reduced
dependence on.availability of electric current for punmp functions re-
quiring energy. The problemis serious especially in ships and units
conparable with them in which the elec- tric main systemincluding the
mai n generator is often put out of function”in case of fires, and the
energency generator, if existing, is insufficient for practically

cial viewpoint.

Prior Art
In recent years, aromatic polycarbonates have been
5 widely used in various fields as engineering plastics
having excellent heat resistance, impact resistance and
transparency. With respect to methods for producing
aromatic polycarbonates, various studies have hereto-
fore been made. Of the methods studied, a process

10 utilizing an interfacial polycondensation between an
aromatic dihydroxy compound, such as 2,2-bis(4-
hydroxyphenyl)propane (hereinafter, fregquently referred
to as "bisphenol A"), and phosgene has been commercial-
ly practiced.

15 However, the interfacial polycondensation process
has problems. First, it is necessary to use phosgene,
which is poisonous. Second, the reaction apparatus is
likely to be corroded with chlorine-containing com-
pounds, such as hydrogen chloride and sodium chloride

20 (which are by-produced) and methylene chloride (which
is used as a solvent in a large quantity). Third, d4if-
ficulties are encountered in separating and removing
impurities, such as sodium chloride, and the residual
methylene chloride, which adversely affect properties

25 of a produced polymer.



whi chever punp functions. I n case hydraulic accunul ators are used,
efficient fire fighting usually presupposes a high charging pressure,

preferably up:.to 200 to 300 bar, in the hydraulic accumul ators. Howeve
for securing the function of the fire fighting equipnent in an intended

way, predeter-

m ned stages with relatively |ow driving pressure, e.g.

to 30 bar, should preferably also be includell in the procedure. An
exanpl e of such a stage is an initial
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With respect to a method for producing an aromatic
polycarbonate from an aromatic dihydroxy compound and a
diaryl carbonate, a transesterification process has
conventionally been known, in which a polycarbonate is
produced by performing an ester exchange reaction be-
tween bisphenol A and diphenyl carbonate in the molten
state, while removing a by-produced phenolic compound
(such as phenol). Unlike the interfacial polycondensa-
tion process, the transesterification process has an
advantage in that a solvent need not be used. However,
the transesterification process has a serious problem,
namely; since the viscosity of a polymer being formed
increases during the progress of the polymerization re-

action, it becomes difficult to remove by-produced phe-

r,

10

nol from the polymerization reaction system efficiently,

thus making it difficult to achieve a high degree of
polymerization with respect to the polycarbonate pro-
duced.

Various polymerizers have been conventionally used
in producing aromatic polycarbonates by the trans-
esterification process. A vertical agitation type
polymerizer vessel equipped with an agitator is widely
used. The vertical agitation type polymerizer vessel
equipped with an agitator is advantageous in that it

exhibits high volumetric efficiency and has a simple



cooling of the pipe systemand especially the sprinklers or spray heads
whi ch before rel ease have been heated by the fire broken out. It woul d
be advantageous if at |east preferred enbodi nents of the invention attended
al so -to necessary | ow pressure functions in a novel way by neans of a
hi gh- pressure drive unit having one or several hydraulic accumulators, in
order to achieve a m ni num dependence on availability of electric energy.
construction, so that polymerization on a small scale
can be efficiently carried out. However, the vertical
agitation type polymerizer vessel has a problem in that,
as mentioned above, the by-produced phenol becomes dif-
5 ficult to remove from the polymerization reaction sys-
tem efficiently in the production of aromatic polycar-
bonates on a cohmercial scale, so that the polymeriza-
tion rate becomes extremely low.
Specifically, a large-scale vertical agitation ty-
10 pe polymerizer vessel generally has a greater ratio of
liquid volume to vaporization area than a small-scale
one. In other words, the depth of a reaction mixture
in the polymerizer is large and, hence, the pressure in
the lower part of the agitation vessel is large. In
15 such a case, even if the degree of vacuum of the polym-
erization reaction zone is raised in order to achieve a
high degree of polymerization in the lower part of the
agitation vessel, the polymerization proceeds under
virtually high pressure due to the weight of the reac-
20 tion mixture, so that phenol and the like cannot be ef-
ficiently removed.
To solve the above-mentioned problem, various at-
tempts have been made to remove phenol and the like
from high viscosity polymer being formed. For example,

25 Examined Japanese Patent Application Publication No.
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50-19600 {corresponding to GB-1 007 302) discloses the
use of a screw type polymerizer having a vent. Exam-
ined Japanese Patent Application Publication No. 52-
36159 discloses the use of an intermeshing twin-screw
extruder. Examined Japanese Patent Application Publi-
cation No. 53-5718 (corresponding to U.S. Patent No.
3,888,826) describes a thin film evaporation type reac-
tor, such as a screw evaporator and a centrifugal film
evaporator. Further, Unexamined Japanese Patent Appli-
cation Laid-Open Specification No. 2-153923 discloses a
method in which a combination of a centrifugal film
evaporator and a horizontal agitation type polymerizer
vessel is used.

Of these polymerizers, horizontal polymerizers,
such as a screw evaporator and a horizontal agitation
type polymerizer vessel, are intended to increase, by
rotary agitation, the surface renewal of polymer (being
formed) to a level as high as possible in an attempt to
remove phenol and the like efficiently. For example,
Examined Japanese Patent Application Publication No.
50-19600 describes that "A relatively large, continu-
ously renewing interface is formed between the liquid
reaction system and the ambient gas or vapor, so that ‘a
volatile reaction product formed in the liquid reaction

system is extremely smoothly removed." (see page 1,



-2- In the present invention at |east part of the propellent gas that
Is |left over after the hydraulic accunul ators have been enptied of liquid
is utilized for driving the | ow pressure punp. A preferred
procedure is that at |east part of
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right-hand column, lines 19 to 22 of the above patent
document). That is, the above patent document suggests
that phenol and the like can be efficiently remqved by
the renewal of gas-liquid interface. Further, in Exam-
ined Japanese Patent Application Publication No. 52-
36159, surface renewal effect "J" is defined as a func-
tion of the screw revolution rate, the screw surface
area in the reaction zone, the total screw pitch number
in the reaction zone, the feed amount of raw material
and the effective volume per screw pitch in the reac-
tion'zone, and it is described that it is important
that the value of the surface renewal effect be in a
specific range.

However, these horizontal polymerizers need rotary
agitation force provided by, for example, a sScrew or an
agitator, for increasing the surface renewal. It
should be noted that the viscosity of an aromatic poly-
carbonate being formed increases extremely in accor-
dance with the increase in the molecular weight thereof
during the polymerization reaction, so that an ex-
tremely large agitation force becomes necessary. In
addition, when a large agitation force is exerted on a
polymer having a high viscosity, the polymer sustains a
large shearing force and, hence, breakage of the mo-

lecular chain occurs, so that the increasing rate of



the propellent gas being left over after the hydraulic accumulators have
liquid is utilized for driving the | ow pressure punp, in

been enptied of
order to refill

the hydraulic accunmulators with [iquid and to spray

sinmulta- neously preferably the seat of fire and its surroundings with

liquid and/ or propellent gas so that the procedure can be repeated after

the hydraulic accunul at ors have been filled.® Alternatively, it
i n many cases of advantage
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the molecular weight becomes low, making it impossible
to obtain an aromatic polycarbonate having a high mo-
lecular weight. Further, when an aromatic polycarbon-
ate sustains a large shearing force, a discoloration of
the polycarbonate occurs, so that the quality of the
aromatic polycarbonate is seriously adversely affected.
Furthermore, when the production of an aromatic poly-
carbonate by using an agitation type polymerizer is
performed on a commercial scale, the size of the agita-
tion type polymerizer is inevitably limited.’ This is
due to the fact that when there is an increase in the
size of the agitation type polymerizer, it is necessary
to increase the strength of the agitator and the motive
power for agitation; however, there are limits to this
increase in strength and motive power. Therefore, with
the use of an agitation type polymerizer, the produc-
tion amount of the arométic polycarbonate cannot be ea-
sily increased. That is, agitation type polymerizers
also have a problem in that a scale-up of the produc-
tion of an aromatic polycarbonate is difficult.

With respect to centrifugal film evaporators, Un-
examined Japanese Patent Application Laid-Open Specifi-
cation No. 2-153923 has a description to the effect
that, by using a centrifugal film evaporator as a poly-

condensation reactor in the final stage of a trans-

'S



t hat 'part of the propellent gas being left over after the hydraulic
accunul ators have been enptied of liquidis initially allowed to flow
directly.-after the liquid to correspondi ng sprinklers and/ or spray heads
and that the remaining propellent gas is then utilized for driv- ing the
| ow- pressure punp, in order to refill the hé- draulic accunulators with
liquid and to spray sinmulta- neously preferd@bly the seat of fire and its
surroundings with Iiquid and/or propellent gas so that the procedure
esterification reaction, the evaporation surface area

of the liquid reaction system per unit weight of the
liquid reaction system can be increased, thereby en-
abling.a decrease in the residence time of the liquid
5 reaction system in the reactor. However, the above

patent document also points out the following problems.
That is, when a centrifugal film evaporator is used, a
part of the polymer being formed sticks to the surfaces
of the driving shaft, the blade, the bearing for the

10 driving shaft, and the like, and is exposed to a ther-
mal environment for a long period of time, so that the
part of the polymer sticking to the surfaces is decom-
posed to form a black decomposition product, and the
black decomposition product undesirably enters the

15 polymer being produced. In order to obviate this prob-
lem, the above patent document discloses a method in
which a centrifugal film evaporator is used in the mid-
dle stage of the transesterification reaction, but not
in the final stage of the reaction. However, in this

20 method, a £ilm of polymer is formed only on the inner
wall surface of the evaporator and, hence, the volumet-
ric efficiency of the evaporator as a polymerizer is
extremely low, so that a satisfactory reaction time
cannot be obtained without using a reactor which is too

25 large. Thus, the centrifugal £ilm evaporator cannot be



can be repeated after the hydraulic accumul ators have been fill ed.
According to a further-devel oped enbodi nent of the invention, the delivery
of high-pressure liquid is delayed initially when the drive unit is

swi tched on, during which delay stage gas is |led preferably via a pressure
reducing valve to drive the | ow pressure punp for delivering cooling |iquid
to the pipe systemand sprinklers and/or spd@y heads in question, and at

| east

suitably used on a commercial scale.
With respect to a polymerizer having no rotary
agitator, Examined Japanese Patent Application Publica-
tion No. 48-8355 discloses a polymerizer for producing a
5 polyester or a polyamide, wherein the polymerizer com-
prises a cylindrical reactor casing and a porous body
disposed therein and extending substantially vertically,
wherein the c¢ylindrical reactor casing is equipped with
a heater, a polymerizable material distribution device
10 positioned above the porous body, a polymerization pro-
duct discharging device positioned below the porous
body., and a device for removing gas generated from a
reaction mixture produced in the polymerizer, and
wherein the porous body has a void ratio distribution
15 which increases from the upper end thereof to the lower
end thereof. However, in this document, there is no
disclosure about a production of an aromatic polycar-
bonate, that is, there is no disclosure as to how to
make it possible to stably produce an aromatic polycar-
20 bonate having a desired constant molecular weight at a
high polymerization rate, without discoloration with
respect to the polymer or generation of foreign matter.
As described hereinabove, in the production of an
aromatic polycarbonate by the transesterification proc-

25 ess (which is free from the problem that impurities and



part -of the propellent gas being left over after the hydraulic accunul ators
have been enptied of liquid is utilized for redriving the | ow pressure

punp.
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residual methylene chloride are contained in the pro-
duced polycarbonate and these unfavorable substances
cannot be completely removed therefrom), when the
transesterification process is performed by the conven-
5 tional production methods using a vertical agitation
type polymerizer, a horizontal agitation type polymer-
izer, a centrifugal film evaporator, or the like, vari-
ous problems arise. For example, phenol cannot be re-
moved efficiently; a very large motive power for agita-
10 tion is needed; the molecular chain of a polymer being
formed is broken by the shearing force due to the very
large motive power for agitation, resulting in a lower-
ing of the increasing rate of the molecular weight and
in a discoloration of the polymer; a thermal decomposi-
15 tion product of a polymer is generated due to a long-
term thermal history, which undesirably enters the
polymer being produced; the volumetric efficiency of a
polymerizer is extremely low: and a scale-up of the
production of an aromatic polycarbonate is difficult.
20 As a solution to these problems, in U.S. Patent No.
5,589,564, the present inventors disclosed that a high
quality aromatic polycarbonate can be produced at a
high polymerization rate by a method in which a polym-
erizable material is allowed to fall along and in con-

25 tact with a wire to thereby effect a polymerization re-



3 ' The delivery of high-pressure liquid is prefer- ably delayed by
| eading the propellent gas fromsaid at
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action. However, it have been desired to develop a
method which enables an aromatic polycarbonate having a
desired constant molecular weight to be stably produced
at a higher polymerization rate.

5 As apparent from the above, a commercially advan-
tageous method for producing an aromatic polycarbonate
has been desired, wherein the method is free from the
above-mentioned problems accompanying the conventional
methods and enables an aromatic polycarbonate having a

10 desired constant molecular weight to be stably produced
at a high polymerization rate, without discoloration
with respect to the polymer or generation of foreign

matter.

15 SUMMARY OF THE INVENTION

In this situation, the present inventors have con-
ducted extensive and intensive studies with a view to-
ward solving the above-mentioned problems. As a result,
it has unexpectedly been found that the above-mentioned

20 objective can be attained by a method which comprises:
feeding, into a polymerizer apparatus, at least one
polymerizable material selected from the group consist-
ing of a molten monomer mixture of an aromatic dihy-
droxy compound and a diaryl carbonate, and a molten

25 prepolymer obtained by a process comprising reacting an



| east: one hydraulic accunulator to enpty a liquid cylin- der so that the
liquid driven out of the cylinder af- fects, before passing a throttle, a
spindle of a valve arranged in an outlet line of said at |east one hydrau-
lic accumulator in a direction closing the valve. Hereby the spindle
surface affected by the pressure of said cylinder liquid is larger than the
spindl e surface af- fected by the outgoing ﬂ?quid pressure of said at |east
one hydraul i c accunul ator, which pressure strives to

aromatic dihydroxy compound with a diaryl carbonate,

the polymerizer apparatus including a guide-wetting
fall polymerization reaction zone which has at least
one guide securely held therein and extending down-

5 wardly therethrough, and allowing the polymerizable ma-
terial to fall along and in contact with the at least
one guide through the guide-wetting fall polymerization
reaction zone, to effect a guide-wetting fall polymeri-
zation of the polymerizable material, thereby obtaining

10 a polymef, wherein a perforated wall-surface guide is
used as the guide. The perforated wall-surface guide
has a plurality of through-holes, each extending sub-
stantially in the thicknesswise direction of the wall-
surface guide, to thereby form openings in both sur-

15 faces of the wall-surface guide. Based on this novel
finding, the present invention has been completed.

Therefore, it is an object of the present inven-
tion to provide a commercially advantageous method for
producing an aromatic polycarbonate, which is free from

20 the above-mentioned problems accompanying the conven-
tional methods and enables an aromatic polycarbonate
having a desired constant molecular weight to be stably
produced at a high polymerization rate, without discol-
oration with respect to the polymer or generation of

25 foreign matter.



open the valve, so that the valve is not opened until all liquid has been
driven out of the cylinder and its pressure has sunk over the throttle to a
| evel | ower than the outgoing liquid pressure of said at | east one
hydraul i c accurmul ator in a proportion equal to the pro- portion between
said two spindle surfaces of the valve. The opening tinme of the
val ve can be adjusted by neans of said t hr otfl e. Upon openi ng the
val ve, the liquid pressure

It is another object of the present invention to

provide a polymerizer apparatus for practicing the
above-mentioned method.
The foregoing and other objects, features and ad-
5 vantages of the present invention will become apparent
from the following detailed description and appended
claims taken in connection with the accompanying draw-

ings.

10 BRIEF DESCRIPTION OF THE DRAWINGS

In the drawings:

Fig. 1 is a diagrammatic front view of one form of
the perforated wall-surface guide used in the present
invention;

15 Fig. 2 is a diagrammatic front view of another
form of the perforated wall-surface guide used in the
present invention;

Fig. 3 (a) is a diagrammatic cross-sectional view
of one form of the polymerizer for practicing the meth-

20 od of the present invention, as viewed from the front
of the polymerizer; and

Fig. 3 (b) is another diagrammatic cross-sectional
view of the polymerizer of Fig. 3 (a), as viewed from
above the polymerizer.

25



affecting the valve spindle via the throttle is prefer- ably allowed to
sink preferably via an overflow valve to a predeterm nabl e val ue, for
adj usting the pressure at which the valve is closed again. The
propel l ent gas being left over after the hydraulic accunul ators have been
enptied is preferably utilized for redrivin? the | ow pressure punp in order
to refill the hydraulic accumulators with I'auid and to spray
simul taneously preferably the seat of fire and its
Description of Reference Numerals
1 Net type wall-surface guide
2a, 2b Surfaces on which a molten prepolymer is
allowed to fall down
5 3a, 3b Openings
4 Punched-plate type wall-surface guide
5 Polymerizer apparatus
6 Inlet
7 Distributing plate
10 8 Hall
9 Vent
10 Discharging pump

11 Outlet

15 DETAILED DESCRIPTION OF THE INVENTION

In one aspect of the present invention, there is
provided a method for producing an aromatic polycarbon-
ate, which comprises:

feeding, into a polymerizér apparatus, at least

20 one polymerizable material selected from the group con-
sisting of:

a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and

a molten prepolymer obtained by a process compris-

25 ing reacting an aromatic dihydroxy compound with a di-
\
\\\
This Sheet Fag Been Replaceq THIS SHEET HAS BEEN

LT _



surroundings with Iiquid and/or propellent gas so that the procedure can be
repeated after the hydraulic accu- nul ators have-been fill ed.
Particularly:in equipnments for fighting fires in engine roons of ships, it
is of advantage that part of the propellent gas being |l eft over after the

hydr au-
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aryl carbonate,

the polymerizer apparatus comprising an inlet for
the polymerizable material, a polymerizable material
feeding zone communicating with the inlet, and a guide-
wetting fall polymerization reaction zone which is
positioned below and communicates with the polymeri-
zable material feeding zone, wherein the guide-wetting
fall polymerization reaction zone has at least one
guide securely held therein and extending downwardly
therethrough, and

allowing the polymerizable material to f£all along
and in contact with the at 1east one guide through the
guide-wetting fall polymerization reaction zone, to ef-
fect a guide-wetting fall polymerization of the polym-
erizable material, thereby obtaining a polymer at a
bottom of the guide-wetting fall polymerization reac-
tion zone,

wherein the guide is a perforated wall-surface
guide,

the perforated wall-surface guide having a plural-
ity of through-holes, each extending substantially in
the thicknesswise direction of the wall-surface guide,
to thereby form openings in both surfaces of the wall-
surface guide.

In another aspect of the present invention, there



10

15

20

25

17

is provided a polymerizer apparatus for producing an
aromatic polycarbonate, which comprises a casing and,
provided therein, an inlet for a polymerizable material,
a polymerizable material feeding zone communicating
with the inlet, and a guide-wetting fall polymerization
reaction zone which is positioned below. and communi-
cates with the polymerizable material feeding zone,
wherein the guide-wetting fall polymerization reaction
zone has at least one guide securely held therein and
extending downwardly therethrough,

wherein the inlet is adapted to receive at least
one polymerizable material selected from the group con-
sisting of:

a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and

a molten prepolymer obtained by a process compris-
ing reacting an aromatic dihydroxy compound with a di-
aryl carbonate,

and wherein the polymerizable material is adapted
to be fed to the polymerizable material feeding zone
through the inlet, and transferred to enter the guide-
wetting fall polymerization reaction zone through the
polymerizable material feeding zone and fall along and
in contact with the guide, to effect a guide-wetting

fall polymerization of the polymerizable material to



lic accumul ators have been enptied is initially allowed to flow directly
after the liquid to correspondi ng sprinklers and/or spray heads and the
remai ning propel- lent gas is then utilized for redriving the | ow pressure
punp in order to refill the hydraulic accunulators with liquid and to spray
simul taneously preferably the seat of fire rgd Its surroundings with liquid
and/ or propel- lent gas so that the procedu can be repeated after the
obtain a polymer,
the gulde-wetting fall polymerization reaction
zone having, at a bottom thereof, an outlet for the ob-
tained polymer,
5 wherein the guide is a perforated wall-surface
guide,
the perforated wall-surface guide having a plural-
ity of through-holes, each extending substantially in
the thicknesswise direction of the wall-surface guide,
10 to thereby form openings in both surfaces of the wall-
surface guide.
For an easy understanding of the present invention,

the essential features and various preferred embodi-

ments of the present invention are enumerated below.

15
1. A method for producing an aromatic polycarbonate,
which comprises: .
feeding, into a polymerizer apparatus, at least
one polymerizable material selected from the group con-
20 sisting of:

a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and

a molten prepolymer obtained by a process compris-
ing reacting an aromatic dihydroxy compound with a di-

25 aryl carbonate,



hydraul i ¢ accunul ators have been filled. I n engi ne roons of ships,
it is also desirable that, at least during the initial stage with del ayed
delivery of hi-gh-pressure liquid and during the stage after the hydraulic
accunul ators have been enptied of |iquid, gas, preferably propellent gas,
is led fromsaid at | east one hydraulic accunulator into a bil ge space of
the engine room Gas froma separate source tan al - ternatively be
ueiiized the polymerizer apparatus comprising an inlet for
the polymerizable material, a polymerizable material
feeding zone communicating with the inlet, and a guide-
wetting fall polymerization reaction zone which is
5 positioned below and communicates with the polymeri-
zable material feeding zone, wherein the guide-wetting
fall polymerization reaction zone has at least one
guide securely held therein and extending downwardly
therethrough, and
10 allowing the polymerizable material to fall along
and in contact with the at least one guide through the
guide-wetting fall polymerization reaction zone, to ef-
fect a guide-wetting fall polymerization of the polym-
erizable material, thereby obtaining a polymer at a
15 bottom of the guide-wetting fall polymerization reac-
tion zone,
wherein the guide is a perforated wall-surface
guide,
the perforated wall-surface guide having a plural-
20 ity of through-holes, each extending substantially in
the thicknesswise direction of the wall-surface guide,

to thereby form openings in both surfaces of the wall-

surface guide.

25 2. The method according to item 1 above, wherein the



Al'l functions described above can be realized, if necessary, wthout
avail able electric energy. By neans of suitable dinensioning, it is

possible to carry out an enptying and filling cycle during approxinmately 2
X 15 m nutes. In the following, the invention will be de- scribed
in nore detail with reference to preferred ggbo- di rents shown in the
attached draw ng. Figure 1 shows a“pasic enbodinent of a fire

wall-surface guide satisfies the following formula (1):

S1/Sp = 0.15 (1)

5 wherein:
Sp represents the total area of both surfaces of
the wall-surface guide, as measured without perfo-
ration; and

S1 represents the total area of the openings in

10 both surfaces of the wall-surface guide.

3. The method according to item 1 or 2 above, wherein
each of the openings in both surfaces of the wall-
surface guide independently has an area in the range of

15 from 0.01 to 300 cm2.

4. The method according to any one of items 1 to 3
above, wherein the wall-surface of the wall—sﬁrface
guide is at least one surface selected f£from the group

20 consisting of a flat surface and a curved surface.

5. A polymerizer apparatus for producing an aromatic
polycarbonate, which comprises a casing and, provided
therein, an inlet for a polymerizable material, a

25 polymerizable material feeding zone communicating with



fighting equi pment according to the invention. _ Figure 2 shows a
further-devel oped enbodi ment having a higher capacity than the enbodi ment

of Figure 1.

In Figure 1, an engine roomis indicated by reference

nuneral 1, the floor of the engine roomis indicated by 2, a bilge space

bel ow t he fl oor

Is indi- cated by 3 and the_engine in question, e.g. a

diesel engine, is indicated by 4. Up to thezéeillng of the
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the inlet, and a guide-wetting fall polymerization re-
action zone which is positioned below and communicates
with the polymerizable material feeding zone, wherein
the guide-wetting fall polymerization reaction zone has
at least one guide securely held therein and extending
downwardly therethrough,

wherein the inlet is adapted to receive at least
one polymerizable material selected from the group con-
sisting of:

a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and

a molten prepolymer obtained by a process compris-
ing reacting an aromatic dihydroxy compound with a di-
aryl carbonate,

and wherein the polymerizable material is adapted
to be fed to the polymerizable material feeding zone
through the inlet, and transferred to enter the guide-
wetting fall polymerization reaction zone through the
polymerizable material feeding zone and fall along and
in contact with the guide, to effect a guide-wetting
fall polymerization of the polymerizable material to
obtain a polymer,

the guide-wetting fall polymerization reaction
zone having, at a bottom thereof, an outlet for the ob-

tained polymer,
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wherein the guide is a perforated wall-surface
guide,

the perforated wall-surface guide having a plural-
ity of through-holes, each extending substantially in
the thicknesswise direction of the wall-surface guide,
to thereby form openings in both surfaces of the wall-

surface guide.

6. The polymerizer apparatus according to item 5
above, wherein the polymerizable material feeding zone
and the guide-wetting fall polymerization reaction zone
are separated from each other through a polymerizable
material distributing plate having at least one hole,
the feeding zone communicating with the guide-wetting
fall polymerization reaction zone through the at least
one hole, and wherein the guide is arranged in corre-

spondence with the hole of the distributing plate.

7. The polymerizer apparatus according to item 5 or 6
above, wherein the wall-surface guide satisfies the
following formula (1):

S1/8¢ = 0.15 (1)

wherein:



5 engine roomare positioned a nunber of sprinklers or spray heads 5 and
on the floor level are positioned a nunber of spray heads and/or sprinklers
6 direct‘ed upwards and a nunber of nozzle heads 7 directed down- wards,
into the bilge space 3.

23

Sp represents the total area of both surfaces of

the wall-surface guide, as measured without perfo-
ration; and

S3 represents the total area of the openings in

5 both surfaces of the wall-surface guide.

8. The polymerizer apparatus according to any one of
items 5 to 7 above, wherein each of the openings in
both surfaces of the wall-surface guide independently

10 has an area in the range of from 0.01 to 300 cm?,

9. The polymerizer apparatus according to any one of
items 5 to 8 above, wherein the wall-surface of the
wall-surface guide is at least one surface selected
15 from the group consisting of a flat surface and a cur-

ved surface.

In conventional methods for producing an aromatic
polycarbonate by the transesterification process, for
20 removing by-produced phenol and the like from the lig-
uid reaction system efficiently, it has been attempted
to increase the surface renewal of the polymer (being
formed) by a very powerful rotary agitation, using
horizontal polymerizers as mentioned above. However,

25 it has surprisingly been found that, by the method of



A drive unit.¥6;-délivering extingui shing |Iiquid and/ or extinguishing gas
Is indicated by 8. An outgoing liquid line 9 of the drive unit 8 can be
con- nected selectively with separate fire zones; the engine room1
constitutes a fire zone conprising a feederline 10 to the spray heads 5 at
the ceiling of the engine roomand a brancahng 11 to the spray heads 6, 7
at the engine roomfloor 2. The difve unit 8 conprises two
pressure gas

the present invention, a high quality aromatic polycar-

bonate can be obtained at a high polymerization rate

without a need for a rotary agitation. This is one of

the major aspects of the advantages of the present in-

5 vention. Further, it has also been found that the

method of the present invention provides an advantage

in that an aromatic polycarbonate having a desired con-

stant molecular weight can be stably produced at a high

polymerization rate, as compared to the case of the use

10 of the conventional methods in which a wire or a non-
perforated plate is used as a guide. This is another
major aspect of the advantages of the present invention.

Hereinbelow, the'present invention will be
described in more detail.

15 In the present invention, the term "aromatic
dihydroxy compound™ means a compound represented by the
following formula:

HO-Ar-OH
wherein Ar represents a divalent aromatic group.

20 Preferred examples of divalent aromatic groups as
Ar include a group represented by the following .
formula:

-Arl-y-ar2.-
wherein each of Arl and Ar2 independently

25 represents a divalent carbocyclic or heterocyclic



contairners 12 and 13 having an initial charging pressure of e.g. 200 bar
and automatically or manually control- |able outlet valves for |eading
pressure ‘gas i'nto and driving extinguishing liquid out of two |iquid
contain- ers 14 through the line 9. The pressure gas containers 12 nay be
constituted by so-called standard gas bottles. The extinguishing Iiquid
fromthe containers 14 is ar- ranged to flowinto the line 9 via a val ve
15, the open- ing of which effected by the liquid pressure is, how

aromatic group having from 5 to 70 carbon atoms,
and Y represents a divalent alkane group having
from 1 to 30 carbon atoms.
In divalent carbocyclic or heterocyclic aromatic
5 groups as arl ang Ar2, at least one hydrogen atom may
be substituted with a substituent which does not
adversely affect the reaction, such as a halogen atom,
an alkyl group having from 1 to 10 carbon atoms, an
alkoxy group having from 1 to 10 carbon atoms, a phenyl
10 group, a phenoxy group, a vinyl group, a cyano group,
an ester group, an amide group and/or a nitro group.
Illustrative examples of heterocyclic aromatic
groups as Arl and Ar2? include an aromatic group having
at least one hetero atom, such as a nitrogen atom, an
15 oxygen atom or a sulfur atom.
Examples of divalent aromatic groups as Arl and
Ar2 include an unsubstituted or substituted phenylene
group, an unsubstituted or substituted biphenylene
group and an unsubstituted or substituted pyridylene
20 group. Substituents for Arl and Ar2 are as described
above.
Examples of divalent alkane groups as Y include
organic groups respectively represented by the
following formulae:

25



ever,: counteracted by a liquid cylinder 16, arranged in connection with the
propell ent gas pressure, in conbina- tion wwth a throttle 17, which shal

be described in greater detail bel ow. A common outlet line 18 of
the propellent gas containers 12 and 13 is connected, besides to the liquid
containers 14, also to a | owpressure water punp 19, 20, where 19 indicates

a pneumatic dr|V|ng motor for the actual wa2&r punp 20 having an operating
pressure of

| . %
T S B P

RG

wherein each of Rl, R2, R3 and R%4 independently
represents a hydrogen atom, an alkyl group having
from 1 to 10 carbon atoms, an alkoxy group having
from 1 to 10 carbon atoms, a cycloalkyl group

10 _ having from 5 to 10 ring-forming carbon atoms, a
carbocyclic aromatic group having from 5 to 10
ring-forming carbon atoms and a carbocyclic
aralkyl .group having from 6 to 10 ring-forming
carbon atoms; k represents an integer of from 3 to

15 11; each X represents a carbon atom and has RS ana
R® bonded thereto; each RY independently
represents a hydrogen atom or an alkyl group
having from 1 to 6 carbon atoms, and each R6
independently represents a hydrogen atom or an

20 alkyl group having from 1 to 6 carbon atoms,
wherein RS and R® are the same or different:
wherein at least one hydrogen atom of each of R1,
R2, R3, R4, RO and R® may be substituted with a
substituent which does not adversely affect the

25 reaction, such as a halogen atom, an alkyl group



e.g. ébout 16 bar via a pressure reducing valve 21, which may be adjusted
for 10 bar. It is alternatively possible to use a | ow pressure punp of

anot her type,

27

having from 1 to 10 carbon atoms, an alkoxy group
having from 1 to 10 carbon atoms, a phenyl group,
a phenoxy group, a vinyl group, a cyano group, an
ester group, an amide group and/or a nitro group.
5 Specific examples of divalent aromatic groups as

Ar include groups respectively represented by the

following formulae:



6 e. g a doubl e-acting piston punp. The punp 20 sucks water froma sweet
water container via a line 22 or e.g.

28
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sea or | ake water, alternatively. The water is filtered by neans of filters
23 and 24 to a particle level of 10 [err], for instance. QCccurring
variations inpressure nay be bal anced by nmeans of an accunul at or not shown
in Figure 1. Figure 1 shows the equi pnent ready for being used.
The pressure bottles 12 and 13 are filled mﬁé propel | ent gas, having a
pressure of e.g. 200 bar, and the liquid bottfes 14 are filled with water,
as is the

wherein each of R7 and R8 independently represents
a hydrogen atom, a halogen atom, an alkyl group
having from 1 to 10 carbon atoms, an alkoxy group
having from 1 to 10 carbon atoms, a cycloalkyl

5 group having from 5 to 10 ring-forming carbon at-
oms, or a phenyl group:; each of m and n indepen-
dently represents an integer of from 1 to 4, with
the proviso that when m is an integer of from 2 to
4, the R7's are the same or different, and when n

10 is an integer of from 2 to 4, the R8's are the

same or different.
Further, examples of divalent aromatic groups as
Ar also include those which are represented by the fol-
lowing formula:
15 ~-Arl-z-Ar2-
wherein Arl and Ar2? are as defined above; and Z
represents ‘a single bond or a divalent group, such
as -0-, -CO-, -S-, -S0,, -SO-, -COO-, or -CON(R)-,
wherein Rl is as defined above.
20
Examples of such divalent aromatic groups as Ar
include groups respectively represented by the follow-

ing formulae:



liqurd cylinder 16, the filled Iiquid space of which is indicated by 25. A
spring 27, which may be rel atively weak, keeps the spindle 26 of the valve
15 in the shown position closing the valve. When a fire is
detected, one of the propellent gas containers, e.g. the container 12, is
switched on at first, whereby the gas striv to drive the liquid out of
the containers 14 via the valve 15 to the oltlet line 9 by pressing up the
val ve spindle 26 fromthe po-

(R")m (R"),, (R’>m R,
5 R’),,. ®), (R’) (R“),,
(R’)m (R“)n R7)m (R“)n

o OO OO

R7m ’,,, R
R R’ O ( T
-—QCONHO\ _O__ _<:_->‘

15

7 8 R?

(R)m CH R, O ()m C

CH3

20 wherein R7, R8, m and n are as defined above.

Further examples of divalent aromatic group Ar
include an unsubstituted or substituted phenylene, an
unsubstituted or substituted naphthylene, and an
unsubstituted or substituted pyridylene.

25 In the method of the present invention, the



sition of Figure 1 under the influence of the |iquid pressure. o
However, the sane gas pressure also acts on a nenbrane 28 of the liquid
cylinder 16, which nenbrane may al so be a piston, and therefore presses the
liquid 25 out partly via the throttle 17 and a subsequent non- return val ve
29 into the line 9, but partly also towards the spindle 26 of the valve 15
against the effect of the liquid pressure frdmthe containers 14. As shown

sche-
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20
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aromatic dihydroxy compounds can be used individually
or in combination. Representative examples of aromatic
dihydroxy compounds include bisphenol A.

The diaryl carbonate used in the present invention

is represented by the following formula:

0

Ar3-0CO-Aré

wherein each of Ar3 and Ar4 independently

represents a monovalent aromatic group.

Each of Ar3 and Ar? independently represents a
monovalent carbocyclic or heterocyclic aromatic group.
At least one hydrogen atom of each of Ar3 and Ar4 may
be substituted with a substituent which does not
adversely affect the reaction, such as a halogen atom,
an alkyl group having from 1 to 10 carbon atoms, an
alkoxy group having from 1 to 10 carbon atoms, a phenyl
group, a phenoxy group, a vinyl group, a cyano group,
an ester group, an amide group and/or a nitro group.
Ar3 and Ar? are the same or different.

Representative examples of monovalent aromatic
groups Ar3 and Ar4 include a phenyl group, a naphthyl
group, a biphenyl group and a pyridyl group. These

groups may or may not be substituted with the above-



matically in the draw ng, by making the spindle 26 sur- face affected by
the pressure of the cylinder liquid 25 larger than the spindle 26 surface
affected by the equally high pressure of the extinguishing liquid of the
~containers 14, e.g. in the proportion 2,5:1, the valve 15 will renmain
closed until the liquid 25 has been 32

mentioned substituent or substituents.
Preferred examples of monovalent aromatic groups

Ar3 and Ar% are those respectively represented by the

following formulae:

7N NI,
O Brw Dria
C
_D
=

(

D

CH, CH,

CH, CH, s
N RS R
10 Hs
Representative examples of diaryl carbonates
include an unsubstituted or substituted diphenyl
carbonate compound represented by the following
formula:

15
(RIO)q

wherein each of R9 and R10 independently

represents a hydrogen atom, an alkyl group having
20 from 1 to 10 carbon atoms, an alkoxy group having
from 1 to 10 carbon atoms, a cycloalkyl group
having from 5 to 10 ring-forming carbon atoms or a
bhenyl group; each of p and g independently
represents an integer of from 1 to 5, with the

25 proviso that when p is an integer of 2 or more,
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the R?'s are the same or different, and when q is

an integer of 2 or more, the R10's are the same or

different.

Of these diphenyl carbonate compounds, preferred
are diaryl carbonates having a symmetrical
configuration, such as (unsubstituted) diphenyl
carboﬁate and a diphenyl carbonate substituted with a
lower alkyl group, e.g., ditolyl carﬁonate and di-t-
butylphenyl carbonate. Particularly preferred is
diphenyl carbonate, which is the diaryl carbonafe
having the simplest structure.

These diaryl carbonates may be used individually
or in combination.

The ratio in which the aromatic dihydroxy compound
and the diaryl carbonate are used {(i.e., the charging
ratio) may vafy depending on the.types of the aromatic
dihydroxy compound and diaryl carbonate employed, the
polymerization temperature and other polymerization
conditions. The diaryl éarbonate is ggnerally used in
an amount of from 0.9 to 2.5 moles, preferably from
0.95 to 2.0 moles, more preferably from 0.98 to 1.5
moles, per mole of the aromatic dihydroxy compound.

The number average molecular weight of the
aromatic polycarbonate obtained according to the method

of the present invention is generally from 500 to



7 pressed out of the cylinder 16 entirely and its pressure has
subsequently sunk via the throttle 17 to about 40 bar in the present
exanpl e case," whereby the extinguish- ing liquid is able to press away the
spindle 26 of the valve 15. During the just-described initia
stage, the length of which nmay be adjusted %z desired by neans of

100,000, preferably from 2,000 to 30,000.

As mentioned above, in the method of the present
invention, as a raw material, use is made of at least
one polymerizable material selected from the group

5 consisting of:

a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and

a molten prepolymer obtained by a process
comprising reacting an aromatic dihydroxy compound with

10 a diaryl carbonate.

Even when a monomer mixture of an aromatic
dihydroxy compound and a diaryl carbonate is simply
melted by heating, a polymerization reaction proceeds
to some extent. Therefore, a molten monomer mixture of

15 an aromatic dihydroxy compound and a diaryl carbonate
is substantially equivalent to a molten prepolymer. In
this sense, the polymerizable material is hereinafter,
frequently referred to as "prepolymer". Further, when
the prepolymer is one which is having its |

20 polymerization degree increased by the method of the
present invention, the prepolymer is hereinafter,
occasionally referred to simply as "polymer".

The molten prepolymer used in the method of the
present iﬁvention as a polymerizable material may be

25 one obtained by any conventional polymerization method.



the throttle 17, the pressure gas drives, however, via the line 18 and the
pressure reducing valve 21 the punp 20 delivering liquid via its outlet
line 30, having the filter 24 and a non-return valve 31 after filler
branch- ing to the containers 14, to the outlet line 9 of the drive unit 8
over the non-return valves 29 and 31, for an_initial cooling of at |east
the spray heads 5 and the parts of the line 3® which extend in the engi ne
room 1. The pressure of the cylinder liquid 25 after the throt-
The polymerizer apparatus used in the method of
the present invention is adapted to be used for per-
forming a guide-wetting fall polymerization reaction in
which the polymerizable material is allowed to fall
5 along and in contact with a perforated wall-surface
guide having a plurality of through-holes, each ex-
tending substantially in the thicknesswise direction of
the wall-surface guide, to thereby form openings in
both surfaces of the wall-surface guide. It is
10 preferred that the wall-surface of the wall-surface
guide is at least one surface selected from the group
consisting of a flat surface and a curved surface.
It is preferred that the wall-surface guide used
in the method of the present invention has a configura-
15 tion ﬁherein, when a cross-section of the guide is ta-
ken along a plane which extends perpendicularly to the
longitudinal axis of the guide and extends horizontally
to the wall surface of the guide, the length of the
periphery of the cross-section is generally 5 times or
20 greater, more advantageously 10 times or greater, still
more advantageously 15 times or greater the thickness-
wise length of the cross-section. The above-mentioned
lengths of the cross-section of the wall-surface guide

are those as measured on the assumption that the wall-

25 surface guide has no hole or projection.



tle 27 is lower than the outlet pressure of the punp 20. Additionally, the
pneumatic notor 19 can deliver gas via an outlet line 32 to the nozzles 7
in the bilge 'space 3 of the engine room 1. Upon openi ng the val ve
15, the driving of the extinguishing liquid out of the containers 14 wll
begin and the punp 20 stops when the non-re%grn val ves 29 and 31 are
cl osed. Excess liquid pressed by the valve into the |ine space around
the throttle 17 is all owed
There is no particular limitation with respect to
the morphology of the wall-surface guide. For example,
the morphology of the wall-surface guide is selected
from a plate, a cylinder, a plate having an irregularly
5 curved surface, or the like.
There is no particular limitation with respect to
the morphology of the wall-surface of the wall-surface
guide. For example, the wall-surface may be flat or
curved, and may have projections or the like.
10 There is no particular limitation with respect to
the morphology of each of the openings in both surfaces
of the wall-surface guide. For example, the morphology
of each of the openings is selected from a rectangle, a
square, a trapezoid, a rhombus, a circle, an ellipse, a
15 star and an irregular morphology. Further, these mor-
phologies of the openings can be used individually or
in combination.
Examples of forms of the wall-surface guide used
in the method of the present invention include a net
20 type form (shown in Fig. 1) and a punched-plate type
form (shown in Fig. 2). The wall-surface guides of
Figs. 1 and 2 respectively have openings 3a and 3b and
also respectively have free face portions 2a and 2b.

In the wall-surface guides of Figs. 1 and 2, the polym-

25 erization of the molten prepolymer proceeds while the



to fl'ow out through an overflow valve 33, which may be adjusted for e.g. 16
bar. The gas container 12 and the liquid containers 14 can be di nensi oned
for instance'in such a way that, with the containers 14 enptied of I|i-
quid, a gas pressure of about 80 bar prevails in themand in the container
12. Gas wll then continue flowng out after_the liquid through the line 9
until the pres- sure has sunk so nmuch that ghe pressure in the space. around
the throttle 17 is able to close the val ve 15.
molten prepolymer falls along and in cqntact with free
face portions 2a and 2b respectively of the wall-
surface guides of Figs. 1 and 2.
There is no particular limitation with respect to
5 the size of the wall-surface guide. The total area of
both surfaces of the wall-surface guide is generally
from 0.1 to 100 m2, preferably 0.4 to 20 mZ.
There is no particular limitation with respect to
the thickness of the wall-surface guide. The thickness
10 of the wall-surface guide is generally from 0.5 to 200
mm, preferably 1 to 50 mm. When the thickness of the
wall-surface guide is relatively large, for preventing
a stagnation of the molten prepolymer in the through-
holes of the wall-surface guide, it is preferred that
15 the through-holes are inclined.
In the method of the present invention, it is

preferred that the wall-surface guide satisfies the

following formula (1):

20 S1/Sp = 0.15 (1)

wherein:
Sp represents the total area of both surfaces of
the wall-surface guide, as measured without perfo-

25 ration; and



If the last-nentioned pressure is about 16 bar, the
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S1 represents the total area of the openings in

both surfaces of the wall-surface guide.

The above-mentioned ratio S;/Sp is more preferably
from 0.15 to 0.99, still more preferably from 0.35 to
0.97, still more preferably from 0.5 to 0.95. When the
ratio Sj/Sg is lower than 0.15, the polymerization rate
tends to become low. The reason for this lowering of
the polymerization rate has not yet been fully eluci-
dated, but is presumed as follows. A molten prepolymer
falling along and in contact with the wall-surface
guide is in a film form on each surface of the guide.
At each opening in both surfaces of the wall-surface
guide, this film of molten prepolymer are in no contact .
with the wall-surface guide and, hence, both surfaces
of this f£ilm of molfen prepolymer serve to evaporate an
aromatic monohydroxy compound from the molten prepo-
lymer. That is, the larger the total area of the open-
ings in both surfaces of the wall-surface guide, the
larger the evaporation efficiency of the aromatic mono-
hydroxy compound becomes. Therefore, the higher the
ratio S1/Sgp., the higher the polymerization rate becomes.

In the present invention, the total area (Sp) of
both surfaces of the wall-surface guide and the total

area (S;) of the openings in both surfaces of the wall-

surface guide can be obtained by a projection method,



8 wvalve 15 is closed at a pressure of about 40 bar
and subsequently,

in the contai ners 14,

driving the punp 20. The punp 20 now refills the containers 14

with
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as follows. That is, the wall-surface guide are irra-
diated with parallel rays (laser light) which are emit-
ted in a direction parallel to the thicknesswise direc-
tion of the guide, and the resultant shadow image of

the guide is projected onto a projection screen. The

total area (Sg) of both surfaces of the wall-surface
guide and the total area (Sj) of the openings in both
surfaces of the wall-surface guide are determined from
the projected shadow image.

In the method of the present invention, it is
preferred that each of the openings in both surfaces of
the wall-surface guide independently has an area in the
range of from 0.01 to 300 cm2, more advantageously from
0.05 to 150 cm?, still more advantageously from 0.1 to

100 cm?. The area of each of the openings in both sur-

faces of the wall-surface guide can be determined from
a projected shadow image thereof which is obtained by
the projection method as described above in connection
with the determination of the total area (Sg) of both
surfaces of the wall-surface guide and the total area
(S1) of the openings in both surfaces of the wall-
surface guide.

When each of the openings in both surfaces of the

wall-surface guide has an area of less than 0.01 cm?, a

problem arises in that the molecular weight of the ob-

the remaining gas in the containers 12 and 14 conti nues



water. |f the overflow valve 33 is adjusted to a val ue sonmewhat hi gher than
the outlet pressure of the punp 20, liquid is delivered also to the outl et
line 9 eéxactl'y in the sane way as during the initial stage described
previously, and sinultaneously, the cylinder 16 is re- filled with water.
When the containers 14 have been filled, the_procedure can be repeated by
switching on the other pressure gas cont ai n&P 13. Both during the
initial stage and during the
tained aromatic polycarbonate varies during the polym-
erization. That is, the molecular weight of the aro-
matic polycarbonate withdrawn from the outlet of the
polymerizer varies in short time spans, for example, in
5 spans of from 1 minute to several tens of minutes, so
that an aromatic polycarbonate having a desired con-
stant molecular weight cannot be obtained. The reason
for the occurrence of the above-mentioned variation of
the molecular weight of the aromatic polycarbonate dur-
10 ing the polymerization has not yet been fully eluci-
dated, but is presumed as-follows. It is believed that
the openings in both surfaces of the wall-surface guide
have an effect of stabilizing the flow of the molten
prepolymer and for uniformly dispersing the molten preQ
15 polymer over the entire surface of the guide. There-
fore, when the area of each of the openings in both
surfaces of the wall-surface guide is too small, it is
likely that the flow of the molten prepolymer not only
become unstable, but also do not evenly cover the en-
20 tire surface of the guide, thus causing an instability
in the time (residence time) for which the molten pre-
polymer is present on the wall-surface guide. In other
words, the residence time of the molten prepolymer on

the wall-surface guide is likely to have a broad dis-

25 tribution during the polymerization, and this broad



l'iquid filling stage, the pneumatic notor 19 can al so deliver propellent
gas, say nitrogen or argon gas, via a gas line 32 extending fromthe notor
19 and via the nozzles 7 to the bilge space 3 of the engi ne room
Figure 2 shows an enbodi nent of the invention for a fire fighting equi pnent
havi ng a hi gher capacity, e.g. a car ferry. Figure 2 shows two
hi gh-pressure units 38 and 38a, each of themconprising four pressure gas
contai ners 42, which can be constituted by-so-called
distribution of the residence time results in a varia-
tion of the molecular weight of the aromatic polycar-
bonate during the polymerization.
On the other hand, when each of the openings in
5 both surfaces of the wall-surface guide has an area of
more than 300 cm?, not only does the polymerization
rate become low, but also the molecular weight of the
obtained aromatic polycarbonate varies during the po-
lymerization. The reason for the occurrence of these
10 problems is presumed as follows. When the area of each
of the openings in both surfaces of the wall-surface
guide is too large, it becomes difficult for the molten
prepolymer to form and maintain a film over the open-
ings of the guide, so that the molten prepolymer tends
15 to flow down while keeping away from the openings, that
is, tends to flow down while making a short pass on the
wall-surface guide.
The polymerizer apparatus used in the method of
the present invention has, provided therein, one or
20 more perforated wall-surface guides. There is no par-
ticular limitation with respect to the manner of secur-
ing the wall-surface guide in the polymerizer apparatus.
It is preferred that the wall-surface guide is secured

in the polymerizer apparatus in a manner wherein the

25 molten prepolymer can make a vertical fall while



standard gas bottles as in Figure 1, and four liquid containers 44. A
common outlet |ine 39 can be connected for instance to a nunber of fire
zones in a sprinkler system to a nunber of fire zones on car deck and to a
nunber of fire zones in the engine roomand cargo hold. The comon out goi ng
gas line of | ow pressure punps 50 of the drjve units 38 and 38a is
connected to corre- sponding fire zones i n %he engi ne room and cargo hold
in principle in the sane way as shown in Figure 1
falling along and in contact with the perforated wall-
surface guide. Preferred examples of manners of secur-
ing the perforated wall-surface guide in the polymeriz-
exr apparatus include a manner in which the wall-surface
5 guide is directly or indirectly secured to distributing
plate 7 of the polymerizer apparatus as shown in Figs.
3(a) and 3(b), a manner in which the wall-surface guide
is secured to a rod projecting from the inside wall of
the polymerizer apparatus, and a manner in which the
10 wall-surface guide is secured to a wire suspended from
the ceiling wall of the polymerizer apparatus. There
is no particular limitation with respect to the method
for securing the wall-surface guide in the polymerizer
apparatus, and any of conventional methods for securing
15 a guide, such as welding, adhesion, bolting and the
like, can be employed.
When a plurélity of wall-surface guides are used,
the distance between adjacent guides, in terms of the
distance between the most closely located portions
20' thereof, is generally in the range of from 0.5 to 30 cm,
preferably from 2 to 20 cm, more preferably from 4 to
10 em. Further, it is preferred that the plurality of
wall-surface guides are secured to each other by means

of, for example, wires, plates and the like so as to

25 combine the plurality of wall-surface guides into a



The enbodi nent according to Figure 2 works essentially in the same way as
t he enbodi nent of Figure 1. The initial

occurs in the'sanme way as in Figure 1, with the sane conbi na-
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substantially unified assembly.

There 1s no particular limitation with respect to
the method for allowing the molten prepolymer to fall
along and in contact with the wall-surface guide. Usu-
ally, the molten prepolymer is transferred to the wall-
surface guide through a distributing plate having one
or more holes, wherein the distributing plate is
provided above the upper end of the wall-surface guide.
There is no particular limitation with respect to the
morphology of the one or more holes of the distributing
plate.

It is also preferred that the wall-surface guide
is provided in the polymerizer apparatus so as to be in
a position wherein the guide extends through a hole of
the distributing plate.

The distributing plate can be selected from vari-
ous types of plates, such as a flat plate, a corrugated
plate, and a plate in which the thickness thereof in-
creases from the periphery toward the central portion.
The morphology of the distributing plate is generally
selected from a circle, an ellipse, a triangle, a poly~
gon and the like.

The morphology of the holes of the distributing
plate is generally selected from a circle, an ellipse,

a triangle, a slit, a polygon, a star and the like.

stage with delayed liquid delivery
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The cross-sectional area of each hole of the dis-
tributing plate is generally in the range of from 0.01
to 100 cm?, preferably from 0.05 to 10 cm?, especially
preferably from 0.1 to 5 cm2. When the distributing
plate has a plurality of holes, the distance between
adjacent holes, in terms of the distance between the
centers of the holes, is usually in the range of from 1
to 500 mm, preferably from 25 to 100 mm. The hole in
the distributing plate may be a hole which is made sim-
ply by piercing the distributing plate, or may be a
hole which is provided by piercing the distributing
plate to make a hole and then attaching a pipe to the
distributing plate so as to extend downwardly from the
hole. Further, the hole of the distributing plate may
have a tapered structure in which the diameter of the
hole decreases from one opening of the hole to the oth-
er opening of the hole.

The term "guide™ uséd in the present invention
means a body which has a very large value with respect
to the ratio of the length of the bodf to the average
perimeter of a cross-section of the body which cross-
section is taken in the direction perpendicular to the
lengthwise direction of the body. The above ratio is
generally from 10 to 1,000,000, preferably from 50 to

100,000. With respect to the morphology of the cross-



tion-of valve 45, liquid cylinder 46, throttle 47 and overfl ow val ve 63,
and subsequently, the units 38 and 38a, respectively, are enptied of liquid
alternatingly one after the other or sinultaneously, if necessary, and the
propel l ent gas being left over after the enptying continues driving the
correspondi ng punps 50. The nunber of gas containers 42 and water

contai ners 44 connected in each case may be4%aried as desired. For

i nstance, a gas bottle together with four water bottles can be used

section of the guide (which cross-section is taken in
the direction perpendicular to the lengthwise direction
thereof), there is no particular limitation. Generally,
the morphology of the cross-section of the guide is se-

5 lected from a circle, an ellipse, a triangle, a gquad-
rangle, a polygon, a star and the like. The morphology
of the cross-section of the guide may be uniform or
varying along the length of the guide. The guide may
be hollow.

10 Examples of methods for passing the molten prepo-
lymer through the above-mentioned distributing plate
and allowing the molten prepolymer to fall along and in
contact with the wall-surface guide include a method in
which the molten prepolymer is allowed to fall by the

15 head, i.e., its own weight, and a method in which the
molten prepolymer is forced to fall through the dis-
tributing plate by means of a pump or the like.

With respect to the number of the holes of the
distributing plate, there is no particular limitation

20 and it varies, depending on various factors, such as
the polymerization conditions (such as temperature,
pressure and the like), the amount of the catalyst, the
molecular weight of the polycarbonate to be produced,
and the like. For example, when it is intended to pro-

25 duce an aromatic polycarbonate at a production rate of



for sprinkler systens and two gas bottles together with four water bottles
can be used for engine roons, etc. The drive unit 38, which is
supposed to be the first to be activated, conprises a separate pressure gas
cont ai ner 64, which can be connected to the punp 50 via a pressure reducing
val ve adjusted e.g. for 6 bar, in order to naintain preferably a low liquid
pressure in the sprinkler systemduring the 4ctivated state of the

equi pnent. When there is a flowin sonme part of the

100 kg/per hour, the distributing plate should general-
ly have 10 to 105 holes.
It is preferred that the distance for which the
molten prepolymer, which is passed through the hole of
5 the distributiné plate, is allowed to fall along and in
contact with the wall-surface guide is from 0.3 to 50 m,
more advantageously from 0.5 to 30 m.
The flow rate of the molten prepolymer passing
through the hole of the distributing plate varies, de-
'10 pending on the molecular weight of the molten prepo-
lymer to be produced, but it is usually in the range of
from 104 to 104 liters/hr/hole, preferably from 10-2

to 102 liters/hr/hole, especially preferably from 0.05

to 50 liters/hr/hole. There is no particular limita-
15 tion with respect to the time for which the molten pre-
polymer falls along and in contact with the wall-
surface guide, but it is generally in the range of from
0.01 second to 10 hours.
The polymer obtained by the guide-wetting fall
20 polymerization reaction of the molten prepolymer may be
simply allowed to fall into a polymer reservoir at the
bottom of the polymerizer apparatus, or may be forcibly
taken into the polymer reservoir by means of a reeling
machine or the like.

25 The polymer obtained at the bottom of the polymer-



sprinkler system a flow indicator 65 generates a signal in a corresponding
section valve 66, upon which signal the drive units are activat ed.
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izer apparatus may be withdrawn from the polymerizer
apparatus, but it is preferred that the polymer is re-
circulated through a recirculation line to the inlet of
the polymerizer apparatus and again subjected to the
guide-wetting fall polymerization reaction. When the
obtained polymer is recirculated, the holding time of
the polymer both in the polymer reservoir at the bottom
of the polymerizer apparatus and in the recirculation
line may be appropriately prolonged in accordance with
the polymerization reaction time. Further, if desired,
the recirculation of the polymer may be started before
all of the molten prepolymer has been subjected to the
guide-wetting fall polymerization reaction, thereby
simultaneously performing the guide-wetting fall polym-
erization reaction and the recirculation of the polymer.
By this embodiment, the surface renewal of the polymer
per unit time becomes large, so that it becomes more
easy to advance the polymerization and achieve a de-
sired molecular weight.

In the production of an aromatic polycarbonate by
the method of the present invention, a single polymer-
izer which satisfies the requirements of the present
invention may be used, or a plurality of such polymer-
izers may be used. PFurther, a polymerizer which satis-

fies the requirements of the present invention may be



Cl ai nms 1. Anethod for fighting fire, in which nethod
extinguishing liquid is delivered to at | east one spray head, preferably a
plurality of spray heads, by neans

48

used in combination with other polymerizers for produc-
ing an aromatic polycarbonate. In one preferred mode
of the method of the present invention, a molten prepo-
lymer is produced by reacting an aromatic dihydroxy

5 compound with a diaryl carbonate using, for example, a
vertical agitation type polymerizer, and then the ob-
tained molten prepolymer is polymerized using a polym-
erizer which satisfies the requirements of the present
invention.

10 In the method of the present invention for produc-
ing an aromatic polycarbonate by reacting an aromatic
dihydroxy compound with a diaryl carbonate, the polym-
erization reaction temperature is generally in the
range of from 50 to 350 °C, preferably from 100 to

15 290 °C.

As the reaction proceeds, an aromatic monchydroxy
compound is by-produced. By removing the aromatic
monohydroxy compound from the reaction system, the re-
action rate can be increased. Therefore, in the method

20 of the present invention, it is preferred to employ a
method in which an inert gas which does not adversely
affect the reaction, such as nitrogen, argon, helium,
carbon dioxide and a lower hydrocarbon gas, is intro-
duced so that the aromatic monohydroxy compound by-

25 produced is entrained by the inert gas, and the inert



of adrive unit conprising at |east one hydraulic accu- nulator (12, 13,

14) containing propellent gas charge- able up to a high initial pressure as
well as a |l ow pressure water punmp (19, 20), char acter -i zedin
that at |east part of the propellent gas being |eft over after the
hydraul i ¢ accunul ators have been enptied of liquid is utilized for driving
the | owpres- sure punp. 49

gas entraining the aromatic monohydroxy compound is
withdrawn to remove the aromatic monohydroxy compound,
or a method in which the reaction is carried out under
reduced pressure. The above two methods can be used

5 individually or in combination.

A preferred reaction pressure may vary depending

on the type of the aromatic polycarbonate to be pro-
duced, the molecular weight of the molten monomer mix-
ture or molten prepolymer, and the polymerization tem-

10 perature. For example, in the_case of a reaction in
which an aromatic polycarbonate is produced from
bisphenol A and diphenyl carbonate, when the number av-
erage molecular weight of the molten monomer mixture or
molten prepolymer is less than 1,000, the reaction

15 pressure is preferably from 6,660 Pa (50 mmHg) to at-
mospheric pressure. When the number average molecular
weight is from 1,000 to 2,000; the reaction pressure is
preferably from 400 to 6,660 Pa (3 to 50 mmHg). When
the number average molecular weight is greater than

20 2,000, the reaction pressure is preferably 2,670 Pa (20
mmHg) or less, more preferably 1,330 Pa (10 mmHg) or
less, still more preferably 267 Pa (2 mmHg) or less.

It is particularly preferred that the polymeriza-

tion 1is carried out under reduced pressure while intro-

25 ducing an inert gas as mentioned above.



2. A nethod according toclaiml, char - acteri zedin

that at |east part of the propellent gas being left over after the
hydraul i ¢ accunul ators have been enptied of liquid is utilized for driving
the | owpres- sure punp in order to refill the hydraulic accunul ators

with liquid and to spray sinmultaneously preferably the seat of fire and
its surroundings with liquid and/or propelPnt gas

It is also preferred that, as the molten prepo-
lymer, use is made of a molten prepolymer which has
been subjected to a pretreatment wherein the molten
prepolymer is caused to absorb an inert gas.

5 The polymerization by the transesterification
process may be carried out in the absence of a catalyst.
However, when it is desired to accelerate the polymeri-
zation rate, the polymerization can be effected in the .
presence of a catalyst. The polymerization catalysts

10 which are customarily used in the_art can be used
without particular limitations. Examples of such cata-
lysts include hydroxides of an alkali metal and of an
alkaline earth metal, such as lithium hydroxide, sodium
hydroxide, potassium hydroxide and calcium hydroxide;

15 alkali metal salts, alkaline earth metal salts and qua-
ternary ammonium salts of boron hydride and of aluminum
hydride, such as lithium aluminum hydride, sodium boron
hydride and tetramethylammonium boron hydride; hydrides
of an alkali metal and of an alkaline earth metal, such

20 as lithium hydride, sodium hydride and calcium hydride;
alkoxides of an alkali metal and of an alkaline earth
metal, such as lithium methoxide, sodium ethoxide and
calcium methoxide; aryloxides of an alkali metal and of
an alkaline earth metal, such as lithium phenoxide, so-

25 dium phenoxide, magnesium phenoxide, LiO-Ar-OLi wherein



so that the procedure can be repeated after the hydraulic accunul ators

have been fill ed. 3. A nethod according to claiml, char - a
cterizedin that part of the propellent gas being |eft
over after the hydraulic accunul ators have been enptied of liquid is

initially allowed to flow directly after the liquid to corresponding
sprinklers and/or spray heads (5), 51

Ar represents an aryl group, and NaO-Ar-ONa wherein Ar
is as defined above; orQanic acid salts of an alkali
metal and of an alkaline earth metal, such as lithium
acetate, calcium acetate and sodium benzoate; zinc com-
5 pounds, such as zinc oxide, zinc acetate and zinc

phenoxide; boron compounds, such as boron oxide, boric
acid, sodium borate, trimethyl borate, tributyl borate,
triphenyl borate, ammonium borates represented by the
formula: (Rl RZ R3 R4)NB(R! R2 R3 R4), and phosphonium

10 borates represented by the formula: (Rl RZ R3 R4)PB(R!
R2 R3 R4), wherein R, R2, R3 and R4 are as defined
above; silicon compounds, such as silicon oxide, sodium
silicate, tetraalkylsilicon, tetraarylsilicon and di-
phenyl-ethyl-ethoxysilicon; germanium compounds, such

15 as germanium oxide, germanium tetrachloride, germanium
ethoxide and germanium phenoxide; tin compounds, such
as tin oxide, dialkyltin oxide, dialkyltin carboxylate,
tin acetate, tin compounds having an alkoxy group or
aryloxy group bonded to tin, such as ethyltin tribu-

20 toxide, and organotin compounds; lead compounds, such
as lead oxide, lead acetate, lead carbonate, basic lead
carbonate, and alkoxides and aryloxides of lead or or-
ganolead; onium compounds, such as a quaternary ammoni-
um salt, a quaternary phosphonium salt and a guaternary

25 arsonium salt; antimony compounds, such as antimony ox-



that the remaining propellent gas is then util- ized for driving the

| ow-pressure punp in order to re- fill the hydraulic accumlators wth
liquid and to spray simultaneously preferably the seat of fire and its
sur- roundings with |iquid and/ or propellent gas so that the

procedure can be repeated after the hydraﬁgc:accunulators have been

filled.

10

15

20

ide and antimony acetate; manganese compounds, such as
manganese acetate, manganese carbonate and manganese
borate; titanium compounds, such as titanium oxide and
titanium alkoxides and titanium aryloxides; and zirco-
nium compounds, such as zirconium acetate, zirconium
oxide, zirconium alkoxides, zirconium aryloxides and
zirconium acetylacetone.

The catalysts can be used individually or in com-
bination. The amount of the catalysts used is general-
ly in the range of from 10-8 to 1 % by weight, prefera-

bly from 10-7 to 10-1 % by weight, based on the weight

of the aromatic dihydroxy compound.

With respect to materials for the wall-surface
guide and polymerizers to be used in the method of the
present invention, there is no particular limitation.
However, generally, these materials are selected from
metals, resins, ceramics and the like. Specific exam-
ples of metals and ceramics include stainless steel,

nickel and glass.
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BEST MODE FOR CARRYING OUT THE INVENTION

The present invention will be further described in
more detail with reference to the following Examples
and Comparative Examples, which should not be construed
as limiting the scope of the present invention.

In the following Examples and Comparative Examples,
various properties were measured and evaluateé as fol-

lows.

(1) Measurement of the number average molecular weight
(Mn) of an aromatic polycarbonate:

The number average molecular weight of an aromatic
polycarbonate was measured by gel permeation chromatog-
raphy (GPC) (column: TSK-GEL, manufactured and sold by
Tosoh Corp., Japan; solvent: tetrahydrofuran), by the
following method. As a sample, a solution of the aro-
matic polycarbonate in tetrahydrofuran obtained by dis-
solving 0.8 g of the aromatic polycarbonate in 100 ml
of tetrahydrofuran is used. As a calibration curve, a
modified calibration curve for a polycarbonate is used,
which is obtained by modifying a calibration curve ob-
tained with respect to standard monodisperse polystyre-
ne samples, wherein the modification of the calibration
curve is made by a calculation using the following for-

mula:



4. A method according toclaiml1l, char - acteri zedin

that the delivery of high-pressure liquid is initially delayed when the
drive unit (8) is switched on, during which delay stage gas is |led
preferably via a pressure reducing valve to drive the | ow pressure punp for
delivering cooling liquid to a pipe systen1@%9) and

Mpc = 0.3591 Mpg1-0388

wherein Mpc represents the molecular weight of the

polycarbonate, and Mpg represents the molecular

weight of the standard polystyrene.

(2) BEvaluation of the color of an aromatic polycarbon-
ate:
The color of an aromatic polycarbonate was evalu-
ated, using a test specimen having a width of 50 mm, a
10 length of 50 mm and a thickness of 3.2 mm, in accor-
dance with the CIELAB method (Commission Internationale
de 1'Eclairage 1976 L*a*b* Diagram), wherein the test
specimen was obtained by a method in which an aromatic
polycarbonate is subjected to continuous molding, using
15 an injection molding machine (J100E, manﬁfactured and
sold by THE JAPAN STEEL WORKS. LTD., Japan), at a cyl-
inder temperature of 290 °C and a mold temperature of
90 *C. The yellowness of the specimen was expressed in
terms of the b*-value.
20
(3) Measurement of the amount of foreign matter con-
tained in an aromatic polycarbonate:
The content of the foreign matter (having a parti-
cle diameter of from 0.5 to 20 um) contained in the

25 produced aromatic polycarbonate was measured by means



sprinklers and/or spray heads (5) in question, and that at | east
part of the propellent gas being left over after the hydraulic accunul ators
have been enptied of liquid is utilized for redriving the | ow pressure
punp. 5. A nethod according to claim4, char - acteri ze
din that the delivery of high-pre%%ure liquidis initially

del ayed when the drive unit (8) is swtched

of a counter for particles in a liquid (HIAC/ROYCO
MODEL 346B manufactured and sold by Pacific Scientific
Ltd., England). The measurement was conducted with re-
spect to a solution of the aromatic polycarbonate in

5 methylene chloride.

Example 1
A polymerization reaction was carried out using a
cylindrical polymerizer 5 as shown in Fig. 3(a).

10 Polymerizer 5 has an inner diameter of 0.3 m, and is
equipped with two perforated wall-surface guides 1, 1
and distributing plate 7, wherein the top end of each
guide 1 is directly fixed to distributing plate 7.

Each guide 1 is comprised of a network structure which

15 has a width of 10.3 cm, a height of 8 m and a line
pitch of 2.5 cm and which is made of a wire having a
diameter of 3 mm. The interval between two guides 1, 1
is 80 mm. The area of each of the openings of guide 1
is 4.84 cm?, and $71/Sg ratio (i.e., the ratio of the

20 total area S; of the openings in both surfaces of guide
1l to the total area Sy of both surfaces of guide 1) is
0.75.

Distributing plate 7 has ten holes 8 each having a
diameter of 3 mm (see Fig. 3(b)). As seen from Fig.

25 3(b), through distributing plate 7, a molten prepolymer



on, by leading the propellent gas of said at | east one hydraulic
accunul ator to enpty a liquid cylinder (16) so that the |iqui
(25) driven out of the cyl- inder affects, before passing a throttle (
a spindle (26) of a valve (15) arranged in the outlet line of said at
one hydraulic accunulator in a direction clos- ing the valve,

whereby the spindle (26) surface affected Hvsthe pressure of said cyli

li quid (25)

10

15

20

25

is larger than

fed to polymerizer 5 can be distributed to perforated
wall~surface guides 1, 1 so that the distributed prepo-
lymer can be caused to uniformly fall along and in con-
tact with the surfaces of both opposite sides of each
of perforated wall-surface guides 1, 1. Further,
polymerizer 5 has an external jacket (not shown), and
the inside of polymerizer 5 is heated by passing a
heating medium through the jacket.

A mixture of bisphenol A, diphenyl carbonate (the
molar ratio of diphenyl carbonate to bisphenol A: 1.06)
and sodium hydroxide (3 x 106 mole per kg of bisphenol
A) was charged into a vertical agitation type polymer-
izer vessel, and melted in an atmosphere of nitrogen at
180 °C, thereby obtaining a molten mixture. The ob-
tained molten mixture was subjected to polymerization
reaction while stirring for 1 hour under conditions
wherein the temperature was 230 °C and the pressure was
9,300 Pa, and the resultant reaction mixture was then
further subjected to reaction while stirring foxr 2
hours under conditions wherein the temperature was
270 °C and the pressure was 1,000 Pa. Subsequently,
the pressure was raised to atmospheric pressure by in-
troducing nitrogen gas into the polymerizer vessel, and
the reaction mixture was further stirred for 1 hour to

thereby obtain a molten prepolymer having a number av-

d
17),
| east

nder



the spindle (26) surface affected by the outgoing |iquid pressure of said
at | east one hydraulic accunul ator, which pressure strives to open the

valve (15), ° so that the valve is not opened until all liquid (25)
has been driven out of the cylinder (16) and its pressure has sunk over the
throttle (17) to a level, which is |lower t the outgoing liquid pressure

of said at |east one hydraulic accunulator i'n a proportion equal to the
proportion between said two spindle surfaces of
erage molecular weight (hereinbelow, frequently
referred to as "Mn") of 4,000,
The obtained molten prepolymer was continuously
fed to polymerizer 5 through inlet 6 at a flow rate of
5 20 kg/hr and allowed to fall along and in contact with
perforated wall-surface guides 1, 1, so that a polym-
erization reactioﬁ of the molten prepolymer was carried
out under polymerization reaction conditions wherein
the reaction temperature was 270 °C and the reaction
10 pressure was 100 Pa, while continuously withdrawing a
| produced aromatic polycarbonate from outlet 11 by means
of discharge pump 10.
50 hours after the start of the polymerization re-
action, with respect to the produced aromatic polycar-
15 bonate withdrawn from polymerizer 5, a sampling thereof
was started wherein 10 samples of the produced polycar-
bonate were taken at intervals of 5 minutes and sub-
jected to measurement of Mn. It was found that the av-
erage Mn was 11,500, the minimum Mn was 11,400, the
20 maximum Mn was 11,700 and the difference between the
maximum and minimum Mn values was 300.
The aromatic polycarbonate obtained 50 hours after
the start of the polymerization reaction was colorless

and transparent (b¥*-value: 3.4), and the content of the

25 foreign matter (having a diameter of from 0.5 to 20 um)
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6. A nmethod according toclaim5, char - acter
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in the aromatic polycarbonate was as low as 970

pieces/g.

Examplies 2 to 10

An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that the
following factors were varied: the width, height and
line pitch of perforated wall-surface guide 1, the
diameter of the wire of which the guide is made, and
the reaction temperature and pressure. The polymeriza-

tion conditions and the results are shown in Table 1.

Comparative Example 1

An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that,
instead of the two wall-surface guides used in Example
1, use was made of two wall-surface guides each of whi-
ch is a flat plate of SUS316 having a width of 10.3 cm,
a height of 8 m and a thickness of 3 mm.

50 hours after the start of the polymerization re-
action, with respect to the produced aromatic polycar-
bonate withdrawn from the polymerizer, a sampling
thereof was started wherein 10 samples of the produced
polycarbonate were taken at intefvals of 5 minutes and

subjected to measurement of Mn. It was found that the



-12- ¢ that, upon opening the valve (15), the liquid pressure
acting on the spindle (26) of the valve (15) via the throttle (17) is
allowed to sink, preferably via

59

average Mn was 9,570, the minimum Mn was 9,100, the
maximum Mn was 10,000 and the difference between the
maximum and minimum Mn values was 900.
The aromatic polycarbonate obtained 50 hours after
5 the start of the polymerization reaction was colorless
and transparent (b*-value: 3.4), and the content of the
foreign matter (having a diameter of from 0.5 to 20 pm)

in the aromatic polycarbonate was as low as 980

pieces/qg.
10
Comparative Example 2
An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that,
instead of the two wall-surface guides used in Example
15 1, use was made of 10 wire guides of SUS316 each of
which has a diameter of 3 mm and a length of 8 m,
wherein the 10 wire guides are hung vertically from the
10 holes of the distributing plate so that the top end
of each guide is positioned just under the center of a
20 - hole of the distributing plate.

50 hours after the start of the polymerization re-
action, with respect to the produced aromatic polycar-
bonate withdrawn from the polymerizer, a sampling
thereof was started wherein 10 samples of the produced

25 polycarbonate were taken at intervals of 5 minutes and



an overflow valve (33), to a predetermi nable value, for adjusting the
pressure at which the valve (15) is closed again. 7. A net hod
according to claim4, char - acteri zedinthat, at the initial
stage with delayed delivery of high-pressure liquid, propellent gas is
|l ed fromsaid at | east one hydraulic accumu $tor to drive a | owpressure
punp for delivering cooling liquid to the pe system (10) and sprinklers
and/ or spray

subjected to measurement of Mn. It was found that the

average Mn was 9,480, the minimum Mn was 9,000, the

maximum Mn was 10,000 and the difference between the

maximum and minimum Mn values was 1,000.

5 The aromatic polycarbonate obtained 50 hours after

the start of the polymerization reaction was colorless

and transparent (b*-value: 3.4), and the content of the

foreign matter (having a diameter of from 0.5 to 20 um)

in the aromatic polycarbonate was as low as 970

10 pieces/g.

Comparative Example 3

An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that,

15 instead of polymerizer 5; a horizontal agitation type
polymerizer vessel was used. More specifically, a
polymerization reaction was conducted bf a method in
which a molten prepolymer prepared in substantially the
same manner as in Example 1 is continuously fed to a

20 horizontal agitation type polymerizer vessel (length: 6
m) which is equipped with two agitators (rotation
diameter of each agitator: 0.25 m). The polymerization
reaction was conducted under conditions wherein the
flow rate of the prepolymer, the reaction temperature

25 and the reaction pressure were the same as in Example 1,



heads (5) in question. 8. A nethod according to claim4, c har
- acteri zedinthat, at the initial stage with delayed delivery
of high-pressure liquid, gas is led froma separate source to drive a
| ow pressure punp for delivering cooling liquid to the pipe system and
sprink- lers and/or spray heads in question, 9. A nethod
according to any of the foregoing clains,sbarticularly for fighting fire
i n engi ne roons

and the revolution rate of each agitator was 10 rpm.

50 hours after the start of the polymerization re-
action, with respect to the produced aromatic polycar-
bonate withdrawn from the polymerizer, a sampling

5 thereof was started wherein 10 samples of the produced
polycarbonate were taken at intervals of 5 minutes and
subjected to measurement of Mn. It was found that the
average Mn was 7,490, the minimum Mn was 7.200, the
maximum Mn was 7,700 and the difference between the

10 maximum and minimum Mn values was 500.

The aromatic polycarbonate obtained 50 hours after
the start of the polymerization reaction suffered from
discoloration (b*-value: 3.8), and the content of the

foreign matter (having a diameter of from 0.5 to 20 um)

15 in the aromatic polycarbonate was 4,800 pieces/g.

Example 11

An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that,

20 instead of the two wall-surface guides used in Example

1, use was made of two punched-plate type wall-surface
guides as shown in Fig. 2.

Each of the guides has 228 circular through-holes
each having a diameter of 3 cm, wherein the through-

25 holes of the guides are arranged in a zigzag configura-



of ships, char acter i zedinthat, at |east during the initial

stage with delayed delivery of high- pressure liquid and during the stage
after the hydraulic accurul at ors have been enptied of |iquid, gas,

pr ef er ab- ly propellent gas, is led fromsaid at | east one hydrau- lic
accunul ator into a bilge space (3) of the eggine room 10. A met hod

for fighting fire conprising the steps

tion in which the pitch (i.e., the interval between the
centers of the adjacent through-holes) is 6 cm. The
area of each of the openings in both surfaces of each

guide is 7.07 cm?, and S3/Sgp ratio (i.e., the ratio of

5 the total area S; of the openings in both surfaces of
each guide to the total area Sp of both surfaces of
each guide) is 0.17.

50 hours after the start of the polymerization re-

action, with respect to the produced aromatic polycar-

10 bonate withdrawn from the polymerizer, a sampling
thereof was started wherein 10 samples of the produced
polycarbonate were taken at intervals of 5 minutes and
subjected to measurement of Mn. It was found that the
average Mn was 11,370, the minimum Mn was 11,200, the

15 maximum Mn was 11,550 and the difference between the
maximum and minimum Mn values was 350.

The aromatic polycarbonate obtained 50 hours after
the start of the polymerization reaction was colorless
and transparent (b*-value: 3.4), and the content of the

20 foreign matter (having a diameter of from 0.5 to 20 um)
in the aromatic polycarbonate was as low as 990

pieces/g.

Examples 12 to 15

25 An aromatic polycarbonate was produced in substan-



of : - (i) delivering extinguishing liquid to at |east one spray head or
sprinkler by a drive unit that conprises: at | east one hydraulic
accunul at or having at |east one pressure gas container containing
propel Il ent gas chargable up to a high initial pressure and a liquid
container containing liquid; and 63

tially the same manner as in Example 11, except that

the following factors were varied: the diameter of the

openings in both surfaces of each guide, and the pitch

and number of the through-holes of each guide. The

5 polymerization conditions and the results are shown in

Table 2.

Example 16
A mixture of bisphenol A, diphenyl carbonate (the

10 molar ratio of diphenyl carbonate to bisphenol A: 1.06)
and sodium hydroxide (3 x 10-6 mole per kg of bisphenol
A) was charged into a vertical agitation type polymer-
izer vessel, and melted in an atmosphere of nitrogen at
180 °C, thereby obtaining a molten mixture. The ob-

15 tained molten mixture was subjected to polymerization
reaction while stirring for 1 hour under conditions
wherein the temperature was 230 °C and the pressure was
9,300 Pa, and the resultant reaction mixture was then
further subjected to reaction while stirring for 2

20 hours under conditions wherein the temperature was
270 °C and the pressure was 3,300 Pa. Subsegquently,
the pressure was raised to atmospheric pressure by in-
troducing nitrogen gas into the polymerizer vessel, and
the reaction mixture was further stirred for 1 hour to

25 thereby obtain a molten prepolymer having an Mn of
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2,500.

Using the obtained molten prepolymer, an aromatic
polycarbonate was produced in substantially the same
manner as in Example 1, except that the reaction pres-
sure was 150 Pa.

50 hours after the start of the polymepization re-
action, with respect to the -produced aromatic polycar-
bonate withdrawn from the polymerizer, a sampling
thereof was started wherein 10 samples of the produced
polycarbonate were taken at intervals of 5 minutes and
subjected to measurement of Mn. It was found that the
average Mn was 9,320, the minimum Mn was 9,250, the
maximum Mn was 9,400 and the difference between the
maximum and minimum Mn values was 150.

The aromatic polycarbonate obtained 50 hours after
the start of the polymerization reaction was colorless
and transparent (b*-value: 3.4), and the content of the
foreign matter (having a diameter of from 0.5 to 20 um)
in the aromatic polycarbonate was as low as 960

pieces/g.

Example 17

An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that,

instead of the molten prepolymer used in Example 1, use



-13- - a |l ow pressure water punp; such that a portion of the propellent
gas is left over after the hydraulic accunul ator has been enptied of

liquid; and’ (i) driving the | owpressure punp utilizing at |east
part of the remaining portion of the propellent gas;
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was made of a molten prepolymer having an Mn of 4,000

which was prepared in substantially the same manner as

in Example 1, except that 1,1-bis(4-hydroxyphenyl)-

3,3,5-trimethylcyclohexane was used in place of bisphe-
5 nol A.

50 hours after the start of the polymerization re-
action, with respect to the produced aromatic polycar-
bonate withdrawn from the polymerizer, a sampling
thereof was started wherein 10 samples of the produced

10 polycarbonate were taken at intervals of 5 minutes and
subjected to measurement of Mn. It was found that the
average Mn was 11,120, the minimum Mn was 10,900, the
maximum Mn was 11,300 and the difference between the
maximum and minimum Mn values was 400.

15 The aromatic polycarbonate obtained 50 hours after
the start of the polymerization reaction was colorless
and transparent (b¥*-value: 3.5), and the content of the
foreign matter (having a diameter of from 0.5 to 20 um)
in the aromatic polycarbonate was as low as 1,050

20 pieces/g.

Example 18

An aromatic polycarbonate was produced in substan-
tially the same manner as in Example 1, except that,

25 instead of the molten prepolymer used in Example 1, use



wherein the delivering of liquid is initially delayed when the drive unit

is switched on; during this delay the | owpressure punp.is initially
driven; and this initial driving delivers cooling liquid to a pipe
system and thence to the spray head or sprinkler; and wherein the

driving that utilizes said part of the renauﬂing portion of the propellent
gas includes a

was made of a molten prepolymer having an Mn of 4,000
which was prepared in substantially the same manner as
in Example 1, except that 1,1-bis(3,5-dimethyl-4-
hydroxyphenyl)sulfone was used in place of bisphenol A.
5 50 hours after the start of the polymerization re-
action, with respect to the produced aromatic polycar-
bonate withdrawn from fhe poiymerizer, a sampling
thereof was started wherein 10 samples of the produced
polycarbonate were taken at intervals of 5 minutes and
10 subjected to measurement of Mn. It was found that the
average Mn was 11,030, the minimum Mn was 10,800, the
maximum Mn was 11,200 and the difference between the
maximum and minimum Mn values was 400.
The aromatic polycarbonate obtained 50 hours after
15 the start of the polymerization reaction was colorless
and transparent (b*-value: 3.5), and the content of the
foreign matter (having a diameter of from 0.5 to 20 um)
in the aromatic polycarbonate was as low as 1,250

pieces/g.
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A nmethod for fighting fire
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11.

delivering extinguishing liquid to at

havi ng at

(i)

of :

head or sprinkler by a drive unit that conprises:
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Spr ay

2

g the steps

one

redriving of the |ow pressure punp.
sin

cont ai ni ng propellent gas chargable

| east one hydraulic accunul at or

conpri

| east

T oTqel




part of

| i quid,
wherein said driving

containing |iquid,
| east

has been enptied of
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such that a portion of the propellent gas

pressure and a liquid container

punp;

driving the | ow pressure punp utilizing at

066 L A 00% 0090T 00TOT 08€0T S8L"0 TLOT € T 00T oLC 0¢ 000V | ST
086 V'€ 00g 00TOT 00€6 00L6 S8L00°0 822 9 T°0 00T oLZ 0Z 000% { PT m
066 v € 009 00€0T 00L6 0€00T S8L 0 8Te 9 T 00T oLz 0c 000V% |ET .m
T
066 | 2 > 0S¢ 00LTT 0SETT 0ZS1T 96°ZT 8¢¢ 9 4 00T oLz (1)4 000V | 2T %
066 v°€ 0GE 0SSTT 00211 OLETT LO'L 8¢2¢ 9 € 00T oLz 0¢ 000Y | TT
(6/ (z°°9°X| onTea sutea onTeAs {bayuedo/
sooeTd) ~8JITA| UNWTXEH | WNWTUTRK | eBbexsay 72) (uo) (wo) (ed) | (D) | (TW/BH) | (W
3US3U00 setoy | SOTOU | giriedo
xo3qem| O0IEA (butTduwres soWT1-0T) (UH wsﬂmwmo ~ybnoayy | ~ubnoays ﬁuo MMW mwww_un eiex
ubyaxoy 4 FO BV |15 zoqunn | o yogrq | Tereumyq | TSOFA | TSGURL| MOTA
SUOTITDUOD TawkTodaaxd
ejruoqreodiTod OoTIRPWOIY optnb aoegans-trem odiy ejerd-peyound woTRZTIOWATOq eI TOR

after the hydraulic accumul at or

(i)

| eft over
the remai ning portion of the propellent gas;

refills the hydraulic accumul ator

up to'a high initial
a | ow pressure water

is
and

¢ °9TqBL




with-liquid and, sinmultaneously with said refilling, sprays the fire and

surroundi ngs thereof w th extinguishing medium and wherei n enptying
of the hydraulic accunul ator after said refilling is repeated.
69

INDUSTRIAL APPLICABILITY

The method of the present invention for producing
an aromatic polycarbonate is free from the problems ac-
5 companying the conventional methods, such as the prob-
lem that: phenol cannot be removed efficiently; a very
large motive power for agitation is needed; the ﬁolecu—
lar chain of a polymer being formed is broken by a lar-
ge shearing force due to the very large motive power
10 for agitation, resulting not only in a lowering of the
increasing rate of the molecular weight but.also in a
discoloration of the polymer; the polymer is likely to
suffer thermal decomposition due to a long-term thermal
history, thereby inevitably causing the polymer being
15 produced to contain thermal decomposition products; and
the volumetric efficiency of a polymerizer is extremel§
low.
By the method of the present invention, an aro-
matic polycarbonate having a desired constant molecular
20 weight can be stably produced at a high polymerization
rate, without discoloration with respect to the polymer
or generation of foreign matter. Therefore, the method
of the present invention is advantageous from a commer-

cial viewpoint.
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Claims

1. A method for producing an aromatic polycarbonate,
which comprises:

feeding, into a polymerizer apparatus, at least
one polymerizable material selected from the group con-
sisting of:

a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and

a moltén prepolymer obtained by a process compris-
ing reacting an aromatic dihydroxy compound with a di-
aryl carbonate,

said polymerizer apparatus comprising an inlet for
said polymerizable material, a polymerizable material
feeding zone communicating with said inlet, and a
guide-wetting fall polymerization reaction zone which
is positioned below and communicates with said polym-
erizable material feeding zone, wherein said guide-
wetting fall polymerization reaction zone has at least
one guide securely held therein and extending down-
wardly therethrough, and |

allowing said polymerizable material to fall along
and in contact with said at least one guide through
said guide-wetting fall polymerization reaction zone,

to effect a guide-wetting fall polymerization of said



12. * A nmethod for fighting fire conprising the steps of: (1) _
delivering extinguishing liquid to at | east one spray head or sprinkler by
a drive unit that conprises: at | east one hydraulic accunul at or havi ng
at | east one pressure gas contai ner containing propellent gas chargable up
to a high initial pressure and a liquid con;finer containing liquid; and
a | ow pressure water punp;
polymerizable material, thereby obtaining a polymer at
a bottom of said guide-wetting fall polymerization re-
action zone,
wherein said guide is a perforated wall-surface
5 guide,
said perforated wall-surface guide having a plu-
rality of through-holes, each extending substantially
in the thicknesswise direction of said wall-surface

guide, to thereby form openings in both surfaces of

10 sajd wall-surface guide.

2. The method according to claim 1, wherein said

wall-surface guide satisfies the following formula (1):
15 S1/Sg = 0.15 (1)

wherein:

Sp represents the total area of both surfaces of

sald wall-surface guide, as measured without per-
20 foration; and

S1 represents the total area of the openings in

both surfaces of said wall-surface guide.

3. The method according to claim 1 or 2, wherein each
25 of said openings in both surfaces of said wall-surface
\
\



such that a portion of the propellent gas is |left over after the hydraulic
accurul ator has been enptied of liquid; and (i1) driving the

| ow pressure punp utilizing at least part of the remaining portion of the
propel | ent gas; wherein initially, a first part of the renaining

portion of the propellent gas is allowed to _flow directly after the liquid
to the spray head or sprinkler and then 72 second part of the remaining
portion of the :
guide independently has an area in the range of from

0.01 to 300 cm2.

4, The method according to any one of claims 1 to 3,
5 wherein the wall-surface of said wall-surface guide is
at least one surface selected from the group consisting

of a flat surface and a curved surface.

5. A polymerizer apparatus for producing an aromatic
10 polycarbonate, which comprises a casing and, provided
therein, an inlet for a polymerizable material, a
polymerizable material feeding zone communicating with
said inlet, and a guide-wetting fall polymerization re-
action zone which is positioned below and communicates
15 with said polymerizable material feeding zone, wherein
said guide-wetting fall polymerization reaction zone
has at least one guide securely held therein and ex-
tending downwardly therethrough,
wherein said inlet is adapted to receive at least
20 one polymerizable material selected from the group con-
sisting of:
a molten monomer mixture of an aromatic dihydroxy
compound and a diaryl carbonate, and
a molten prepolymer obtained by a process compris-

25 ing reacting an aromatic dihydroxy compound with a di-



propellent gas is used for driving the | ow pressure punp and so that the
hydraulic accurmul ator is refilled with liquid by said driving utilizing
said second part and, with said refilling, the fire and surroundi ngs
thereof is sprayed sinultaneously with extinguishing nmedium and
after said refilling enptying of the hydraukgc accunul ator is repeated.
aryl carbonate,
and wherein sald polymerizable material is adapted
to be fed to said polymerizable material feeding zone
through said inlet, and transferred to enter said
5 guide-wetting fall polymerization reaction zone through
said polymerizable material feeding zone and fall along
and in contact with said guide, to effect a guide-
wetting fall polymerization of said polymerizable mate-
rial to obtain a polymer,

10 said guide-wetting fall polymerization reaction
zone having, at a bottom thereof, an outlet for said
obtained polymer,

wherein said guide is a perforated wall-surface
guide,

15 said perforated wall-surface guide having a plu-
rality of through-holes, each extending substantially
in the thicknesswise direction of said wall-surface
guide, to thereby form openings in both surfaces of

said wall-surface guide.

20
6. The polymerizer apparatus according to claim 5,
wherein said polymerizable material feeding zone and
said guide-wetting fall polymerization reaction zone
are separated from each other through a polymerizable
25 material distributing plate having at least one hole,
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said feeding zone communicating with said guide-wetting
fall polymerization reaction zone through said at least
one hole, and wherein said guide is arranged in corre-

spondence with the hole of said distributing plate.

7. The polymerizer apparatus according to claim 5 or
6, wherein said wall-surface guide satisfies the fol-

lowing formula (1):
S1/Sg = 0.15 (1)

wherein:

Sp represents the total area of both surfaces of

said wall-surface guide, as measured without per-
foration; and

S1 represents the total area of the openings in

both surfaces of said wall-surface guide.

8. The polymerizer apparatus according to any one of
claims 5 to 7, wherein each of said openings in both
surfaces of said wall-surface guide independently has

an area in the range of from 0.01 to 300 cm2.

9. The polymerizer apparatus according to any one of

claims 5 to 8, wherein the wall-surface of said wall-

W
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surface guide is at least one surface selected from the

group consisting of a flat surface and a curved surface.

A



