
A lowly corrosive cleaner composition comprising at least an organic
solvent-type cleaning agent, a nitrogen-containing organic rust preventive
and an epoxy compound as additive. In the lowly corrosive cleaner
composition, the organic solvent-type cleaning agent is a composition
mainly comprising a hydrocarbon which has 5 to 20 carbon atoms and an
organic compound which has 5 to 20 carbon atoms and one or more polar
groups. The cleaner compositions exhibit excellent flux removing properties
and do not corrode the object to be cleaned, so that the compositions can
be used advantageously for cleaning electronic components, electrical
components, mechanical parts and so on.    


