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ABSTRACT 

 

PRODUCTION OF ACRYLIC RUBBER AND OBTAINED ACRYLIC RUBBER 

 

 The present invention provides a method for producing an acrylic 

rubber, comprising: an emulsion polymerization step of emulsion 

polymerizing a monomer for forming the acrylic rubber so as to obtain a 

polymerized emulsion liquid; and a coagulation step of coagulating the 

polymerized emulsion liquid in the presence of two or more types of 

compounds having  a polyoxyalkylene skeleton so as to obtain a hydrous 

crumb. 

 

[No Suitable Figure] 


