Di-Sel oséd herein is a pressure sensitive adhesive sheet and a pressure
sensitive adhesive sheet with a rel ease sheet which hardly give adverse
effects to hard disc drives or the |ike. The pressure sensitive adhesive
sheet with the release sheet is constructed froma pressure sensitive
adhesi ve sheet having a pressure sensitive adhesive base and a pressure
sensitive adhesive |ayer, and a rel ease sheet having a rel ease sheet base
and a rel easing agent |ayer, and the rel ease sheet is adhered onto the
pressure sensitive adhesive sheet so ABSTRACTe rel easi ng agent |ayer
contacts with the pressure sensitive adhesive layer. In this pressure
sensitive adhesive sheet with the release sheet, the content of silicone
conpound in the pressure sensitive adhesive sheet is preferably equal to
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like. The pressure sensitive adhesive sheet with the release
sheet is constructed from a pressure sensitive adhesive sheet
having a pressure sensitive "adhesive base and a .pressure
sensitive adhesive layer, and a release sheet having a release
sheet base and a releasing agent layer, and the release sheet
is adhered onto the pressure sensitive adhesive sheet so that
the releasing agent layer contacts with the pressure sensitive
adhesive layer. In this préssure sensitive adhesive sheet with
the release sheet, the content of silicone compound in the
pressure sensitive adhesive sheet is preferably equal to or less
than 500 pg/nﬁ. Further, it is preferable that the amount of
gas generated from the pressure sensitive adhesive sheet at a
temperature of 85°C for 30 minutes is equal to or less than 20
mg/m?. Furthermore, it is alsopreferable that the sumof amounts
of NO,-, C1°, P0®>", K*, F°, Na* and Ca®* contained in the pressure

sensitive adhesive sheet is equal to or less than 20 mg/mz.
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