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PROCESSING METHOD OF WORKPIECE 

 

 

ABSTRACT OF THE DISCLOSURE 

        There is provided a processing method of a 

workpiece.  In the processing method, a protective film 

including a water-insoluble resin is formed on the front 

surface of a workpiece and the workpiece on which the 

protective film is formed is processed.  Furthermore, the 

protective film is deteriorated by supplying an organic 

solvent to the workpiece processed and the protective 

film is removed from the front surface of the workpiece 

by supplying cleaning water to the protective film 

deteriorated. 
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