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ABSTRACT 

Provided is a dicing die bonding sheet including an adhesive layer, which 

contains a dye, on a base material, in which the content of the dye in the adhesive layer 

8.3% by mass or less, and the color difference between the base material and the 

adhesive layer in the L*a*b* color coordinate system is in a range of 30 to 53. 


