
Embodiments of the present invention provide a method for producing a
waterproof seam in a textile product, the method comprising the steps of:
immersing a thread in a polymer solution to soak said thread; sewing a seam
in the product with said polymer soaked thread; and curing said seam to
form a watertight seal. A system for implementing the method is also
described. 


