
An ablative tape (59) is applied onto a substrate surface. The ablative
tape (59) comprises an ablative medium (61) comprising a polymer (23) and
dispersed metallic component (25). The tape is then irradiated to ablate
the ablative medium (61). An article comprises a substrate and the ablative
tape (59) applied to the substrate.    


