
PROCESS FOR COATING METALLIC SUBSTRATE SURFACES  Abstract: Metal surfaces
which are pre-treated with high-energy NIR-radiation and then coated with a
powder or a liquid coat- ing composition, followed by curing or drying the
coating composition, show better adhesion to the coating and improved
appearance  and performance and the process is more cost effective. 


