
A sputter deposition system and method comprises a vacuum system (36),
target (44), collimator (46), and substrate (38). The target (44) is biased
and sputtered to deposit a material layer onto the substrate (38) through
the collimator (46). The substrate (38) can be biased to allow
contemporaneous etching with deposition.    


