
ABSTRACT      In semiconductor device assembly operations, the use of an
optical heat source, such as a tungsten halogen lamp module, is to replace
ovens and heater blocks for curing die-attach material and molding compound
with reduction in cycle time, cost, footprint, and contamination.  Figure 2


