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The present invention relates to a blasting apparatus 

suitable for carrying out a surface treatment of sintered 

products such as rare earth metal-based permanent magnets and 

ceramics. 

DESCRIPTION OF THE RELATED ART 

A blasting apparatus is conventionally used for a surface 

treatment of, for example, rare earth metal-based permanent 

magnets, i.e., a treatment for removing an oxide layer formed 

on the surface, a treatment for cleaning the surface or a shot 

peening for finishing a film formed on the surface. 

There are various types of blasting apparatus. For 

example, in a tumbler-type blasting apparatus, work pieces are 

placed into a drum within the apparatus, and an injection nozzle 

is disposed so as to inject a blast material against the work 

pieces through an opening in the drum, while stirring the work 

pieces by rotating the drum (see Japanese Patent Application 

Laid-open No.11-347941). 

A blasting apparatus as described above is capable of 

mass-treatment of work pieces and excellent in productivity. 

In such apparatus, however, the inj ec ti on of the blast material 

against the work pieces can be conducted only through the opening 

in the drum, and hence, there is, of course, a limit in respect 
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of the treating efficiency. When an attempt is made to stir 

the work pieces as homogenously as possible by prolonging the 

treating period of time or by increasing the rotational speed 

of the drum in order to enhance the treating efficiency, the 

collision of the work pieces against one another occur frequently 

and with a strong shock force. For this reason, a cracking and 

breaking is produced in many of the work pieces. The stirring 

of the work pieces must be carried out, so that they are not 

dropped out through the opening and hence, the setting of the 

stirring condition is accompanied by a limitation. Further, 

it is necessary to place and remove the work pieces into and 

out of the drum before and after the treatment and hence, during 

the placing and removal, a cracking and breaking may be caused 

in the work pieces. 

SUMMARY OF THE INVENTION 

Accordingly, it is an object of the present invention to 

provide a blasting apparatus, which is excellent in treating 

efficiency of work pieces, and in which the occurrence of the 

cracking and breaking of the work pieces can be inhibited. 

To achieve the above object, according to a first aspect 

and feature of the present invention, there is provided a blasting 

apparatus, comprising a tubular barrel formed of a mesh net for 

accommodation of work pieces and rotatable about a center axis, 

and an injection nozzle disposed to inject a blast material 

against the work pieces from the outside of the tubular barrel. 

According to a second aspect and feature of the present 
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invention, in addition to the first feature, the inside of the 

tubular barrel is divided into two or more accommodating 

sections. 

According to a third aspect and feature of the present 

invention, in addition to the second feature, the inside of the 

tubular barrel is divided radiately from the center axis into 

two or more accommodating sections. 

According to a fourth aspect and feature of the present 

invention, in addition to the first feature, the tubular barrel 

is detachably mounted. 

According to a fifth aspect and feature of the present 

invention, there is provided a blasting apparatus, comprising 

a tubular barrel formed of a mesh net for accommodation of work 

pieces and supported circumferentially outside a center axis 

of a support member rotatable about the center axis, for rotation 

about the center axis, so that the tubular barrel can be rotated 

about the center axis of the supportmemberbyrotating the support 

member, and an injection nozzle disposed to inject a blast 

material against the work pieces from the outside of the tubular 

barrel rotated about the center axis. 

According to a sixth aspect and feature of the present 

invention, in addition to the fifth feature, a plurality of the 

tubular barrels are supported in an annular shape 

circumferentially outside the center axis of the support member. 

According to a seventh aspect and feature of the present 

invention, in addition to the fifth feature, the tubular barrel 
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and/or the support member for supporting the tubular barrel is 

detachably mounted. 

According to an eighth aspect and feature of the present 

invention, there is provided a process for blasting surfaces 

of work pieces using a blasting apparatus according to the first 

or fifth feature. 

According to a ninth aspect and feature of the present 

invention, in addition to the eighth feature, the work pieces 

are rare earth metal-based permanent magnets. 

According to a tenth aspect and feature of the present 

invention, the·re is provided a process for treating the surfaces 

of rareearthmetal-basedpermanentmagnets, comprising the steps 

of removing an oxide layer formed on the surface of each of the 

rare earth metal-based permanent magnets using a blasting 

apparatus according to the fourth or seventh feature, removing 

the tubular barrel containing the rare earth metal -based 

permanent magnets with the oxide layers removed therefrom, or 

the support member for supporting the tubular barrel from the 

blasting apparatus, and attaching the tubular barrel or the 

support member to a vapor deposited film forming apparatus, where 

a metal film is formed on the surface of each of the rare earth 

metal-based permanent magnets by a vapor deposition process. 

According to an eleventh aspect and feature of the present 

invention, in addition to the tenth feature, the process further 

includes a step of removing the tubular barrel containing the 

rare earth metal-based permanent magnets having the metal films 
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formed thereon, or the support member for supporting the tubular 

barrel from the vapor deposited film forming apparatus, and 

attaching the tubular barrel or the support member again to the 

blasting apparatus according to the fourth or seventh feature, 

where the metal films are subjected to a shot peening. 

With the blasting apparatus according to the first feature 

of the present invention (a first embodiment of the present 

invention) in which the injection nozzle is disposed to inject 

the blast material against the work pieces from the outside of 

the tubular barrel formed of the mesh net for accommodation of 

the work pieces and rotatable about the center axis, the work 

pieces can be stirred homogenously and efficiently without 

excessive occurrence of the collision of the work pieces against 

one another and without occurrence of the collision of the work 

pieces against one another with a strong shock force. Therefore, 

the treating efficiency is enhanced and moreover, it is possible 

to inhibit the occurrence of the cracking and breaking of the 

work pieces. Since the tubular barrel is formed of the mesh 

net, the blast material can be injected from all directions. 

Therefore, any number of injection nozzles for injecting the 

blast material can be disposed at any locations in any manner, 

so that the blast material can be injected uniformly and 

efficiently against the work pieces. 

With the blasting apparatus according to the fifth feature 

of the present invention (a second embodiment of the present 

invention) in which the tubular barrel formed of the mesh net 
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for accommodation of the work pieces and supported 

circumferentially outside the center axis of the support member 

rotatable about the center axis, for rotation about the center 

axis, so that the tubular barrel can be rotated about the center 

axis of the support member by rotating the support member, and 

the injection nozzle is disposed to inject the blast material 

against the work pieces from the outside of the tubular barrel 

rotated about the center axis, it is possible to more inhibit 

the occurrence of the cracking and breaking of the work pieces, 

in addition to the effect provided in the blasting apparatus 

according to the first feature of the present invention. 

The above and other objects, features and advantages of 

theinventionwillbecomeapparentfromthefollowingdescription 

of the preferred embodiment taken in conjunction with the 

accompanying drawings. 

BRIEF DESCRIPTION OF THE DRAWINGS 

Fig.1 is a diagrammatic front view of the inside of one 

example of a blasting apparatus according to a first embodiment 

of the present invention; 

Fig.2 is a diagrammatic side view of the inside of the 

one example of the blasting apparatus according to the first 

embodiment of the present invention; 

Fig. 3 is a diagrammatic front view of the inside of another 

example of a blasting apparatus according to the first embodiment 

of the present invention; 

Fig.4 is a diagrammatic side view of the inside of the 
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another example of the blasting apparatus according to the first 

embodiment of the present invention; 

Fig.5 is a diagrammatic front view of the inside of one 

example of a blasting apparatus according to a second embodiment 

of the present invention; 

Fig.6 is a diagrammatic side view of the inside of the 

one example of the blasting apparatus according to the second 

embodiment of the present invention; 

Fig. 7 is a diagrammatic side view of the inside of another 

example of a blasting apparatus according to the second 

embodiment of the present invention; 

Fig.8 is a diagrammatic perspective view showing the 

embodiment with the cylindrical barrels supported on the support 

members in the blasting apparatus shown in Fig.7; 

Fig. 9 is a diagrammatic perspective view showing an 

embodimentotherthantheembodimentwiththecylindricalbarrels 

supported on the support members shown in Fig.8; 

Fig.10 is a diagrammatic perspective view of the 

cylindrical barrel used in the embodiment shown in Fig.9; and 

Fig .11 is a diagrammatic partially front view showing how 

the cylindrical barrel is supported on the support member in 

the embodiment shown in Fig.9. 

DETAILED DESCRIPTION OF THE INVENTION 

The present invention will now be described by way of 

embodiments with reference to the accompanying drawings. 

Typical examples of work pieces subjected to a surface 
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treatment using a blasting apparatus according to the present 

invention are sintered products such as rare earth metal ·based 

permanent magnets and ceramics liable to be cracked and broken. 

However, the workpiece is not limited to these sintered products, 

and may be any piece, if the surface treatment of such a piece 

can be achieved by a blasting treatment: For example, the work 

piece may be a piece liable to be deformed due to the collision 

of them against one another, such as a casting aluminum. If 

the surface treatment of such work pieces is conducted using 

the blasting apparatus according to the present invention, an 

effect of inhibiting the deformation can be provided. 

Examples of blast materials used in the blasting apparatus 

according to the present invention are metallic blast materials 

such as steel shots and non-metallic blast materials such as 

Alundum (a trade name of Norton Co. , ) and glass beads, any one 

of which is selected properly depending on the treating purpose. 

A blasting apparatus according to a first embodiment of 

the present invention will now be described. This apparatus 

includes a tubular barrel formed of a mesh net for accommodation 

of work pieces and rotatable about a center axis, and an injection 

nozzle disposed to inject ablastmaterial against the workpieces 

from the outside of the tubular barrel. The outlines of several 

examples of the blasting apparatus will be described below with 

the drawings. 

A blasting apparatus shown in Figs.1 and 2 is of a type 

in which the inside of a tubular barrel is not divided. Fig .1 
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is a diagrammatic front view (a partially perspective view} of 

the inside of the blasting apparatus 1. A cylindrical barrel 

5 formed of a mesh net of a stainless steel disposed in a lower 

area in the apparatus is constructed, so that it is rotated about 

a center axis by rotating rollers 2 and 3 by driving a motor 

(not shown) to stir work pieces 10 in the barrel 5 homogenously 

and efficiently (see an arrow in Fig .1) • A total of six inj action 

nozzles 4 for injecting a blast material against work pieces 

10 in the cylindrical barrel 5 are disposed above the cylindrical 

barrel 5 in two rows in a longitudinal direction of the barrel 

at an appropriate injection angle .a (usually in a range of 20° 

to 30°). If a central support shaft 6 is provided on the center 

axis, it is convenient when the cylindrical barrel is removed 

from the apparatus and moved. Fig. 2 is a diagrammatic side view 

of the inside of the blasting apparatus 1. The individual 

injection nozzle 4 has an appropriate angle of oscillation in 

the longitudinal direction of the cylindrical barrel 5 and hence, 

is capable of injecting the blast material uniformly and 

efficiently against all the work pieces 10 (not shown in Fig. 2) 

in the barrel. 

A blasting apparatus shown in Figs.3 and 4 is of a type 

in which the inside of a tubular barrel is divided into two or 

more accommodating sections. Fig. 3 is a diagrammatic front view 

(a partially perspective view} of the inside of the blasting 

apparatus 51. In this apparatus 51, the inside of a cylindrical 
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barrel 55 is divided radiately from a center axis into six 

accommodating sections fan-shaped in section. The blasting 

apparatus 51 is constructed so that the cylindrical barrel 55 

is rotated about the center axis by rotating the central support 

shaft56onthecenteraxisbydrivingamotor (not shown), whereby 

work pieces 60 in the barrel are stirred homogeneously and 

efficiently (see an arrow in Fig. 3), unlike the blasting 

apparatus shown in Figs.1 and 2. A total of three injection 

nozzles 54 for injecting a blast material against the work pieces 

60 in the cylindrical barrel 55 are disposed in such a manner 

that one of the injection nozzles 54 is located above the barrel 

55, other one of the injection nozzles 54 is located on the right 

of and below the barrel 55, and remaining one of the injection 

nozzles 54 is located on the left of and below the barrel 55. 

Fig. 4 is a diagrammatic side view of the inside of the blasting 

apparatus 51. The injection nozzles 54 are movable in the 

longitudinal direction of the cylindrical barrel 55 and hence, 

are capable of injecting the blast material uniformly and 

efficiently against all of the work pieces 60 (not shown in Fig. 4) 

in the barrel. 

With the bl as ting apparatus according to the first 

embodiment of the present invention, the accommodation of the 

work pieces in the tubular barrel formed of the mesh net ensures 

that the work pieces can be stirred homogenously and efficiently 

in a state in which they are less piled up one on another without 

excessive occurrence of the collision of the work pieces against 
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one another and without occurrence of the collision of the work 

pieces against one another with a strong shock force. Therefore, 

the area of work piece blasted per unit time is increased and 

hence, the treating efficiency is enhanced and moreover, it is 

possible to inhibit the occurrence of the cracking and breaking 

of the work pieces. 

Since the tubular barrel is formed of the mesh net, the 

blast material can be injected from all directions. Therefore, 

any number of injection nozzles for injecting the blast material 

can be disposed at any locations in any manner, so that the blast 

material can be injected uniformly and efficiently against the 

work pieces. In addition, the blasting treatment can be carried 

out with an excellent treating efficiency and hence, can be 

achieved at an injection pressure lower than that in the prior 

art. Therefore, the load of a compressor can be reduced, and 

an increase in power efficiency can be provided. 

After the blasting of the work pieces, it is desirable 

that the blast material deposited on the surfaces of the work 

pieces and on the tubular barrel is removed by blowing of air 

under conditions, for example, of a pressure in a range of 0.1 

MPa to 0.5 MPa and of a treating time in a range of 1 minute 

to 3 minutes. Since the tubular barrel is formed of the mesh 

net, theblastmaterial can be removed easily, and if the treatment 

is carried out while rotating the tubular barrel, the blast 

material can be removed more efficiently. 

In addition, the work pieces are stirred in the state in 
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which they have been accommodated in the tubular barrel, and 

hence, the work pieces cannot be dropped out through an opening, 

as is the case when a conventional tumbler-type apparatus. 

If the inside of the tubular barrel is divided into two 

or more accommodating sections as in the blasting apparatus shown 

in Figs.3 and 4, even when the same amount of work pieces are 

to be subjected to the blasting treatment, the work pieces can 

be placed in a smaller amount into each of the accommodating 

sections rather than in a larger amount into a single tubular 

barrel. In this case, the frequency of collision of the work 

pieces against one another can be more reduced, and the collision 

energy can be reduced and hence, the work pieces can be stirred 

homogeneously and efficiently in a state in which they are less 

piled up one on another. Therefore, it is possible to more 

inhibit the occurrence of the cracking and breaking of the work 

pieces. Partitions for defining the accommodating sections 

are desirable to be net-shaped. 

The provision of the tubular barrel detachable and easy 

to handle provides the following advantages: 

First, the placing and removal of the work pieces into 

and out of the tubular barrel can be carried out at any site 

and hence, it is possible to enhance the convenience. 

In the surface treatment of rare earth metal-based 

permanent magnets, the single tubular barrel can be used 

consistently at a plurality of steps. 

More specifically, it is possible to sequentially carry 
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out the following steps: a step of removing an oxide layer formed 

on the surface of each of the rare earth metal-based permanent 

magnets using this blasting apparatus, a step of removing, from 

the blasting apparatus, the tubular barrel in which the rare 

earthmetal-basedpermanentmagnetswiththeoxidelayersremoved 

therefrom have been contained, a step of attaching the tubular 

barrel to a vapor deposited film forming apparatus to form a 

metal film such as an aluminum film on the surface of each of 

the rare earth metal-based permanent magnets by a vapor 

deposition process, a step of removing, from the vapor deposited 

film forming apparatus, the tubular barrel in which the rare 

earthmetal-basedpermanentmagnetshavingthemetalfilmsformed 

thereon have been contained, a step of attaching the tubular 

barrel again to the blasting apparatus to subject the metal film 

to a shot peening, a step of removing, from the blasting apparatus, 

the tubular barrel in which the rare earth metal-based permanent 

magnets having the metal films subjected to the shot peening 

have been contained, a step of immersing the tubular barrel into 

a chemical conversion- treating liquid {for example, a chemical 

conversion- treating liquid for a chroma ting treatment described 

in Japanese Patent Publication No.6-66173 or for a 

zirconium-phosphate treatment described in Japanese Patent 

Application Laid-open No.2000-150216) in a state in which the 

rare earth metal-based permanent magnets have been contained 

in the tubular barrel (wherein the tubular barrel may be rotated 

in the chemical conversion-treating liquid in order to form a 
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more uniform film), and a step of pulling the tubular barrel 

up, thereby forming a chemical conversion film on the surface 

of each of the metal films. 

In addition, after the step of removing an oxide layer 

formed on the surface of each of the rare earth metal-based 

permanent magnets using this blasting apparatus, it is possible 

to carry out a step of removing, from the blasting apparatus, 

the tubular barrel in which the rare earth metal -based permanent 

magnets with the oxide layers removed therefrom have been 

contained, a step of immersing the tubular barrel into a chemical 

conversion-treating liquid (for example, a chemical 

conversion-treating liquid for a phosphate treatment or a 

chromating treatment described in Japanese Patent Application 

Laid-open No.60-63903) in a state in which the rare earth 

metal-basedpermanentmagnetshavebeencontainedinthetubular 

barrel (wherein the tubular barrel may be rotated in the chemical 

conversion- treating liquid in order to form a more uniform film), 

and a step of pulling the tubular barrel up, thereby forming 

a chemical conversion film on the surface of each of the magnets. 

As long as the tubular barrel can be consistently used, 

the tubular barrel may be used at another step carried out between 

the above-described steps. 

Therefore, the need for carrying out an operation for 

transferring the magnets between the steps is eliminated and 

hence, it is possible to inhibit the occurrence of the cracking 

and breaking of the magnets, which may be caused during 
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transferring of the magnets and in addition, to eliminate labor 

for the transferring operation. 

If a plurality of tubular barrels having the same shape 

are prepared and put into continuous service, the tubular barrel 

X passed through a B step can be transferred to a c step and 

then, the tubular barrel Y passed through an A step can be 

transferred to the B step. Therefore, all of the steps can be 

conducted smoothly and hence, the time required for all of the 

steps can be shortened. Especially, the blasting step and the 

blast material removing step by blowing of air, as described 

above, have been carried out in the same treating chamber in 

the prior art. However, if the tubular barrels are detachable 

and easy to handle, both of these steps can be carried out in 

different treating chambers adjoining each other, and while the 

blast material removing step is being conducted in the tubular 

barrel X, the blasting step can be conducted in the tubular barrel 

Y. Therefore, it is possible to reduce the time period required 

for the blast material removing step and occupied in the time 

period required for all of the steps. 

The deposition of a vapor deposition material such as 

aluminum to the tubular barrel to a moderate extent inhibits 

the damaging (including the wearing, the reduction in strength 

and the peeling-off of a welded zone) of the mesh net forming 

the tubular barrel at the blasting step and the blast material 

removing step and hence, it is possible to prolong the time of 

durability of the tubular barrel. 
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Inaddition, thevapordepositionmaterialsuchasaluminum 

and the blast material deposited to the tubular barrel to an 

excessive extent can be removed at the blasting step and the 

blast material removing step. Therefore, it is possible to 

prolong the time of durability of the tubular barrel, and to 

inhibit foreign matters deposited to the barrel during formation 

of a metal film by the vapor deposition process from being 

deposited to the surface of each of the work pieces to produce 

projections. 

The shape of the barrel is not limited to the cylindrical 

shape,andthebarrelmaybepolygonalinsectionsuchashexagonal 

and octagonal, if it is tubular. If the shape of the tubular 

barrel is not cylindrical, the barrel cannot be rotated smoothly 

using a roller as in the blasting apparatus shown in Figs .1 and 

2. Therefore, the rotation of the barrel may be conducted by 

rotating the central support shaft as in the blasting apparatus 

shown in Figs.3 and 4. 

Net-shaped dividing walls may be provided vertically in 

the longitudinal direction within the tubular barrel (the 

accommodating section), so that one work piece may be 

accommodated in each of partitioned chamber portions defined 

by the dividing wal1s, whereby the work pieces may be subjected 

in spaced-apart states to the blasting treatment. 

Examples of the mesh net forming the tubular barrel include 

those made of a stainless steel and titanium, but the mesh net 

made of titanium is desirable from a reduction in weight of the 
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tubular barrel. The mesh net may be made using a net-shaped 

plate produced by punching or etching a flat plate, or may be 

made by knitting a linear material. 

The opening rate of the mesh {the proportion of the area 

of an opening to the area of the mesh) depends on the shape and 

the size of a work piece, but is desirably in a range of 50 % 

to 95 % , more desirably in a range of 6 O % to 85 % • If the opening 

rate is smaller than 50 % , there is a possibility that the mesh 

itself is an obstacle between the injection nozzle and the work 

piece, resulting in a reduced treating efficiency. If the 

opening rate is larger than 95 %, there is a possibility that 

the mesh is deformed or damaged during the treatment or during 

another handling. The wire diameter of the mesh is selected 

in consideration of the opening rate and the strength, and is 

desirable to be in a range of O. l mm to 10 mm. Further, if the 

handling ease is taken into consideration, the wire diameter 

of the mesh is desirable to be in a range of 0.3 mm to 5 mm. 

A blasting apparatus according to a second embodiment of 

the present invention will now be described. This apparatus 

includes a tubular barrel formed of a mesh net for accommodation 

of work pieces and supported circumferentially outside a center 

axis of a support member rotatable about the center axis, for 

rotation about the center axis, so that the tubular barrel can 

be rotated about the central axis of the support member, and 

an injection nozzle disposed to inject a blast material against 

the work pieces from the outside of the tubular barrel rotated 
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about the center axis. The outline of one example of the blasting 

apparatus will be described below with the drawings. 

Fig.Sisadiagrammaticfrontview(apartiallyperspective 

view) of the inside of a blasting apparatus 101. Support member 

107 rotatable about a center axis is supported on rollers 102 

and 103 in a lower area in the apparatus, and six cylindrical 

barrels 105 formed of a mesh net of a stainless steel are supported 

in an annular shape circumferentially outside the center axis 

of the support member by support shaft 108 for rotation about 

the center axis. When the support member 107 is rotated about 

the center axis by rotating the rollers 102 and 103 by driving 

a motor {not shown), the cylindrical barrel 105 supported by 

the support shaft lOB is rotated about the center axis in response 

to the rotation of the support member 107, whereby work pieces 

110 within the barrel are stirred homogenously and efficiently 

(see an arrow in Fig.5). A total of six injection nozzles 104 

for injecting a blast material against the work pieces 110 in 

the cylindrical barrel 105 are disposed above the cylindrical 

barrel 105 in two rows in a longitudinal direction of the barrel 

at an appropriate injection angle, as in the blasting apparatus 

shown in Figs .1 and 2. If a central support shaft 106 is provided 

on the center axis of the support member 107, it is convenient 

when the support member 107 supporting the cylindrical barrel 

is removed from the apparatus and moved. Fig. 6 is a diagrammatic 

side view of the inside of the blasting apparatus 101. The 

individual injection nozzle 104 has an appropriate angle of 
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oscillation in the longitudinal direction of the cylindrical 

barrel 105 and hence, is capable of injecting the blast material 

uniformly and efficiently against all the work pieces 110 (not 

shown in Fig. 6) in the barrel, as in the blasting apparatus shown 

in Figs.l and 2. 

Fig. 7 is a diagrammatic side view of the inside of another 

example of a blasting apparatus 151. As in this apparatus 151, 

two series of the six cylindrical barrels supported on the support 

members provided at opposite ends in the blasting apparatus shown 

in Figs.5 and 6 (the twelve cylindrical barrels 55) may be 

supported on support members 157, and a single injection nozzle 

154 may be disposed for each of the two series. Fig.8 is a 

diagrammatic perspective view showing the embodiment with the 

cylindrical barrels 155 supported on the support members 157. 

Fig. 9 is a diagrammatic perspective view showing an 

embodimentotherthantheembodimentwiththecylindricalbarrels 

supported on the support members shown in Fig. 8. Six cylindrical 

barrels 205 formed of a mesh net of a stainless steel are supported 

in an annular shape circumferentially outside a horizontal 

central support shaft 206, i.e., the central support shaft 206 

of a support member 207 by a support shaft 208 for rotation about 

the center axis, so that they can be rotated about the center 

axis (the cylindrical barrels are supported in two series and 

hence, the total number of the cylindrical barrels supported 

is twelve} (work pieces are still not accommodated) . 

Fig.10 is a diagrammatic perspective view of the 
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cylindrical barrel 205 used in the embodiment shown in Fig.9. 

The cylindrical barrel 205 is capable of being opened and closed 

in a longitudinal direction and comprises an upper cage portion 

205a and a lower cage portion 205b formed as symmetrical elements 

capable of being opened and closed through a hinge (not shown) . 

The cylindrical barrel 205 has a support shaft 208 for being 

supported by the support member 2 07. If such a cylindrical barrel 

205 is used, it is possible to easily conduct the placing and 

removal of work pieces into and out of the cylindrical barrel 

205 and hence, it is possible to inhibit the occurrence of the 

cracking and breaking of the work pieces during the placing and 

removal of the work pieces into and out of the _cylindrical barrel 

205. During the blasting treatment, the upper and lower cage 

portions 205a and 205b are fastened to each other by a clip (not 

shown) . Net· shaped dividing walls may be provided vertically 

in the longitudinal direction within the cylindrical barrel 2 05, 

so that one work piece may be accommodated in each of partitioned 

chamber portions defined by the dividing walls, whereby the work 

pieces may be subjected in spaced· apart states to the blasting 

treatment. 

Fig .11 is a diagrammatic partially front view showing how 

the cylindrical barrel 205 is supported on the support member 

207 in the embodiment shown in Fig.9. The cylindrical barrel 

205 is supported by clamping the support shaft 208 in the support 

member 207. It is desirable that the clamping of the support 

shaft 208 in the support member 207 is resiliently conducted, 
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for example, as in a mechanism utilizing a repulsive force of 

a spring, so that the cylindrical barrel 205 is detachably 

supported on the support member 207. 

Even with the blasting apparatus according to the second 

embodiment of the present invention, an effect similar to that 

in the blasting apparatus according to the first embodiment of 

the present invention can be provided. Advantages provided when 

the tubular barrel and/or the support member for supporting the 

tubular barrel is detachably mounted and easy to handle, are 

similar to the advantages described in the blasting apparatus 

according to the first embodiment of the present invention. 

The blasting apparatus according to the second embodiment 

of the present invention has remarkable advantages which will 

be described below. 

First, even when the same amount of work pieces are to 

be subjected to the blasting treatment, the work pieces can be 

placed in a smaller amount into each of the smaller tubular barrels 

rather than ina larger amount into a single larger tubular barrel. 

In this case, the frequency of collision of the work pieces against 

one another can be more reduced, and the collision energy can 

bereducedandhence, theworkpiecescanbestirredhomogeneously 

and efficiently in a state in which they are less piled up one 

on another. Therefore, it is possible to more inhibit the 

occurrence of the cracking and breaking of the work pieces. 

Work pieces having different shapes or work pieces having 

different sizes can be accommodated in each of the tubular barrels, 
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respectively, and the tubular barrels are fixed in an annular 

shape circumferentially outside the center axis of the support 

member to carry out the blasting treatment. Therefore, the 

blasting treatments of a plurality of types of work pieces can 

be carried out at one time. 

Apluralityof tubular barrels having differentmesh shapes 

are used in combination with one another and fixed in an annular 

shape circumferentially outside the center axis of the support 

member to carry out the blasting treatment, whereby the treating 

efficiency can be varied for every tubular barrels. Therefore, 

the work pieces accommodated in each of the tubular barrels can 

be treated to different extents, respectively. 

In the blasting apparatus shown in Figs.5 and 6 and the 

blasting apparatus shown in Fig. 7, the six cylindrical barrels 

are supported on one surface of one of the support members (in 

the blasting apparatus shown in Fig. 7, the cylindrical barrels 

are supported in two series and hence, the total number of the 

cylindrical barrels supported is twelve}, but the .number of the 

tubular barrels supported on one of the support members is not 

limited to six and may be one. 

The tubular barrel may be supported, so that by rotating 

the support member, it can be rotated about the center axis and 

can be also rotated about its axis by a known mechanism. 

The shape of the tubular barrel and the construction of 

the mesh net are as described for the blasting apparatus according 

to the first embodiment of the present invention. The inside 



.-....... - ...... C·.~=-

23 

of the tubular barrel may be divided radiately from the center 

axis into two or more accommodating sections, as in the blasting 

apparatus shown in Figs.3 and 4. 

When an oxide layer formed on each of rare earth metal-based 

permanent magnets is to be removed, or a metal film formed on 

the surface of each of rare earth metal-based permanent magnets 

by a vapor deposition process is to be subjected to a shot peening 

fora finishing treatment, using the blasting apparatus according 

to the present invention, if the blast material is injected under 

an injection pressure in a range of 0.1 MPa to 0.5 MPa, while 

rotating the tubular barrel in the blasting apparatus according 

to the first embodiment of the present invention, or the support 

member in the blasting apparatus according to the second 

embodiment of the present invention at a rotational speed in 

a range of o.s rpm to 30 rpm (desirably in a range of 1 rpm to 

10 rpm), the surface treatment of the rare earth metal~based 

permanent magnets can be carried out uniformly and efficiently. 

EXAMPLES 

The blasting apparatus according to the present invention 

will be further described in detail by way of following examples, 

but it will be understood that the blasting apparatus according 

to the present invention is not limited to such examples. 

The following examples were carried out using sintered 

magnets having a composition of 14Nd-79Fe-6B-1Co and a size of 

30 mm x 15 mm x 6 mm, and produced by pulverizing a known cast 

ingot and then subjecting the resulting powder to a pressing, 
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a sintering, a heat treatment and a surface working, for example, 

as described in us Patent Nos.4,770,723 and 4,792,368 (such 

sintered magnets will be referred to as magnet test pieces 

hereinafter} . 

Example 1 : First Example of Removal of oxide Layer Formed on 

Surf ace of Magnet Test Piece 

(Condition) 

The removal of an oxide layer formed on the surf ace of 

each of magnet test pieces was carried out using the blasting 

apparatus shown in Figs.1 and 2. The cylindrical barrel used 

in Example l was made of a stainless steel at a diameter of 355 

mm and a length of 600 mm and had an opening rate of a mesh of 

70 % (an opening was square with a length of one side equal to 

5.1 mm and with a wire diameter of l.O mm). 414 Magnet test 

pieces were placed into the cylindrical barrel. Alundum A#180 

(made by Sin to Bra tor Co., Ltd and having a grain size of #180 

according to JIS) was used as a blast material and injected under 

an injection pressure of O. 2 MPa for 20 minutes, while rotating 

the cylindrical barrel at 5 rpm. 

(Result) 

After the blast material was injected for 20 minutes, the 

ten magnet test pieces were removed from the cylindrical barrel 

and subjected to a surface observation using a scanning electron 

microscope. The result showed that there was no magnet test 

piece having the oxide layer left on the surface thereof. In 

addition, five of the 414 magnet test pieces each had a cracking 
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and breaking. 

Example 2 : Second Example of Removal of Oxide Layer Formed on 

Surface of Magnet Test Piece 

(Condition) 

The removal of an oxide layer formed on the surf ace of 

each of magnet test pieces was carried out using the blasting 

apparatus shown in Figs.3 and 4. The cylindrical barrel used 

in Example 2 was made of a stainless steel at a diameter of 355 

mm and a length of 600 mm and had an opening rate of a mesh of 

70 % (an opening was square with a length of one side equal to 

5.1 mm and with a wire diameter of l.O mm). The inside of the 

cylindrical barrel was divided radiately from the center axis 

into six accommodating sections fan-shaped in section. 69 

Magnet test pieces were placed into each of the accommodating 

sections of the cylindrical barrel (a total of 414 magnet test 

pieces were accommodated in the entire cylindrical barrel) . 

Alundum A#l80 (made by Sinto Bra tor Co., Ltd and having a grain 

size of #180 according to JIS) was used as a blast material and 

injected under an injection pressure of 0.2 MPa for 15 minutes, 

while rotating the cylindrical barrel at 5 rpm. 

(Result} 

After the blast material was injected for 15 minutes, the 

ten magnet test pieces were removed from the cylindrical barrel 

and subjected to a surface observation using a scanning electron 

microscope, The result showed that there was no magnet test 

piece having the oxide layer left on the surface thereof. In 
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addition, two of the 414 magnet test pieces each had a cracking 

and breaking. 

Example 3 : Third Example of Removal of oxide Layer Formed on 

Surface of Magnet Test Piece 

(Condition) 

The removal of an oxide layer formed on the surf ace of 

each of magnet test pieces was carried out using the blasting 

apparatus shown in Figs. 5 and 6. Each of the cylindrical barrels 

used in Example 3 was made of a stainless steel at a diameter 

of 110 mm and a length of 600 mm and had an opening rate of a 

mesh of 70 % (an opening was square with a length of one side 

equal to 5 .1 mm and with a wire diameter of l. O mm) . 69 Magnet 

test pieces were placed into each of the cylindrical barrels 

(a total of 414 magnet test pieces were accommodated in the six 

cylindrical barrels). Alundum A#180 (made by Sinto Bra tor Co., 

Ltd and having a grain size of #180 according to JIS) was used 

as a blast material and injected under an injection pressure 

of 0.2 MPa for 15 minutes, while rotating the support members 

at 5 rpm. 

(Result) 

After the blast material was injected for 15 minutes, the 

ten magnet test pieces were removed from the cylindrical barrels 

and subjected to a surface observation using a scanning electron 

microscope. The result showed that there was no magnet test 

piece having the oxide layer left on the surface thereof. In 

addition, one of the 414 magnet test pieces had a cracking and 
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breaking. 

Example 4 : Shot Peening for Finishing Treatment of Aluminum 

Film Formed on surface of Magnet Test Piece 

(Condition) 

An oxide layer formed on the surface of each of the magnet 

test pieces was removed under the same conditions as in Example 

1, and the cylindrical barrel containing the magnet test pieces 

with the oxide layers removed therefrom was removed from the 

blasting apparatus and attached to a vapor deposited film forming 

apparatus described in us Patent No. 4, 116, 161, where the magnet 

test pieces were subjected to a vapor deposition process, whereby 

an aluminum film having an average thickness of 7 µm was formed 

on the surface of each of the magnet test pieces. Then, the 

cylindrical barrel containing the magnet test pieces having the 

aluminum films formed on their surfaces was removed from the 

vapor deposited film forming apparatus and attached again to 

the blasting apparatus used in Example 1, where GB-AG (glass 

beads made by Sin to Bra tor Co., Ltd and having a grain size of 

#180 according to JIS) used as a blast material was injected 

under an injection pressure of 0.2 MPa for 15 minutes, while 

rotating the cylindrical barrel at 5 rpm. 

(Result) 

After the blast material was injected for 15 minutes, the 

ten magnet test pieces were removed from the cylindrical barrel 

and subjected to a surface observation using a scanning electron 
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microscope. The result showed that there was no magnet test 

piece incompletely subjected to the shot peening, and all of 

the magnet test pieces exhibited a good corrosion resistance. 

Seven of the 414 magnet test pieces each had a cracking and 

breaking. 

As described above, the cylindrical barrel containing the 

magnet test pieces can be used consistently without transferring 

of the magnet test pieces at the every steps, i.e., at the step 

of removing the oxide layer formed on the surf ace of each of 

the magnet test pieces, the step of forming the aluminum film 

on the surface of each of the mag~et test piece by the vapor 

deposition process and the step of subjecting the aluminum film 

formed on the surface of each of the magnet test piece to the 

shot peening, and nevertheless, the occurrence of the cracking 

andbreakingof themagnettestpiecesotherthanthesevenmagnet 

test pieces each having a cracking and breaking can be inhibited. 

Although the embodiments of the present invention have 

been described in detail, it will be understood that the present 

invention is not limited to the above-described embodiments, 

and various mod if ica tions in design may be made without departing 

from the spirit and scope of the invention defined in claims. 
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WHAT IS CLAIMED IS 

1. A blasting apparatus, comprising a tubular barrel formed of 

a mesh net for accommodation of work pieces and rotatable about 

a center axis, and an injection nozzle disposed to inject a blast 

material against the work pieces from the outside of said tubular 

barrel. 

2. A blasting apparatus according to claim l, wherein the inside 

of said tubular barrel is divided into two or more accommodating 

sections. 

3. A blasting apparatus according to claim 2, wherein the inside 

of said tubular barrel is divided radiately from the center axis 

into two or more accommodating sections. 

4. A blasting apparatus according to claim 1, wherein said tubular 

barrel is detachably mounted. 

5. A blasting apparatus, comprising a tubular barrel formed of 

a mesh net for accommodation of work pieces and supported 

circumferentially outsid~ a center axis of a support member 

rotatable about said center· axis, for rotation about said center 

axis, so that said tubular barrel can be rotated about said center 

axis of said support member by rotating said support member, 

and an injection nozzle disposed to inject a blast material 

against the work pieces from the outs.ide of said tubular barrel 

rotated about said center axis. 

6. A blasting apparatus according to claim 5, wherein a plurality 

of said tubular barrels are supported in an annular shape 

circumferentially outside said center axis of said support 
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member. 

7. A blasting apparatus according to claim 5, wherein said tubular 

barrel and/or said support member for supporting said tubular 

barrel is detachably mounted. 

8. A process for blasting surfaces of work pieces using a blasting 

apparatus according to claim 1 or s. 

9. A process for blasting surfaces of work pieces according to 

claim B, wherein the work pieces are rare earth metal-based 

permanent magnets. 

10. A process for treating the surfaces of rare earth metal-based 

permanent magnets, comprising the steps of removing an oxide 

layer formed on the surface of each of the rare earth metal-based 

permanent magnets using a blasting apparatus according to claim 

4 or 7, removing said tubular barrel containing the rare earth 

metal-based permanent magnets with the oxide layers removed 

therefrom, or said support member for supporting said tubular 

barrel from said blasting apparatus, and attaching said tubular 

barrel or said support member to a vapor deposited film forming 

apparatus, where a metal film is formed on the surface of each 

of the rare earth metal-based permanent magnets by a vapor 

deposition process. 

11. A process for treating the surfaces of rare earth metal ·based 

permanent magnets according to claim 10, the process further 

includes a step of removing the tubular barrel containing the 

rare earth metal-based permanent magnets having the metal films 

formed thereon, or the support member for supporting the tubular 
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barrel from the vapor deposited film forming apparatus, and 

attaching said· tubular barrel or said support member again to 

the blasting apparatus according to claim 4 or 7, where the metal 

films are subjected to a shot peening. 


