Process for preparing a flexible foam by reacting a polyi socyanate
conposi tion having an NCO val ue of 11-24 % by weight with an

i socydnat e-reacti ve conpound havi ng a nunber average nol ecul ar wei ght of
1 -12000 using water as bl ow ng agent.
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Process for preparing a flexible foam by reacting a polyisocyanate composition having an NCO value of 11-24 % by weight with an
isocyanate-reactive compound having a number average molecular weight of 1000-12000 using water as blowing agent.




