
A process for preparing a chewing gum wherein all of the gum base
components and all of the chewing gum additives are charged, in any
appropriate order, into a mixing apparatus and the apparatus operated at
atmospheric pressure to obtain the chewing gum, subject to the limitation
that the gum base does not contain a vinyl polyester as the sole polymer.
In certain embodiments, the gum base comprises at least one environmentally
or biodegradable polymer such as a polyester, a polycarbonates, a polyester
amide, a polypeptide and a protein. 


