
(57) Abstract: Provided is apolyalkenyl sulfonic acid composition
comprising a mixture of polyalkenyl sulfonic acids derived from ) a mixture
ofpolyalkenes comprising greater than 20 mole percent alkyl vinylidene and
1,1-dialkylisomers, and a method for making the composition Also provided
are low and high overbased sulfonates made from the mixture of polyalkenyl
sulfonic acids, and lubricating oils containing the sulfonates. 




