
 

1 / 1 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

                      

                         Figure 1 

1. Silk screen printing of a 

plastic sheet 

2. Subjecting the plastic sheet to 

vacuum thermoforming to provide a 

vacuum thermoforming part 

 

3. Foaming an expandable polypropylene and 

integratedly molding the expandable 

polypropylene with the vacuum thermoforming 

part 


