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ABSTRACT 

 A photosensitive element including: a support film, an optical 

adjustment layer, and a photosensitive layer in this order, in which the 

optical adjustment layer has an absorbance of 0.060 or less for light with 

a wavelength of 365 nm, and the optical adjustment layer has a refractive 5 

index of 1.800 or less for light with a wavelength of 365 nm. 


