
ABSTRACT OF THE DISCLOSURE (FIG. 1)    "MAGNETIC
RECORDING MEDIUM AND MAGNETIC  RECORDING/REPRODUCING
APPARATUS"  A multilayered underlayer including a
first  underlayer containing Cu aligned in a (111)
plane and  a second underlayer formed on the Cu
underlayer and containing Cu and nitrogen as main
components is  formed. 


