
FILM COMPOSITION A  metallized  multilayer  film  made  from  a  polymer
substrate, preferably polypropylene, is modified by a Maleic anhydride
modified propylene polymer which can be located on a surface of the
substrate or incorporated within the substrate has a skin layer of
polyvinyl alcohol which is capable of being metallized.    


