
A thermoplastic elastomeric blend composition comprising: (A) from 99 to 1
weight percent of a styrenic block copolymer; and (B) from I to 99 weight
percent of an interpolymer of (1) at least one aliphatic [err]-olefin and
(2) at least one vinylidene aromatic monomer or (3) a combination of at
least one vinylidene aromatic monomer and at least one hindered aliphatic
vinylidene monomer, wherein said vinylidene aromatic monomer is present in
an amount of from 0.5 to 15 mole % or from 17 to 65 mole % in said
interpolymer, and fabricated articles made from such composition.    


