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Figure 1
Coefficient of Friction of PEBA rods
(Pinch test, n =5, 1 cycle)
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Figure 2

Coefficient of Friction of Polyurethane Rods
(Pinch test, n =5, 15 cycles)
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Figure 3

Coefficient of Friction of Polyurethane Rods
(Pinch test, n =5, 5 cycles)
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Figure 4

Coefficient of Friction of Polyurethane Catheter Tubing
with 20% BaSO, Filler
(Pinch test, n = 3, 5 cycles)
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Figure 5
Coefficient of Friction of Silicone Catheter Tubing
(Pinch test, n =5, 25 cycles)
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Figure 6
Coefficient of Friction on Polyurethane Films
(ASTM D1894 test, n = 5)
6

B PU Control (CB 85A)
PU + 2% Compound 2

Wet

Dry

Coefficient of Friction ()

Static CoF Kinetic CoF Static CoF Kinetic CoF

3/5



WO 2022/061465

Figure 7

Figure 8

Coefficient of Friction ()

Coefficient of Friction ()
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Coefficient of Friction of PEBA Catheter Tubing

(Pinch test, n = 4, 25 cycles)
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Coefficient of Friction of Polyamide Rods

(Pinch test, n = 5, 25 cycles)
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Figure 9

Coefficient of Friction (p)
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Coefficient of Friction of PVC Rods
(Pinch test, n = 4, 25 cycles)
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