
A composition comprising purposely oriented lignocellulosic fiber bound to
an inorganic hydrate such as gypsum in the absence of water using a
polymer. In a preferred embodiment the polymer is polyurethane. A process
for producing the composition and a wide variety of applications of the
composition are also described. 


