
A boehmite particulate material is disclosed. The
material is formed by a process that includes
providing a boehmite precursor and boehmite seeds in a
suspension, and heat treating the suspension to
convert the boehmite precursor into boehmite 



particulate material. The boehmite particulate
material has an aspect ratio of not less than 3:1. 


