
A method of manufacturing a head suspension assembly includes attaching
underfill to a portion on which an IC chip with a circuit for a thin-film
magnetic head element is to be mounted, disposing the IC chip on the
attached underfill, and performing ultrasonic bonding of the IC chip.    


