
Branched block ethylene polymers prepared from a nanow ethylene polymer, an
ethylenically unsaturated functionalized  organic compound, and reactive
thermoplastic polymer, and methods of preparing such branched block
ethylene polymers, are useful to prepare an impact modified ethylene
polymer.    


