
200200535-3  2 9 JAN 2002 W008 6 49/21  1 DESCRIPTION  POSITIVE
PHOTOSENSITIVE RESIN COMPOSITION  TECHNICAL FIELD The present invention
relates to a positive  photosensitive resin composition which can form a
pattern of high resolution and high-residual film ratio  5 and has high
sensitivity. BACKGROUND ART Polyimide resins excellent in heat resist-
ance, electrical properties, mechanical properties,  etc. have heretofore
been used in the surface 10 protecting film or interlayer dielectric of a
semi- conductor device. In recent years, however,  significant improvements
in heat cycle resistance,  thermal shock resistance, etc. have become
necessary  for the resins used in the above applications, because 15
semiconductor devices have come to employ a higher  integration and a
larger size, packages have become  thinner and smaller, and the mounting
has shifted to  surface mounting by solder reflow. Therefore, a resin  of
higher performance has come to be required. 20 Meanwhile, a technique of
allowing a  polyimide resin to have photosensitivity by itself is  drawing
attention. The polyimide resin allowed to have  



photosensitivity by such a technique, includes, for 2  example, a
photosensitive polyimide resin represented  by the following formula (12):
\ /C-0-CH2-CH2-0-C- i =CH2  CH3 R\ CH3 C H2C=C-C-O-CH2-CH2-O- 11 11
-NH-R3,-NH 11  0 O O (12)  (R30: R31: O O O ).  With such a resin, the step
of pattern 5 formation can be partly simplified and a shorter step  and a
higher yield are achieved. However, a solvent  such as
N-methyl-2-pyrrolidone or the like is required  in the step of development,
which incurs a problem in  safety and handling. 10 Hence, there have
recently been developed  positive photosensitive resin compositions which
can be  subjected to development with an aqueous alkali  solution. For
example, there is disclosed, in JP-B-1- 46862, a positive photosensitive
resin composition 15 constituted by a polybenzoxazole precursor, which is a
base resin, and a diazoquinone compound, which is a  photosensitizer. This
resin composition has high heat  resistance, excellent electrical
properties and fine  pattern formability and has a possibility of being
used 3  



as a resin for wafer coating as well as for interlayer  insulation. The
development mechanism of this positive  photosensitive resin composition is
as follows. The  diazoquinone compound is insoluble in an aqueous alkali 5
solution when unexposed to a light; when exposed to a  light, the
diazoquinone compound gives rise to a  chemical reaction to become soluble
in the aqueous  alkali solution; and by utilizing such difference in
solubility between when exposed and when unexposed, the 10 exposed portion
is dissolved and removed, whereby a  film pattern consisting of only the
unexposed portion  can be formed. When these photosensitive resin
compositions  are used practically, particularly important is the 15
sensitivity of each photosensitive resin composition.  A low sensitivity
requires a long exposure time,  resulting in a low throughput. When the
base resin is  allowed to have a smaller molecular weight as a means  for
increasing the sensitivity of the photosensitive 20 resin composition, the
unexposed portion gives a large  film thickness loss during development,
which makes it  impossible to obtain a required film thickness or  incurs
the collapse of pattern shape. Therefore, it is  highly desired to develop
a photosensitive resin 25 composition which satisfies the above-mentioned
properties and yet has high sensitivity. -r. 4  



DISCLOSURE OF THE INVENTION The present invention aims at providing a
positive photosensitive resin composition which can  form a pattern of high
resolution and high residual  5 film ratio and has high sensitivity. The
present invention lies in a positive  photosensitive resin composition
comprising: 100 parts by weight of (A) a polyamide resin  represented by
the following general formula (1), and  10 1 to 50 parts by weight of (Bi)
a photosensi tizer which is a 1,2-naphthoquinone-2-diazide-5- sulfonate or
a 1,2-naphthoquinone-2-diazide-4- sulfonate, of a phenol compound having a
skeletal  structure represented by the following general formula  15 (2) :
IH IH  E-C NH-X-NH-C-Y-CNH-Z-NH-C-Y-C H-X-NH-C-E  Ip OH O O 0 0 n OH O (1)
wherein X is a tetravalent cyclic compound group; Y is  a divalent cyclic
compound group; Z is a group  .represented by I. R3  20 -Rl-- i i-p- i i-R2
R4 R4 wherein R1 and R2 are each a divalent organic group, and  R3 and R4
are each a monovalent organic group; E is an 



5  aliphatic group or a cyclic compound group, each having  at least one
alkenyl or alkynyl group; a and b each  show a molar fraction, a + b = 100
mole %, a = 60 to  100 mole %, and b = 0 to 40 mole %; and n is an average
5 value and a positive number of 2 to 300, and  (R7)n (Rs)m OH (Rsm ^ R7)n
Q CHz l CHZ O CHZ l CHZ 1 R5 1 (2) wherein R5 is one atom or group selected
from hydrogen  atom, alkyl groups, alkoxy groups, aryl groups and
substituted aryl groups; a plurality of R6's may be the 10 same or
different and are each one atom or group  selected from hydrogen atom,
hydroxyl group, alkyl  groups, alkoxy groups, aryl groups and cycloalkyl
groups, and at least one R. is hydroxyl group; a  plurality of R,'s may be
the same or different and are 15 each one atom or group selected from
hydrogen atom,  hydroxyl group, alkyl groups, alkoxy groups, aryl  groups
and cycloalkyl groups, and at least one R, is  hydroxyl group; 1 is an
integer of 0 to 3; m is an  integer of 1 to 3; and n is an integer of 1 to
3. 20 DETAILED DESCRIPTION OF THE INVENTION The polyamide resin of the
general formula  (1) is obtained by reacting a bis(aminophenol) having  an
X structure, a silicone diamine having a Z structure 6  



which is optionally used, a dicarboxylic acid or its  dichloride, having a
Y structure, and an acid anhydride  which generates an E structure upon
reaction with amino  group. In order to obtain a higher yield, etc., it is
5 possible to use a dicarboxylic acid derivative of  active ester type
obtained by reaction of a  dicarboxylic acid with
1-hydroxy-1,2,3-benztriazole or  the like. The polyamide resin, when heated
at about  300 to 400C, gives rise to dehydration and ring 10 closure to
become a polybenzoxazole which is a heat- resistant resin. The X of the
polyamide resin of the general  formula (1) used in the present invention
includes, for  example, the followings but is not restricted thereto. 15 O
O O 00 0  O O O 0  l1 11 O N In the above, A is -CH2-1 -C (CH3) 2-, -0-,
-5-,  -SO2-, -CO-, -NHCO- or -C (CF3) 2- . 20 Among them, particularly
preferred one is 7  selected from the followings. Fs O ; O 0S O CF3 O  CHs
0 a O C O 



CH3  The Y of the polyamide resin of the general  5 formula (1) includes,
for example, the followings but  is not restricted thereto. 0 O N  O O ' O
o ,  O O O q O  10 Q A P 0  In the above, A is -CH2-, -C (CH3) 2-, -0-,
-S-,  -SO2-, -CO-, -NHCO- or -C (CF3) 2-. 8  Among them, particularly
preferred one is selected from the followings. -OY o0o,  O s 0 0 0 to to 5
The E of the polyamide resin of the general  formula (1) includes, for
example, the followings but  is not restricted thereto. HC H3C H2C -HC
HI*11-1 H3C II -HC ~  C-OH C-OH  OI OI  H H 



H3C-C=C-H2C-C H3C -C C-H2C-C  H3C-C=C-H2C- C I 11  H3C C-C=- \C-OH C-OH OI
OI  HC',,,-H2C-0TC/ 10 II II H3C HC'-H2C-O/C\C-OH  lO II -OH  O 9  C-OH H H
H3C-C=C-H2C-O-H2C-O O  H H H3C-C=C-H2C-O-H2C- li -OH  0  Among them,
particularly preferred one is selected from the followings.  HC 5 I  HC
I-OH II-OH O O  In the present invention, a dicarboxylic acid  or its
dichloride, or its derivative having a Y struc- ture is reacted with a
bis(aminophenol) having an X  



structure to synthesize a polyamide resin; thereafter, 10 each of the
terminal amino groups of the polyamide  resin is capped with an acid
anhydride having at least  one alkenyl or alkynyl group shown in the E of
the  general formula (1). The Z of the polyamide resin of the general  15
formula (1) which is used optionally, includes, for  example, the
followings but is not restricted thereto. 10 ?H3 CH3  (CH2) -(CH2)3  CH3
CH3 H3 I H3 (CH2)~- i-p- f i-(CHa)a '  CH3 CH3 I6H5 I6H5 (CH2).,- i-p- i
i-(CHa)3 ,  C6H5 C6H5 H3 I H3  (CH2)-Si-p-Si-(CH2)3  C6H5 C6H5  iH3 CH3 5 O
Si- p- Si  CH3 CH3 H3C iH3 CH3 CH3  CH3 CH3 C  I6H5 H5  



I '6 O Si- p- S i  i 1 H2 I H2  C6H5 C6H5 The Z of the general formula (1)
is used, for  example, when very high adhesion to a substrate (e.g. 11
silicon wafer) is required. The proportion b of Z used  is at most 40 mole
%. A proportion of larger than 40  mole % is not preferred, because the
resulting resin  has very low solubility and generates scum after 5
development, making pattern formation impossible. Each  of the X, Y, E and
Z may be used in one kind or  admixture of two or more kinds. The n of the
general formula (1) is an  average value and a positive number of 2 to 300.
An n  10 of larger than 300 is not preferred because scum may  appear after
development. The examples of the phenol compound which is  a skeleton of
the photosensitizer (B1) used in the  present invention, include the
followings but are not  15 restricted thereto. 12  OH OH O O O H3C O O O
CH3 HO OH 'HO OH  



CH3 CH3  OH OH  H3C CH3 H3C CH3 ):0 0 0 0 0 0 HO CH3 H3C OH HO OH  CH3 CH3
CH3 CH3  OH OH  O O O HO OH H3C/O O O CH3 ~ .I  HO CH3 H3C OH  O off OH  OH
H3 CH3 OH  HO O VCHOH OHO OHCH3 HO OH  CH3 OH OH  HO OHO O O O OH 'OH  CH3
CH3 CH3 CH3 OH CH3 HO OHO O O OHO OH  CH3 CH3 CH3 OH 0 o O o o HO HO OH OH 



CH3 CH3 CH3 CH3 CH3  CH3 OH CH3 HO OHO O O OHO OH  CH3 CH3 CH3 CH3 CH3  CH3
CH3 OH CH3 CH3 O O O O HOOHO OH OH CH3 CH3 CH3 CH3 CH3 13  OH OH OH O O HO
O OH CH3  OH OH OH HO OH  CH3 CH3 CH3 H OH OH HO "OH  CH3 CH3 CH3 CH3 CH3
OH OH OH OH OH  CH3 CH3 CH3 CH3 CH3 OH OH OH O)oooo ~OH  CH3 CH3 CH3  OH OH
OH  HO coooC CH3 CH3 CH3 CH3 CH3  OH CH3 OH CH3 OH  :HO) OH CH3 CH3 CH3 CH3
CH3  



OH OH OH  HO HO OH OH CH3 CH3 CH3 OH CH3 OH CH3 OH  HO HO OH OH  CH3 CH3
CH3 OH OH OH OH OH  HO OH  CH3 CH3 CH3 CH3 CH3 OH CH3 CH3  O O O O O O O
HO HO HO OH OH OH CH3 CH3 CH3 CH3 CH3 14  In the phenol compound of the
general formula (2) constituting the photosensitizer (B1) used in the
present invention, it is preferred that 20 to 80% of  the hydroxyl groups
is substituted into a 1,2 5 naphthoquinone-2-diazide-5-sulfonate or a 1,2-
naphthoquinone-2-diazide-4-sulfonate. When the propor- tion of substitution
of the hydroxyl groups is less  than 20%, it is impossible to sufficiently
inhibit the  dissolution of the polyamide resin represented by the 10
general formula (1) and it is impossible to obtain a  desired film
thickness after development. When the  proportion is more than 80%, scum
may generate after  development at the bottom of the pattern formed.
Therefore, such proportions are not preferred. 



15 Incidentally, the proportion of substitution is a  proportion of
substituted hydroxyl groups to the total  amount of the hydroxyl groups
possessed by the phenol  compound represented by the general formula (2).
In  the present invention, the amount of the photo 20 sensitizer (Bi) added
to the polyamide resin (A)  represented by the general formula (1) is 1 to
50 parts  by weight relative to 100 parts by weight of the  polyamide
resin. When the amount is less than 1 part  by weight, the pattern
formation ability of the 25 polyamide resin is low. When the amount is more
than  50 parts by weight, the photosensitizer per se shows  high
absorption, resultantly the light applied does not  reach the film bottom
sufficiently and a significant 15  reduction in sensitivity results.
Therefore, such  amounts are not preferred. When it is intended to allow
the positive  photosensitive resin composition of the present 5 invention
to have an even higher sensitivity, it is  important to add, to the resin
composition, a photo- sensitizer (B2) which is a 1,2-naphthoquinone-2-
diazide-5-sulfonate or a 1,2-naphthoquinone-2-diazide- 4-sulfonate, of a
phenol compound having a skeletal 10 structure represented by the following
general formula  (4) or (5) : R15 R17  I14 



HO C OH (4)  R1s R18 R1s- O-R20  OH  wherein R14 is hydrogen atom or an
alkyl group; and R15,  R16, R17, R13, R19 and R20 are each one atom or
group 15 selected from hydrogen atom, halogen atoms, hydroxyl  group, alkyl
groups, alkoxy groups and cycloalkyl  groups, or 16 R24 R26  21  HO C OH
R25 R27 0 R22-C-R23  R28 R29 (5)  4C~-Ij OH wherein R21, R22, R23, R24,
R25, R26, R27, R28 and R29 are each one atom or group selected from
hydrogen atom, halogen  atoms, hydroxyl group, alkyl groups, alkoxy groups
and  5 cycloalkyl groups. Examples of the phenol compound constituting  the
skeleton of the photosensitizer (B2) used in the  present invention include
the followings but are not  restricted thereto. 



H H3 H CH3  HO ( ) C O 0 OH HO C 0 0 10 ~~// CHs  OH OH CH3 H CH3 H3C H CH3
HO O C O OH HO O C O OH  Cfi9 CH3 H3C CH3 OH OH 17  H3C H3 H  HO O C O OH
H3C CH3 OH H3 CH3  /~ H H HO () C O OH HO O C O OH  ~/ H3C CH3 O OCH3 OCH3
OH OH  H3C CH3 H H  HO O O OH HO O O OH  H3C CH3 



O O  OH OH  OH OH H3C I CH3 HO OH  HO O O OH HO O C O OH  H3C C H3 H3C CH3
OH OH OH  HO OH HO [) C O OH HO O C O OH  v H3 O CH3 O OH  OH OH OH /~ CH3
H3C H CH3 H3 40H HO O C O OH HO O /1 OH  OH OH 18  CH H3 CH3 CH3 3 ~ H O C
O OH HO O C O OH  H3C-C-CH3 H3C-C-CH3 O O CH3  OH OH H3C C H3 CH3 ^ i HO 



OH OH  H3C v CH3 ~~--// i H3C-C-CH3 H3C-C-CH3  H3CO CH3 00  OH OH In the
photosensitizer (B2) used in the  present invention, it is preferred that
80 to 100% of  5 the hydroxyl groups of the phenol compound represented by
the general formula (4) or (5) is substituted into a
1,2-naphthoquinone-2-diazide-5-sulfonate or a 1,2-
naphthoquinone-2-diazide-4-sulfonate. A proportion of  substitution of less
than 80% is not preferred because 10 the photosensitizer (B2) may not give
any clear  increase in sensitivity. Incidentally, the proportion  of
substitution is a proportion of substituted hydroxyl  groups to the total
amount of the hydroxyl groups possessed by the phenol compound represented
by the  15 general formula (4) or (5). The weight ratio of the 19
photosensitizer (B1) and the photosensitizer (B2) both  used in the present
invention is preferably 0.1:  (B2)/(B1):0.5. When the weight ratio is less
than 0.1,  the photosensitizer (B2) may not give any clear 5 increase in
sensitivity. When the weight ratio is more  than 0.5, scum appears at the
bottom of the pattern  formed by development. Therefore, such weight ratios
are not preferred. 



To the positive photosensitive resin composi- 10 tion of the present
invention may be added, as  necessary, a dihydropyridine derivative in
order to  enhance the photosensitivity of the composition. As  the
dihydropyridine derivative, there can be mentioned,  for example,
2,6-dimethyl-3,5-diacetyl-4-(2' 15 nitrophenyl)-1,4-dihydropyridine,
4-(2'-nitrophenyl)- 2,6-dimethyl-3,5-dicarboethoxy-1,4-dihydropyridine, and
4-(2',4'-dintrophenyl)-2,6-dimethyl-3,5-dicarbomethoxy-
1,4-dihydropyridine. In the positive photosensitive resin composi- 20 tion
of the present invention, it is important to  further use, as necessary, a
phenol compound (C)  represented by the following general formula (3): R1o
R12  OH i s OH  R9 R11 R13 20  wherein Re and R9 are each hydrogen atom or
an alkyl  group; and R10, R11, R12 and R13 are each one atom or group
selected from hydrogen atom, halogen atoms, hydroxyl  group, alkyl groups,
alkoxy groups and cycloalkyl 5 groups. A technique of using a phenol
compound in a  positive resist composition is disclosed in, for  example,
JP-A-3-200251, JP-A-3-200252, JP-A-3-200253,  JP-A-3-200254, JP-A-4-1650,
JP-A-4-11260, JP-A-4-12356 



10 and JP-A-4-12357. The phenol compounds mentioned in  these literatures,
however, show a small effect for  sensitivity increase when used in the
positive photo- sensitive resin composition of the present invention  using
a polyamide resin as the base resin. In 15 contrast, when the phenol
compound (c) represented by  the general formula (3) is used in the present
resin  composition, the dissolution rate of the exposed  portion is
elevated, resulting in increased sensi- tivity; further, the film thickness
loss of the 20 unexposed portion which is seen when the molecular  weight
of the base resin is made small for sensitivity  increase, is very small.
As the phenol compound (C) represented by the  general formula (3), there
can be mentioned the 25 followings. However, the phenol compound is not
restricted thereto. 21 OH  HO CH2 OH O CH2 OH  OH OH CH2 HO O CH O OH  of
CH3 ,  OH OH CH  CH2 HO O C OH O O , H2 v C  



CH CH cab CH3 CH CH3 CH CH3  CH3  HO O CH2 O OH HO O C O OH I  CH3  CH3 CH3
C 3 CH3 C CH  HO O CH O OH CH3 Uri H O C O OH  (65 nC4H CH (tBu) tBu)n CH
CH  CHs HO OH HO CH2 OH ,  CH m,n;1,2 IH CH3  HO O I O OH H H O OH  CH %H3
CH3 CH3 CH HO CH-CH H-CH3  v OH CH3 ZI HO i O OH  3 CH3 22  CHs CH3 CH3 Fb
CHs- -CHs CH3-C-CH3 



H O C OH HO O H O OH  CH - _ C s CH3 C CHsH CHI C-CHs  CH3 H3 H3 CH3  /CH3
/CH3 CH-CHZ-CHs CH-CH2-CH3  CH3  HO O C O OH CHs  OH OH OH OH  CHs C O CHs
C CH3  CH3 O CHs O CH3 CHs CHs CHs  CHs CH2  HO I OH H i OH  CH2 (i H2)6
CH3 r  CHs HO C O OH HO CH OH ,  (C HA C~H2 CH3 /C{\  CHs CH3  OH CH3 CHs
OH HO i O OH  O CH3 (CH2)1o 



CH3  OH CHs OH CHs  CHs O O CH3 H 1 O OH  CH (I H2)12 CHs  CH3 CH3  A CHs
CHs 23  OH CH3 OH OH OH CH3 CH3 E[CHJ *1 PF I O CH3 CH3  CHCH3 HCH3 CH3
C-CH3 CH3 C-CH3  CH2CH3 CH2CH3 CH3 CH3  OH OH OF CH O (CH2)8 (CH2)8  CH3
CH3 Among them, a compound of the following  formula (9) is preferred, and
compounds of the follow- 5 ing formulas (10) and (11) are particularly
preferred  in view of the sensitivity and residual film ratio obtained
therewith. It is preferred that the compound  of the formula (10) and/or
the compound of the formula  (11) occupies 50% by weight or more of the
total amount  10 of the phenol compound (C). 



HO OH  CH2 (9)  -0 OH CH2 OH (10)  OH OH O C O (11) 24  The amount of the
phenol compound (C) used is preferably 1 to 30 parts by weight per 100
parts by  weight of the polyamide resin represented by the  general formula
(1). When the amount is less than 1 5 part by weight, the sensitivity.
during development is  low. When the amount is more than 30 parts by
weight,  the residual film ratio during development is extremely  low;
precipitation takes place during frozen storage;  accordingly, such a resin
composition has no practical 10 usability. Therefore, such amounts are not
preferred.  The positive photosensitive resin composition  of the present
invention can contain, as necessary,  additives such as levelling agent,
silane coupling  agent and the like. 15 In the present invention, the
above-mentioned  components are dissolved in a solvent and used in a
varnish state. As the solvent, there can be mentioned, for  example,
N-methyl-2-pyrrolidone, 'y-butyrolactone, N,N- 



20 dimethylacetamide, dimethyl sulfoxide, diethylene glycol dimethyl ether,
diethylene glycol diethyl ether,  diethylene glycol dibutyl ether,
propylene glycol  monomethyl ether, dipropylene glycol monomethyl ether,
propylene glycol monomethyl ether acetate, methyl 25 lactate, ethyl
lactate, butyl lactate, methyl-1,3- butylene glycol acetate, 1,3-butylene
glycol-3- monomethyl ether, methyl pyruvate, ethyl pyruvate and  methyl
3-methoxypropionate. These solvents may be used 25  singly or in admixture.
Description is made on the manner in which  the positive photosensitive
resin composition of the  present invention is used. First, the composition
is 5 coated on an appropriate substrate such as silicon  wafer, ceramic
substrate, aluminum substrate or the  like. The coating amount is such
that, when used in a  semiconductor device, the final film thickness after
curing becomes 0.1 to 20 m. When the film thickness 10 is less than 0.1 m,
the film is unable to sufficiently  exhibit its function as a protective
surface film of a  semiconductor component. When the film thickness is
more than 20 m, it is difficult to form a fine  pattern. The coating is
conducted by spin coating 15 using a spinner, spray coating using a spray
coater,  dipping, printing, roll coating, etc. Then, prebaking is conducted
at 60 to 130C  to dry the coated film, after which an actinic ray is  



applied thereto through a mask of given pattern. As 20 the actinic ray,
there can be used X-ray, electron  beam, ultraviolet light, visible light,
etc. A ray  having a wavelength of 200 to 500 nm is preferred. Then, the
exposed portion is dissolved and  removed with a developing solution to
obtain a relief  25 pattern. As the developing solution, there can be
suitably used aqueous solutions of an alkali, or  aqueous solutions
obtained by adding thereto an  appropriate amount of a water-soluble
organic solvent 26  (e.g. an alcohol such as methanol or ethanol) or a
surfactant. The above alkali includes, for example,  inorganic alkalis such
as sodium hydroxide, potassium  hydroxide, sodium carbonate, sodium
silicate,. sodium 5 metasilicate, ammonia water and the like; primary
amines such as ethylamine, n-propylamine and the like;  secondary amines
such as diethylamine, di-n-propylamine  and the like; tertiary amines such
as triethylamine,  methyldiethylamine and the like; alcoholamines such as
10 dimethylethanolamine, triethanolamine and the like; and  quaternary
ammonium salts such as tetramethylammonium  hydroxide, tetraethylammonium
hydroxide and the like. The development can be conducted by spraying,
paddle, dipping, ultrasonic wave, etc. 15 Then, the relief pattern formed
by develop- ment is rinsed. Distilled water is used as the rinsing  liquid.
Then, a heat treatment is conducted to form an  



oxazole ring to obtain a highly heat-resistant final  pattern. 20 The
positive photosensitive resin composition  of the present invention is
useful not only for semi- conductor applications but also for interlayer
insula- tion of multi-layer circuit or surface coating of  flexible
copper-clad laminate or for solder resist 25 film, liquid crystal alignment
film, etc.  BEST MODE FOR CARRYING OUT THE INVENTION The present invention
is described 27  specifically below by way of Examples.  Example 1
Synthesis of polvamide resin In a four-necked separable flask provided 5
with a thermometer, a stirrer, a raw material inlet and  a dry nitrogen gas
inlet tube were placed 366.3 g (1 M)  of
hexafluoro-2,2-bis(3-amino-4-hydroxyphenyl)propane  and 360.4 g (0.9 M) of
a dicarboxylic acid derivative  (an active ester) obtained by the reaction
of 0.9 M of 10 terephthalic acid and 0.1 M of isophthalic acid with 2  M of
1-hydroxy-1,2,3-benzotriazole. Thereto was added  3,000 g of
N-methyl-2-pyrrolidone to obtain a solution.  The solution was allowed to
give rise to a reaction at  75C for 12 hours on an oil bath. 15 Then, there
was added 32.8 g (0.2 M) of 5- norbornene-2, 3-dicarboxylic acid anhydride
dissolved in  500 g of N-methyl-2-pyrrolidone, followed by stirring  



for 12 hours to complete a reaction. The reaction  mixture was filtered and
then poured into a water/ 20 'methanol (3/1) solution. The resulting
precipitate was  collected by filtration, washed with water thoroughly,
and then dried under vacuum to obtain an intended  polyamide (A-1)
represented by the general formula (1)  wherein X was the following formula
X-i, Y was a 25 mixture of the following formulas Y-1 and Y-2, a = 100,  b
= 0, and n = 46.2. 28  Fs  X_1 o CF3  Y-1 Y-2  Production of positive
photosensitive resin composition  5 In 200 g of y-butyrolactone were
dissolved 100 g of the polyamide resin (A-1) synthesized above and 24  g of
a photosensitizer having the following formula (Q- 1). The resulting
solution was filtered through a  teflon filter of 0.2 m to obtain a
positive photo 10 sensitive resin composition. In Table 1 which appears
later, the propor- tion of each individual component is shown as the
amount (g) of the component relative to 100 g of the  polyamide resin. Q-1
. CH3 OQ CH3  



15 0 0 0 0 0 QO Qo OQ OQ CH3 CH3 CH3  wherein each Q is hydrogen atom or 0
N2  O, l 02 29  and 40% of the total Q's is o ~j7N2  S02 Evaluation of
properties The positive photosensitive resin composition  obtained above
was coated on a silicon wafer using a 5 spin coater and then dried on a hot
plate at 120C for  4 minutes to obtain a film having a thickness of about
13 pm. To this film was applied a light at various  exposures through a
mask (Test Chart No. 1, a product  of Toppan Printing Co., Ltd.) in which
left patterns 10 and removed patterns of 0.88 to 50 pm in width were
drawn, using a g-line stepper (G-3A, a product of Nikon  Corporation).
Then, the film was dipped in an 2.38% aqueous  tetramethylammonium
hydroxide solution for 110 seconds  15 to dissolve and remove the exposed
portion, followed by rinsing with pure water for 30 seconds. As a result,
it was confirmed that there was pattern formation  starting from the area
of exposure = 550 mJ/cm2. (The  



sensitivity was 550 mJ/cm2.) At that time, the residual 20 film ratio
[(film thickness after development/film  thickness before development) x
100] was 89.4% and the  resolution was 4 m, and they were at very good
levels.  There was no scum at the pattern bottom. Separately, the positive
photosensitive resin  25 composition was coated on a silicon wafer in the
same 30  manner, prebaked, and then heated at 150C for 30  minutes and at
350C for 30 minutes in this order in a  nitrogen atmosphere in an oven to
obtain a cured film  of a polybenzoxazole. On this cured film was molded an
5 epoxy resin composition for semiconductor encapsulation  (EME-6300H, a
product of Sumitomo Bakelite Company  Limited) in a size of 2 mm x 2 mm x 2
mm (length x width  x height). The epoxy resin composition for encapsula-
tion, molded on the cured film was measured for shear 10 strength using a
TENSILON tensile tester. The result  was 3.2 kg/mm2. Example 2 An operation
and an evaluation were conducted  in the same manners as in Example 1
except that the 15 amount of the 1,2-naphthoquinone-2-diazide-5-sulfonate
(Q-1) was changed as shown in Table 1. Example 3 An operation and an
evaluation were conducted  in the same manners as in Example 1 except that
the 20 1,2-naphthoquinone-2-diazide-5-sulfonate (Q-1) was  



changed to (Q-2) (shown below) and the amount was also  changed as shown in
Table 1. Q-2 . OQ 0 0 0 0 Qo 0Q oQ oQ CH3 CH3 CH3 CH3 CH3 31  wherein each
Q is hydrogen atom or 0 caN2  02 and 40% of the total Q's is 0 N2  O / 02
Example 4 In the polyamide resin synthesis of Example  5 1, 0.9 M of
terephthalic acid and 0.1 M of isophthalic  acid were changed to 1 M of
diphenyl ether-4,4' dicarboxylic acid; and a reaction was conducted in the
same manner as in Example 1, whereby was synthesized a  polyamide resin
(A-2) represented by the general 10 formula (1) wherein X was the
above-shown formula X-1,  Y was the following formula Y-3, a = 100, b = 0,
and n  = 27.1. An operation and an evaluation were conducted  in the same
manners as in Example 1 except that the  polyamide resin (A-2) was used and
the amount of the 15 1,2-naphthoquinone-2-diazide-5-sulfonate (Q-1) was  



changed as shown in Table 1. O  Y-3: o Q/_  Example 5 In the polyamide
resin synthesis of Example  20 1, the amount of
hexafluoro-2,2-bis(3-amino-4 32  hydroxyphenyl)propane was decreased to
348.0 g (0.95 M)  and 12.4 g (0.05 M) of 1,3-bis(3-aminopropyl)-1,1,3,3-
tetramethyldisiloxane was added, whereby was synthe- sized a polyamide
resin (A-3) represented by the 5 general formula (1) wherein X was the
above-shown  formula X-1, Y was a mixture of the above-shown  formulas Y-1
and Y-2, Z was the following formula Z-1,  a = 95, b = 5, and n = 33.0. An
operation and an  evaluation were conducted in the same manners as in 10
Example 1 except that the polyamide resin (A-3) was  used and the amount of
the 1,2-naphthoquinone-2- diazide-5-sulfonate (Q-1) was changed as shown in
Table  1. CH3 CH3 Z-1: -(CHZ)3 ii-p-ii-(CHZ}3  CH3 CH3  Example 6 15 In 200
g of y-butyrolactone were dissolved 100  g of the polyamide resin (A-2)
synthesized in Example 4, 20 g of the photosensitizer of the formula (Q-1)
and  10 g of a phenol compound of the following formula (P- 1). The
resulting solution was filtered through a 



20 teflon filter of 0.2 m to obtain a positive photo- sensitive resin
composition. The subsequent operation  and evaluation were conducted in the
same manners as in  Example 1. 33  OH OH  P-1: O F CH2 O  Example 7 An
operation and an evaluation were conducted  in the same manners as in
Example 6 except that the 5 amount of the
1,2-naphthoquinone-2-diazide-5-sulfonate  (Q-1) was changed as shown in
Table 1 and the phenol  compound (P-1) was changed to the following phenol
compound (P-2). OH  P-2: O [J_CH2__>_OH 10 Example 8 In 200 g of
y-butyrolactone were dissolved 100  g of the polyamide resin (A-2)
synthesized in Example 4, 16 g of the photosensitizer of the formula (Q-1),
4  g of a photosensitizer of the following formula (Q-3)  15 and 10 g of
the phenol compound of the formula (P-1). The resulting solution was
filtered through a teflon  filter of 0.2 pm to obtain a positive
photosensitive  resin composition. The subsequent operation and  evaluation
were conducted in the same manners as in  20 Example 1. 



34  Q-3: CHs QO O c O oQ   H3C-C-CH3  OQ wherein each Q is hydrogen atom or
0  ~5N2  02 and 100% of the total Q's is 0 N2  O Sot  Example 9 5 An
operation and an evaluation were conducted  in the same manners as in
Example 8 except that the  1,2-naphthoquinone-2-diazide-5-sulfonate (Q-1)
was  changed to (Q-2), (Q-3) was changed to the following  (Q-4) and the
amounts of the individual components were 10 changed as shown in Table 1.
Q-4: H  QO O ( ) OQ  OQ 35  wherein each Q is hydrogen atom or 0 ~7N2  



02 and 90% of the total Q's is 0  ~5*N2  02  Example 10 An operation and an
evaluation were conducted  5 in the same manners as in Example 8 except
that the  phenol compound (P-1) was changed to (P-2) and the  amounts of
the individual components were changed as  shown in Table 1. Comparative
Examples 1 to 10 10 Positive photosensitive resin compositions  were
produced in the formulations shown in Table 1, in  the same manner as in
Example 1, and were evaluated in  the same manner as in Example 1.
Incidentally, the  polyamide resin used in each of Comparative Examples 1
15 to 10 was (A-2). The structures of the Q-5 to Q-9 used in  Comparative
Examples are shown below. Q-5:  OQ OQ OQ OQ Qo 0 O O O oQ CH3 CH3 36
wherein each Q is hydrogen atom or 0 9:: N2  S02 and 50% of the total Q's
is 0 



q7N2  O2 Q-6: H3 H3 Q 0 C 0 Q CH3 H3 CH3 CH3 Q wherein each Q.is hydrogen
atom or 0 Q7N2  02 5 and 67% of the total Q's is 0 N2  O / 02  Q-7: CH3 OQ
CH3 J 0 0 0 0 0 QO QO OQ OQ  CH3 CH3 CH3  wherein each Q is hydrogen atom
or 0 N2  o, 02 37  and 5% of the total Q's is 0 N2  o, 02  



Q-8: CH3 pQ CH3 0 0 0 0 QO0QO pQ OQ  CH3 CH3 CH3  wherein each Q is
hydrogen atom or 0 N2  02 and 98% of the total Q's is 0 cx7N2  02 Q-9: H3
QO o c O OQ  5 4 H3C-C-CH3  OQ  wherein each Q is hydrogen atom or 0 ~xtrN2
02 38  and 60% of the total Q's is 0 ~x7N2  02 39   ' N 1N O N O 10 M N cN
M M 10 4 N VI to N In VI C  M M M M V~ M M M M M M N M M M M M M M M  in v 
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0) N O 0 O N l0 In (3) M w ch t` l0 M  N r-I N (14 N N N r4 V r-I r-I In rl
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r~-I r~1 r~l r~l r~i r~-I r~-1 r~-I  N N N a) a) v d) a) N N W W f
flllhillllu 1 i Z t i 40  As appreciated from the above, the present
invention can provide a positive photosensitive resin  composition which
can form a pattern of high resolution  and high residual film ratio and has
high sensitivity. 41  CLAIMS 1. A positive photosensitive resin composition
comprising: 100 parts by weight of (A) a polyamide resin  represented by
the following general formula (1), and  1 to 50 parts by weight of (B1) a 



photosensitizer which is a 1,2-naphthoquinone-2- diazide-5-sulfonate or a
1,2-naphthoquinone-2-diazide- 4-sulfonate, of a phenol compound having a
skeletal  structure represented by the following general formula  (2) IH IH
E-C NH-X NH-C-Y-C)-fNH-Z-NH-C-Y C NH-X-NH-C-E  IO OH O O IC I0 n OH O (1)
wherein X is a tetravalent cyclic compound group; Y is  a divalent cyclic
compound group; Z is a group  represented by R3 R3 -R1-i-0-Si-R2  R4 R4
wherein R1 and R2 are each a divalent organic group, and  R3 and R4 are
each a monovalent organic group; E is an  aliphatic group or a cyclic
compound group, each having  at least one alkenyl or alkynyl group; a and b
each  show a molar fraction, a + b = 100 mole %, a = 60 to  100 mole %, and
b = 0 to 40 mole %; and n is an average 1111111 III1IL1 Illil 11111 II IIII
C 42  value and a positive number of 2 to 300, and (R7)n (Rs)m  (Rs)m OH
bLD R7)n  CH2 U05 CHZ CH2 CHZ F 1 R5 1 (2) 



wherein R. is one atom or group selected from hydrogen  atom, alkyl groups,
alkoxy groups, aryl groups and  substituted aryl groups; a plurality of
R6's may be the  same or different and are each one atom or group  selected
from hydrogen atom, hydroxyl group, alkyl  groups, alkoxy groups, aryl
groups and cycloalkyl  groups, and at least one R. is hydroxyl group; a -
plurality of R,'s may be the same or different and are  each one atom or
group selected from hydrogen atom,  hydroxyl group, alkyl groups, alkoxy
groups, aryl  groups and cycloalkyl groups, and at least one R7 is
hydroxyl group; 1 is an integer of 0 to 3; m is an  integer of 1 to 3; and
n is an integer of 1 to 3. 2. A positive photosensitive resin composition
according to. Claim 1, wherein 20 to 80% of the hydroxyl  groups of the
phenol compound having a skeletal  structure represented by the general
formula (2) is  substituted into a 1,2-naphthoquinone-2-diazide-5-
sulfonate or a 1,2-naphthoquinone-2-diazide-4- sulfonate. 3. A positive
photosensitive resin composition  according to Claim 1, wherein the X of
the polyamide  1111111111111 IHJI 11111 II 101 C L S 43  resin represented
by the general formula (1) is  selected from a group of the following
formulas (6). 



F3 (~ 0100"0 CF3 O (6)  CHs 0 ,010 CH3  4. A positive photosensitive resin
composition  according to Claim 1, wherein the Y of the polyamide  resin
represented by the general formula (1) is selected from a group of the
following formulas (7).  0 O (7)  O 0 s 0 0 0 0  5. A positive
photosensitive resin composition  according to Claim 1, wherein the E of
the polyamide  resin represented by the general formula (1) is selected
from a group of the following formulas (8).  HC H11 ~ (8) \C-OH C-OH
IIIIIIIIIIi!, IIIII11111IIII C L M 3 *II 44  6. A positive photosensitive
resin composition  



comprising: 100 parts by weight of (A) a polyamide resin  represented by
the general formula (1), 1 to 50 parts by weight of (B1) a photo-
sensitizer which is a 1,2-naphthoquinone-2-diazide-5- sulfonate or a
1,2-naphthoquinone-2-diazide-4- sulfonate, of a phenol compound having a
skeletal  structure represented by the general formula (2), and 1 to 30
parts by weight of (C) a phenol  compound represented by the following
general formula  (3) : Rio R12  OH OH  C (3)  Re R11 R13 wherein R. and R9
are each hydrogen atom or an alkyl  group; and R10, R11, R12 and R13 are
each one atom or group  selected from hydrogen atom, halogen atoms,
hydroxyl  group, alkyl groups, alkoxy groups and cycloalkyl  groups. 7. A
positive photosensitive resin composition  according to Claim 6, wherein 20
to 80% of the hydroxyl  groups of the phenol compound having a skeletal
structure represented by the general formula (2) is  substituted into a
1,2-naphthoquinone-2-diazide-5- sulfonate or a
1,2-naphthoquinone-2-diazide-4- sulfonate. 



IIIIIII IIIIII IIIII IIIII II IIII m s 45  8. A positive photosensitive
resin composition  according to Claim 6, wherein the X of the polyamide
resin represented by the general formula (1) is  selected from a group of
the formulas (6). 9. A positive photosensitive resin composition  according
to Claim 6, wherein the Y of the polyamide  resin represented by the
general formula (1) is  selected from a group of the formulas (7). 10. A
positive photosensitive resin composition  according to Claim 6, wherein
the E of the polyamide  resin represented by the general formula (1) is
selected from a group of the formulas (8). 11. A positive photosensitive
resin composition  according to Claim 6, wherein the phenol compound (C)
is a phenol compound represented by the following  formula (9). H OH  "~n
&CH2 (9)  -od 12. A positive photosensitive resin composition  according to
Claim 6, wherein the total phenol  compounds contain'a phenol compound
represented by the  



following formula (10) and/or a phenol compound  represented by the
following formula (11) in an amount  of 50% by weight or more. OH CHZ O OH
(10) I IIIIIII IIIIII IIIII IIIII II IIII * C L M S 46  OH OH O C (11) 13.
A positive photosensitive resin composition  comprising: .100 parts by
weight of (A) a polyamide resin  represented by the general formula (1), 1
to 50 parts by weight of (B1) a photo- sensitizer which is a
1,2-naphthoquinone-2-diazide-5- sulfonate or a
1,2-naphthoquinone-2-diazide-4- sulfonate, of a phenol compound having a
skeletal  structure represented by the general formula (2), 0.1 to 25 parts
by weight of (B2) a photo- sensitizer which is a
1,2-naphthoquinone-2-diazide-5- sulfonate or a
1,2-naphthoquinone-2-diazide-4- sulfonate, of a phenol compound having a
skeletal  structure represented by the following general formula  (4) or
(5), and 1 to 30 parts by weight of (C) a phenol  compound represented by
the general formula (3):  R15 R17 



94 HO C OH (4)  R16 R18 Rig -R20  OH I!IlIIi IIIIII IIIII 11111 II IIII L M
47  wherein R14 is hydrogen atom or an alkyl group; and R15,  R16, R17,
R18, R19 and R20 are each one atom or group  selected from hydrogen atom,
halogen atoms, hydroxyl  roup, alkyl groups, alkoxy groups and cycloalkyl
groups, or R24 R26  121 HO C OH  R25 R27  R22 C-R23 R28- qA R29 - (5) OH
wherein R21, R22, R23, R24, R25, R26, R27, Rte and R29 are each one atom or
group selected from hydrogen atom, halogen  atoms, hydroxyl group, alkyl
groups, alkoxy groups and  cycloalkyl groups. 14. A positive photosensitive
resin composition  according to Claim 13, wherein 20 to 80% of the
hydroxyl groups of the phenol compound having a  



skeletal structure represented by the general formula  (2) is substituted
into a 1,2-naphthoquinone-2-diazide- 5-sulfonate or a
1,2-naphthoquinone-2-diazide-4- sulfonate. 15. A positive photosensitive
resin composition  according to Claim 13, wherein 80 to 100% of the
hydroxyl groups of the phenol compound having a 1111111 111111 IIIII IIIII
II IIII * C L M S x 48  skeletal structure represented by the general
formula  (4) or (5) is substituted into a 1,2-naphthoquinone-2-
diazide-5-sulfonate or a 1,2-naphthoquinone-2-diazide- 4-sulfonate. 16. A
positive photosensitive resin composition  according to Claim 13, wherein
the weight ratio of the  photosensitizer (Bl) and the photosensitizer (B2)
is  0.1~S (B2) / (B1) <- 0.5. 17. A positive photosensitive resin
composition  according to Claim 13, wherein the X of the polyamide  resin
represented by the general formula (1) is selected from a group of the
formulas (6). 18. A positive photosensitive resin composition  according to
Claim 13, wherein the Y of the polyamide  resin represented by the general
formula (1) is  selected from a group of the formulas (7). 19. A positive
photosensitive resin composition  



according to Claim 13, wherein the E of the polyamide  resin represented by
the general formula (1) is  selected from a group of the formulas (8). 20.
A positive photosensitive resin composition  according to Claim 13, wherein
the phenol compound (C)  is a phenol compound represented by the formula
(9).  21. A positive photosensitive resin composition  according to Claim
13, wherein the total phenol  compounds contain a phenol compound
represented by the  formula (10) and/or a phenol compound represented by
the formula (11) in an amount of 50% by weight or more. I lliflll lillil
IIIII ilfll ii ii * C L 14 S 


