
This invention concerns a method for recycling polyesters comprising the
hydrolysis of polyesters containing repeat units derived from
2,6-naphthalene dicarboxylic acid in the presence of a carboxylic acid
which gives pure 2,6-naphthalene dicarboxylic acid suitable for use a
monomer.    


