
A flux coated brazing material wherein the flux
coating composition is suitable for continuously
coating a continuous length of brazing material.
Aspects include a flux coating composition for coating
or coring a brazing material useful as 



a flux coating for preparing a continuous length
brazing material according to the described method. 


